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EXECUTIVE SUMMARY

Backaround

Through FY 1999, six double-shell tanks were ultrasonically examined to meet the integrity
requirements of the Washington Administrative Code, Chapter 173-303, "Dangerous Waste
Regulations". Subsequent to the examinations, integrity assessment reports were issued for each
double-shell tank farm and submitted to the Washington State Department of Ecology (WDOE)
in FY 1999. In June 2000, the Washington State Department of Ecology issued Administrative
Orders OONWPKW-1250 and OONWPKW-1251 providing prescriptive examination
requirements for all double-shell tanks by FY 2005. In 2003, the Administrative Orders were
incorporated into the Hanford Federal Facility Agreement and Consent Order, Milestones
Series M-48. Milestone M-48-13 requires examination by September 30, 2005, of four DSTs not
previously examined. This report documents the required ultrasonic examination of double-shell
tank 241-AN-103, completed in the third quarter of FY 2005.

Methodoloav

The primary tank wall examinations consisted of two parallel 15-inch wide strips, -35 feet in
length (scanned vertically), a horizontal 17 inch by 240 inch strip encompassing the historical
liquid-air interface, and a horizontal 15-17 inch by 240 inch vapor space strip above the
historical liquid-air interface. The primary wall vertical examinations were looking for wall
thinning, cracking, and pitting in the tank wall. The weld heat affected zones (HAZ) examined
included 25.1 linear feet of vertical welds joining plates 2 through plate 5, and 19.9 linear feet of
the horizontal plate #5 to knuckle weld.

The ultrasonic examinations were carried out in accordance with American Society of
Mechanical Engineers (ASME) Boiler and Pressure Vessel Code, Section V, "Nondestructive
Examinations". The personnel and non-destructive examination equipment were qualified to
perform the examinations on the double-shell tanks by performance demonstration tests
administered by Pacific Northwest National Laboratories.

The required accuracy for the ultrasonic examinations is to be within 0.020 inches for wall
thinning, 0.050 inches for pitting, and 0.10 inches for cracking. The performance demonstration
tests revealed that the examiners meet this requirement.

Results

There was no reportable wall thinning detected in any of the plate areas examined (reportable
wall thinning is defined as greater than 10% below nominal). The primary wall vertical scans
yielded an overall average ((scan 1+ scan 2)/2) wall thickness value of 103.5% of nominal. The
overall average ((scan 1+ scan 2)/2) minimum wall thickness value was 99.2% of nominal. Of
the 12 inch long vertical wall plate scans yielding minimums falling below the nominal values,
the greatest deviation was 6.0% below the nominal (Plate #3, Scan 2).
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There were no reportable pitting indications nor any crack-like indications detected in any of the
wall plates.

There were no areas of reportable wall thinning, cracking, or pit-like indications detected during
the primary tank horizontal wall scan of the historical liquid-air interface, nor were there any
areas of reportable wall thinning, cracking, or pit-like indications detected during the primary
tank horizontal wall scan of the vapor space above the historical liquid-air interface.

The average horizontal wall thickness value was 107.9% of nominal for the vapor space scan,
and 109.7 of nominal for the liquid-air scan. The average minimum horizontal wall thickness
value was 101.5% of nominal for the vapor space scan, and 103.6% of nominal for the liquid-air
scan. Of the 12 inch long horizontal wall plate scans yielding minimums falling below the
nominal value (0.500 inches), the greatest deviation was 4.8% below the nominal for the vapor
space scan, and 6.0% below the nominal for the liquid-air scan.

There were no areas of reportable wall thinning, no crack-like indications, nor reportable pitting
indications detected in any of the weld HAZ. This included the primary tank vertical weld scans,
and the primary tank lower knuckle-to-shell horizontal weld scan. The average HAZ thickness
value was 101.1 % of nominal for the vertical weld HAZ, and 103.7% of nominal for the
horizontal knuckle/plate weld HAZ. The average minimum HAZ thickness value detected was
96.2% of nominal for the vertical welds HAZ, and 100.5% of nominal for the horizontal weld
HAZ. Of the 12 inch long HAZ scans yielding minimums falling below the nominal values, the
greatest deviation was 9.0% below nominal for the vertical welds HAZ, and 5.3% of nominal for
the horizontal weld HAZ.

Conclusions

Based on the results of this examination (no reportable indications), the material condition of
DST AN-103 is satisfactory for continued operation.

The tanks inspected to date are summarized in the following table.
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Double-Shell Tanks Inspected Through May 2005

Double-
Shell

Inspection Year (FY)

Tank 1997 1998 1999 2000 2001 2002 2003 2004 2005

AN-101 x
AN-102 x

AN-103 x
AN-105 x pl

AN-106 x

AN-107 x

AP-101 X (3)
AP-102 x

AP-103 x (y)
AP-104 x

AP-105 x

AP-106 x

AP-107 x

AP-108 x (2)

AW-101 x

AW-102 x (5)
AW-103 x

AW-104 x

AW-105 x

AW-106 x

AY-101 x x
AY-102 x

AZ-101 x

AZ-102 x (3)
SY-101 x

SY-102

SY-103 x

(') Limited scope reexamination.
(2) Linear indication evaluated.

Includes primary knuckle Synthetic Aperture Focusing Technique (T-SAFT) examination.

t4) Linear indication detected; A follow-up inspection determined that it is a small area of incomplete fusion.
t'^ Primary knuckle T-SAFT examination only.
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1.0 INTRODUCTION

In May 1996 the Tank Waste Remediation System (TWRS) Decision Board recommended, and
U.S. Department of Energy, Richland Operations Office (RL) agreed, that the condition of the
double-shell tanks (DST) should be determined by ultrasonic testing (UT) inspection of a limited
area in six of the 28 DSTs (Figure 1-1). The Washington State Department of Ecology (WDOE)
agreed with the strategy of limited ultrasonic inspection of DSTs. Data collected during the UT
inspections will be used to assess the condition of the tank, judge the effects of past corrosion
control practices, and satisfy a regulatory requirement to periodically assess the integrity of
waste tanks.

Figure 1-1. Typical Double-Shell Tank Configuration

In November 1996, DST 241-AW-103 was the first tank inspected to determine if Hanford DST
walls could be inspected without removing the existing surface rust and scale. Equipment
similar to that used to perform routine inspections of oil tanks and large pipelines was used. UT
sensors were mounted on a remote-controlled crawler that used magnetic wheels to affix itself
and move about on the tank walls. The crawler was deployed into the tank annulus and
vertically traversed the primary and secondary containment walls to collect data on the wall
thickness and the size of any pits or cracks. The successful completion of this inspection met the
requirements ofRL Milestone T21-97-455 and represented the first UT inspection of a Hanford
DST (Final Report - Ultrasonic Examination of Tank 241-AW-103 Walls, Leshikar 1997).

In fiscal year (FY) 1998, FY 1999, and FY 2000, similar inspections were performed per
Engineering Task Plans HNF-2820 (Engineering Task Plan for the Ultrasonic Inspection of
Hanford Double-Shell Tanks, Pfluger 1999) and RPP-5583 (Engineering Task Plan for the
Ultrasonic Inspection ofHanford Double-Shell Tanks - FY2000, Jensen 2000) on 241-AN-107,
241-AN-106, 241-AN-105, 241-AY-102, 241-AZ-101, 241-AP-107, and 241-AP-108. An

1-1
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attempt was made to examine 241-AY-101 in FY 1999, but corrosion product on the tank wall
prevented reliable examination.

In June 2000, WDOE issued an Administrative Order requiring UT examinations of the
remaining 20 DSTs through FY 2005 (Administrative Order No. OONWPKW-1251, Failure to
Comply with Major Milestone M-32 ofthe Tri-Party Agreement, Silver 2000). In 2003, the
WDOE Administrative Order (Silver 2000) was incorporated into the Hanford Federal Facility
Agreement and Consent Order Milestone Series M-48 (HFFACO 2003), requiring examination
during each FY through FY 2005 of four DSTs not previously examined. Based on the results of

the above listed eight DST inspections and per the Milestone Series M-48 (HFFACO 2003),
engineering task plans were prepared for ultrasonic DST inspections scheduled for the
subsequent fiscal years.

In FY 2001, UT inspections were performed on four DSTs: 241-AN-102, 241-AW-101,
241-AW-105, and 241-AY-101 ( following cleaning of selected areas of the 241-AY-101 wall).

These DSTs were examined per Engineering Task Plan RPP-6839 (Engineering Task Plan for

the Ultrasonic Inspection ofHanford Double-Shell Tanks - FY2001, Jensen 2000a).

In FY 2002, UT inspections were performed on four more DSTs: 241-AN-101, 241-AW-102,

241-AW-104, and 241-AW-106. Also in FY 2002, a more extensive examination of
241-AY-101 was performed, and an examination of 241-AP-108 was limited to characterization

of the linear indication found in FY 2000. In addition, a limited scope reexamination of the
upper walls of tank 241-AN-105 was performed in FY 2002. These DSTs were examined per

RPP-7869 (Engineering Task Plan for the Ultrasonic Inspection ofHanford Double-Shell Tanks

- FY2002, Jensen 2002), and RPP-8867 (Engineering Task Plan for the Ultrasonic Inspection of
Hanford Double-Shell Tanks 241-AP-108, 241-AY-101, and 241-AZ-102 - FY2002,

Jensen 2002a).

In FY 2003, UT inspections were performed on four more DSTs: 241-AP-101, 241-AP-103,

241-AP-105, and 241-AZ-102. Also, a primary tank lower knuckle inspection on 241-AW-102
using the Tandem Synthetic Aperture Focusing Technique (T-SAFT) not completed during

FY 2002 was completed in early FY 2003. In addition, a supplementary, limited scope
examination of the tank 241-AY-101 secondary tank wall was completed. These DSTs were
examined per RPP-11832 (Engineering Task Plan for the Ultrasonic Inspection ofHanford
Double-Shell Tanks - FY2003, Jensen 2002b).

In FY 2004, UT inspections were performed on four more DSTs: 241-SY-101, 241-SY-102,
241-SY-103, and 241-AP-104. A limited scope examination of tank 241-AN-105 originally
planned for FY 2004 was deferred until FY 2005. These DSTs were examined per RPP-17750
(Engineering Task Plan for the Ultrasonic Inspection ofHanford Double-Shell Tanks - FY2004,
Jensen 2003).

In FY 2005, UT inspections were planned on four more DSTs: 241-AN-103, 241-AN-104,
241-AP-102, and 241-AP-106. Limited scope examinations of tanks 241-AN-101, 241-AN-105,
241-AP-104 and 241-SY-101 were also planned for FY 2005. These DSTs were to be examined
per RPP-22571 (Engineering Task Plan for the Ultrasonic Inspection ofHanford Double-Shell
Tanks - FY2005, Jensen 2005).

1-2
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DST 241-AN-103 was the third of the four tanks selected for standard inspection in FY 2005
(tanks 241-AP-102 and 241-AP-106 examinations have been completed). Inspection of tank
241-AN-103 was completed in the third quarter of FY 2005, and is the subject of this report.
The services of COGEMA Engineering Corporation (COGEMA Engineering) were retained to
provide UT examinations, procedures and inspectors, and to report the inspection results.
Examination of 241-AN-103 was performed with UT equipment provided by CH2M HILL
Hanford Group, Inc. (CH2M HILL).

1-3
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2.0 OBJECTIVE AND SCOPE

This report describes the inspection system, evaluates the inspection results, and documents
findings with conclusions and recommendations. The UT inspections described in this report
include the primary tank wall, the historical liquid-air interface, the vapor space above the
historical liquid-air interface, the vertical weld HAZ, and the horizontal cylinder/knuckle weld
HAZ.

2-1
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3.0 INSPECTION EQUIPMENT DESCRIPTION

Crawler / Scanning Bridge Systems - The crawler is a remotely controlled device that delivers
the ultrasonic transducers to the tank walls. The crawler used during most P-scan imaging
weighs approximately 35 pounds and has dimensions (including its traveling bridge) of
approximately 2l inches wide by 18 inches long by 6 inches high. The traveling bridge on the
crawler can be outfitted with various ultrasonic transducer configurations (Figure 3-1).

Figure 3-1. P-scan Crawler System on Tank Mock-up

The crawler is deployed through a 24 inch annulus inspection riser using customized deployment
tools. The P-scan tank wall crawler attaches to the tank wall with two pairs of magnetic wheels.
As the crawler moves slowly forward the transducers glide from side-to-side over the tank wall
surface. Water couplant is continuously fed to all transducers at a rate needed to maintain an
acceptable signal.

Deployment Tools - A deployment tool was specifically designed to insert and retrieve each
scanning system into and out of the DST annular space. The scanner sits on a platform that is
manually lowered to the appropriate elevation. The platform has cables attached that can be
controlled to move the scanner platform into contact with the examination surface or to the
secondary tank floor. The scanner is then driven onto the surface or the tank floor. The
deployment tool is retracted until the scanner needs to be removed from the annular space.

P-scan - P-scan is the name of the computerized pulse-echo ultrasonic inspection system used
by the inspection vendor. The P-scan system is manufactured by Force Institute in Denmark. It
acquires data from zero and angle beam transducers mounted on the crawler, allows real-time
analysis, and records the data in electronic memory for post inspection analysis. Force Institute
has designated "P-scan mode" to represent the angle beam (flaw length) view and "T-scan

3-1
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mode" to represent the zero beam (thickness) view. T-scan mode is used for normal operation
and, if crack-like indications are detected, then the P-scan mode is employed.

During normal T-scan and P-scan operations, the waveforms of the reflected sound wave signals
for each transducer are displayed in the "A-scan monitoring mode". The displays are
continuously monitored (but not saved), and are primarily used to verify that the transducers are
functioning properly (e.g., there is proper probe contact, adequate water flowing, and correctly
operating transducer cables). When an indication is detected, the area is rescanned using the
"A-scan recording mode". The recorded A-scan waveforms are then reviewed off-line, serving
as an additional tool in the evaluation of the indication.

Overview Camera - This camera was deployed to observe the area immediately around the
inspection area and to aid crawler deployment in the annulus.

Side-view Camera - This camera and light system were installed in a riser adjacent to the
inspection riser to provide an overall view of the inspection process.

Data Acquisition Control Center - A pull-type trailer was used to house the crawler controls,
video monitors, and data collection and evaluation hardware. The trailer was located outside the
AN Tank Farm boundary fence.

3-2



RPP-RPT-24476, Rev. 0

4.0 UT INSPECTION DESCRIPTION

The following is the description of the data collection methodology:

Tank inspection was performed under Computerized History and Maintenance Planning System
(CHAMPS) work package number WFO-04-0147. All work steps, guidelines, procedures,
personnel responsibilities, and protocol for the inspection (Jensen 2005) were included in the
subject work package. The COGEMA Engineering procedure that establishes the methods,
equipment and requirements for the UT measurements and flaw detection is Automated
Ultrasonic Examination For Corrosion And Cracking, COGEMA-SVUT-INS-007.3
(Attachment 1).

P-scan Crawler for Tank Walls and Knuckle - A remotely controlled, steerable crawler was
used to deliver the P-scan UT transducers to the tank wall (Figure 3-1). The crawler was
deployed through the 24 inch diameter annulus inspection Riser Number 025 to perform the
vertical wall scans, the horizontal wall scans, and the vertical and horizontal weld scans.

The P-scan crawler inspects the primary tank wall using one dual-element 0° transducer to detect
wall thinning and corrosion pitting, and two 45° shear-wave transducers to detect cracking
transverse to the scanning direction. This examination setup is illustrated in the Figure 4-1
schematic.

Figure 4-1. Schematic of UT Setup for Vertical Wall Inspection

Top View (Transducers Only) Side View

I
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Direction Direction Direction
Direction 0 Y

X Y ^ X
i Bridge Fixture

'Tank

45° Angle-beam 0° Straight-beE
Transducers Transducer

Crack

Vertical Wall Inspection Setup - Uses two 45° Transducers and one 0° Transducer
(Inspect for Wall Thinning, Pitting and Axial Cracks)

Note that the examination of the welds and HAZ actually consist of angle beam examinations in
the HAZ. The welds are not directly examined since the physical configuration does not permit
transducer placement on the weld. This physical configuration is the weld crown. The DSTs
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were not designed or fabricated for in-service inspection, and therefore the weld crowns were not
prepared for examination.

To detect cracks parallel to the weld, a 60° shear-wave transducer was directed toward the weld
and a dual-element 0° transducer is also included to detect wall thinning and corrosion pitting
(Figure 4-2). The examination of the HAZ using 60° angle beams will provide some coverage
of the actual weld to the inside surface. For example, in a previous UT examination, a"la.ck of
fusion" in a weld was identified (Ultrasonic Inspection Results for Double-Shell Tank
241-AP-103, Jensen 2003a).

Figure 4-2. Schematic ofUT Setup for First Pass of Weld Inspections
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First Pass of Vertical and Horizontal Weld Inspection - Uses two 60° Transducers and tNvo

0° Transducers (Inspect for Wall Thinning, Pitting and HAZ Cracks Parallel to the Weld)

To detect cracks oriented perpendicular to welds, two opposing 45° shear-wave transducers were
directed parallel to the weld. Welds were examined from both sides of the weld crown
(Figure 4-3).
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Figure 4-3. Schematic of UT Setup for Second Pass of Weld Inspections

Top View (Transducers Only)
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Second Pass of Vertical and Horizontal Weld Inspection - Uses four

45° Transducers (Inspect for HAZ Cracks Perpendicular to the Weld)

Data and images from the P-scan system were returned to a nearby control center located outside

the tank farm fence. The control center contained the crawler controls, video monitors, and data

collection and evaluation software and hardware. The UT inspector continuously monitored the
signals for reportable indications.
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5.0 INDICATION REPORTING CRITERIA

COGEMA Engineering was required to report to the customer the following anomalies:

• Wall thinning that exceeded 10 percent of the nominal wall thickness
• Pit depths that exceeded 25 percent of the nominal wall thickness
• Cracks that exceeded 0.1 inch in depth

The reporting criteria is established to identify indications that should be tracked. This tracking
is to be used to determine if there is any active mechanism causing additional thinning, pit
growth, or crack growth, based on subsequent examinations on the eight to ten year examination
interval. The values are nominally 50% of the "acceptance criteria" established in Acceptance
Criteria for Non-Destructive Examination ofDouble-Shell Tanks (Jensen 1995) and
recommended in Guidelines for Development ofStructural Integrity Programs for DOE High-
Level Waste Storage Tanks (Bandyopadhyay et al. 1997).

For indications exceeding the "acceptance criteria", actions are initiated to evaluate the
operability of the DST (Jensen 2005) through the occurrence reporting process. Indications
exceeding the "reporting criteria" are reported to the CH2M HILL Project Engineer to be
documented in the inspection report (Jensen 2005).
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6.0 PERFORMANCE DEMONSTRATION TESTS

Prior to field use, COGEMA Engineering personnel satisfactorily completed a Performance
Demonstration Test (PDT). The test was conducted to qualify personnel, test procedures, and
ensure the equipment's ability to detect and size wall thinning, pits, and cracks in a series of test
plates with artificial defects. The performance demonstration test was performed on a tank
mock-up in the 306E Facility located in the Hanford Site 300 Area. This mock-up also
demonstrated the successful deployment and retrieval of the equipment.

The Pacific Northwest National Laboratory (PNNL) report, "Report on Performance
Demonstration Test - PDT, May 2000" (Attachment 3 of Ultrasonic Inspection Results of
Double-Shell Tank 241-AP-108, Jensen 2000b) provides the details of the complete evaluation of
the P-scan system PDT.
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7.0 TANK 241-AN-103 HISTORY

The 241-AN Tank Farm consists of seven DSTs located in the 200 East Area of the Hanford
Site. These underground tanks were built in 1980 and 1981, and are 75 feet in diameter with an
operating capacity of 1.16 million gallons.

Tank 241-AN-103 entered service in the first quarter of 1982, receiving raw water. The tank
received non-complexed waste from tank 241-SY-102 and water from miscellaneous sources
during the fourth quarter of 1982. Waste was sent to tank 241-AW-102 during the fourth quarter
of 1982 and the first quarter of 1983. Non-complexed waste from the 300 and 400 Areas was
sent to the tank during the third quarter of 1983.

In the third quarter of 1983 and 1984, the tank received liquid from the saltwell pumping of
several single-shell tanks in the 200 East and West Areas. The tank also received non-
complexed waste from B Plant cesium processing during the first quarter of 1984.

Non-complexed waste from tank 241-AN-104 and water from miscellaneous sources was sent to
the tank during the third quarter of 1984. Tank 241-AN-103 sent waste to tank 241-AN-101
during the fourth quarter of 1984. Tank 241-AN-103 exchanged non-complexed waste with tank
241-AW-102 during the first and fourth quarters of 1984 and the first quarter of 1986. No
further waste tran sfers have involved tank 241-AN-103 since the third quarter of 1986. Level
changes that have occurred since 1986 are due to water additions and slurry fluctuations caused
by gas generation within the waste (Tank Characterization Report for Double-Shell Tank
241-AN-103, Field, 1999).

Tank 241-AN-103 currently contains approximately 958,000 gallons of waste equivalent to
approximately 348 inches: 499,000 gallons of supernatant (181 inches), and 459,000 gallons of
sludge (167 inches). The tank is categorized as sound. (Waste Tank Summary Reportfor Month
Ending February 28, 2005, Naiknimbalkar 2005).

The waste level history since October 1981 is shown in Figure 7-1, based on data obtained from
the Tank Waste Information Network System (TWINS)'.

TWINS, htto://twins.i)nl.sov/twins.htm , queried 4/27/05 [Data Source: Measurements, SACS, Surface Level,

Tank Name AN-103, All Measurement Date values]
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Figure 7-1. Waste Level History of Double-Shell Tank 241-AN-103

241-AN-103 Tank Waste Levels

Jan-1980 Jan-1985 Jan-1990 Jan-1995 Jan-2000 Jan-2005

Years ( Service)

Since 1983, the minimum recorded waste level was approximately 12.3 inches (January 1983),
and the maximum recorded waste level was approximately 406 inches (October and
November 1984). During the nineteen year period between February 1986 and April 2005, the
waste level remained relatively constant, averaging 347 inches. Since 1990, the average waste
level has been 348 inches, its current level.

Since 1990, recorded temperatures of the tank have ranged from a maximum of 119°F
(January 1994) to a minimum of 62°F (February 2001), and have averaged 94°F. Since 2002,
Tank temperatures have averaged 91 °F. This is based on data obtained from the TWINS2.

2 TWINS, http://twins.pnl.gov/twins.htm , queried 4/27/05 [Data Source: Measurements, SACS, Tank Temperature
Readings, Tank Name AN-103, All Measurement Date values].
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8.0 GENERAI. REQUIREMENTS AND INSPECTION SCOPE

FY 2005 Contract Number 21186, Release 13, specifies that the contractor provide (among
others) the following deliverables to the Double-Shell Tank Integrity Project (DSTIP)
organization:

• The contractor shall provide AN-103 NDE Support and Data Analysis

The contractor shall prepare recommended engineering reports and studies as directed by
the DSTIP project leads

The areas on the primary tank that were identified for UT inspection in the engineering task plan
(Jensen 2005) and work package number WFO-04-0147 are described below.

Primary Tank Wall and Welds:

• A vertical strip (approximately 30 inches wide by 35 feet long) of the primary tank wall
between the upper haunch transition and the lower knuckle for pits, cracks, and wall
thinning. The vertical strip may be comprised of one or more strips whose total width is
30 inches.

• A horizontal strip (15 inches wide by 20 feet long) centered on the average elevation of
the liquid-air interface that existed for five years or longer.

• Twenty feet of the circumferential weld joining the cylinder to the lower knuckle, one
vertical weld joining the lowest shell course plates (about 10 feet of weld), and one
vertical weld joining the next to the lowest shell course plates (about 10 feet of weld). A
minimum of twenty (20) feet of vertical weld shall be examined.
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9.0 EQUIPMENT SETUP AT AN TANK FARM

Prior to performing the actual inspection, the shield plug was removed from the 24 inch
Riser 025, and a temporary cover and riser extension were secured to the riser. A portable
enclosure was installed near the riser to provide the means for deploying the UT equipment and
protecting the operators from the weather. An electric chain hoist, mounted to scaffolding
adjacent to the portable enclosure, was used for maneuvering the equipment into position. The
control center trailer was set up outside the AN Tank Farm's boundary fence, and the control
cables were run along the ground to the equipment located at the riser. The tank farm setup is
shown in Figure 9-1.

Figure 9-1. UT Equipment Installation at DST AN-103 4/4/05

Chain Hoist

^

Shield Plug
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10.0 INSPECTION RESULTS

Tank 241-AN-103 was fabricated from carbon steel plate. The primary tank's exterior surface
varies from mill scale to coatings of various degrees of rust caused by in-service corrosion of
carbon steel. A description of the plates is as follows with the location of the plates as shown in
Figure 10-1 (Tank Cross Section 241-ANTanks, Vitro Hanford 1979).

Primary Tank Upper Knuckle - Connects dome of tank to side-wall

Primary Tank Wall - Consists of (from top to bottom)
Plate #1 - approximately 7 feet 8 inch tall, 1/2 inch nominal thickness
Plate #2 - approximately 7 feet 8 inch tall, 1/2 inch nominal thickness
Plate #3 - approximately 7 feet 8 inch tall, 1/2 inch nominal thickness
Plate #4 - approximately 9 feet tall, 3/4 inch nominal thickness
Plate #5 - approximately 2 feet tall, 7/8 inch nominal thickness

Primary Tank Lower Knuckle - Approximately 7/8 inch nominal thickness. Connects
sidewall of tank to primary tank bottom.

Primary Tank Bottom - Connected to primary tank lower knuckle. The outer three feet is
approximately 7/8 inch nominal thickness, transitioning to 1/2 inch nominal thickness.

The P-scan crawler was deployed through the 24 inch diameter annulus inspection Riser 025 at
the north side of tank 241-AN-103 for examinations of the primary tank wall, vertical and
horizontal welds. All tank welds examined were in the "as-welded" condition. The various scan
paths for the crawlers are shown in Figure 10-1, along with other pertinent tank information.

The UT P-scan data were examined by COGEMA Engineering's Level III certified inspector and
by Limited Level II certified inspectors. The Limited Level II inspectors were "P-scan Limited",
indicating that they are qualified to collect and examine the P-scan data, but are not qualified to
interpret the data.
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Figure 10-1. Schematic of UT Scan Paths on North Side of Tank 241-AN-103 Wall (via Riser 025)
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The following pages contain tables that present summary and detailed wall thickness data, which
were derived from the COGEMA "Automated Ultrasonic Thickness Data Report Sheets". The
inspection data sheets, the transducer calibration sheets, the original tank wall and weld scan
map, and an interpretation of the data by an independent Level III certified NDE Inspector are
included in Attachment 2 for the P-scan data.

Tables 10-1 through 10-4 summarize the minimum wall thickness values obtained using the
P-scan system on the primary tank walls, which includes the liquid-air interface, and the vapor
space above the interface.

Tables 10-5 and 10-6 summarize the minimum wall thickness values obtained using the P-scan
system on the primary tank vertical welds and the primary tank lower knuckle weld.

Although the data are reported to three significant figures, the accuracy of the wall thickness
data, based on the results of the performance demonstration test, is 0.012 inch root-mean-square
(RMS).

Table 10-1. Summary of Primary Tank Wall Scan 1(via Riser 025)

Elevation of Wall Scan Design Measured Scan
Plate Description Wall Scan Distance Nominal Minimum Minimum %

(inches) ( inches) (inches) ( inches) of Nominal

419.4
Plate #1 to 90.4 0.500 0.486 97.2%

329

327
Plate #2 to 89.3 0.500 0.496 99.2%

237.7

235
Plate #3 to 89.4 0.500 0.489 97.8%

145.6

143
Plate #4 to 104.6 0.750 0.726 96.8%

38.4

35
Plate #5 to 21.2 0.875 0.846 96.7%

13.8

All scan widths were 15 inches.
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Table 10-2. Summary of Primary Tank Wall Scan 2 (via Riser 025)

Elevation of Wall Scan Design Measured Scan
Plate Description Wall Scan Distance Nominal Minimum Minimum %

(inches) (inches) ttl (inches) (inches) of Nominal

419.6
Plate #1 to 90.6 0.500 0.505 101.0%

329

327
Plate #2 to 89.3 0.500 0.502 100.4%

237.7

235
Plate #3 to 88.6 0.500 0.470 94.0%

146.4

143
Plate #4 to 104.6 0.750 0.721 96.1%

38.4

35
Plate #5 to 20.7 0.875 0.849 97.0%

14.3

(') All scan widths were 15 inches.

Table 10-3. Summary of Primary Tank Liquid-Air Interface Wall Scan (via Riser 025)

Elevation of
Wall Scan Design Measured Scan

Plate Description
Horizontal

Distance Nominal Minimum Minimum %
Wall Scan (inches) (inches) (inches) of Nominal
(inches)

335
Liquid-Air Interface

to 240.0 0.500 0.470
0

94.0%
Plate #1

355

(') Scan width was 17 inches.

Table 10-4. Summary of Primary Tank Vapor Space Above The Liquid-Air Interface Wall
Scan (via Riser 025)

Elevation of
Wall Scan Design Measured Scan

Plate Description
Horizontal

Distance Nominal Minimum Minimum %
Wall Scan

(inches) tt^ (inches) (inches) of Nominal
(inches)

Liquid-Air Interface
335 0
to 240.0 0.500 0.476 95.2%

Plate #1
355

(n Scan width was 15 to 17 inches.
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Table 10-5. Summary of Primary Tank Weld Scans (via Riser 025)

Elevation of Weld Scan Design Measured Scan
Weld Description Weld Scan Distance Nominal Minimum Minimum %

(inches) (inches) t't (inches) (inches) of Nominal

Vertical Weld
327

Plate #2
to 88.8 0.500 0.464 92.8%

238.2

235
Vertical Weld

Plate #3
to 88.9 0.500 0.455 91.0%

146.1

143
Vertical Weld

Plate #4
to 102.8 0.750 0.708 94.4%

40.2

Vertical Weld
35

Plate #5
to 21.2 0.875 0.848 96.9%

13.8

(') Scan widths were 11.4- 11.9 inches.

Table 10-6. Summary of Plate #5 / Knuckle Horizontal Weld Scans (via Riser 025)

Weld Description
Vertical

Location of

Weld Scan

Weld Scan
Distance

( inches) t't

Design
Nominal
(inches)

Measured
Minimum

(inches)

Scan
Minimum %

of Nominal

Horizontal Weld
From-1 in. to

5 in. above-5
Plate #5 to Knuckle

.
239.3 0.875 0.8292 94.7%,

Plate #5 /
Plate #5 Side

Knuckle Weld

Horizontal Weld
From-1 in. to

5 in. below-5Plate #5 to Knuckle,
.

239.3 0.875 0.886 101.3%
Knuckle Side

Plate #5 /
Knuckle Weld

t'l Scan widths were 9.7- 10.85 inches

Tables 10-7 through 10-16 contain the detailed data for the primary tank vertical wall scans as
presented in 12 inch long by 15 inch wide connecting scans. Table 10-17 contains the detailed
data for the Plate #1 liquid-air interface scan as presented in 12 inch long by 17 inch wide
connecting scans.
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Table 10-7. Primary Tank Vertical Wall Scan 1- Plate #1 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average MinimumWall Scan Wall Scan

(Data Sheets) (inches) (inches) (inches) (inches) (inches)

329 0-12 ttl 0.500 0.534 0.512

341 12 - 24 0.500 0.537 0.510

"
353 24 - 36 0.500 0.539 0.519

Scan Vert. Wall /
Plate 1" 365 36-48 0.500 0.539 0.513

(Page All. 2-3) 377 48 - 60 0.500 0.539 0.512

389 60 - 72 0.500 0.540 0.486

401 72 - 84 0.500 0.536 0.510

413 84 - 90.4 0.500 0.531 0.509

t^l Scan start was 1 inch above the centerline of the second horizontal weld (scanned from bottom of plate to top of plate),
and centerline of 24 inch Riser 025: Scan width was 15 inches.

Table 10-8. Primary Tank Vertical Wall Scan 1 - Plate #2 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average Minimum

Wall Scan Wall Scan
(Data Sheets) (inches) (inches) (inches) (inches) (inches)

327 0- 12 1^1 0.500 0.519 0.496

315 12 - 24 0.500 0.521 0.501

Scan 303 24 - 36 0.500 0.522 0.501

"Vert. Wall

"
291 36-48 0.500 0.522 0.500

Plate 2
279 48 - 60 0.500 0.522 0.497

(Page Att. 2-4)
267 60 - 72 0.500 0.522 0.500

255 72 - 84 0.500 0.521 0.499

243 84 - 89.3 0.500 0.521 0.499

Scan start was 1 inch below the centerline of the second horizontal weld, and centerline of 24 inch Riser 025;
Scan width was 15 inches.
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Table 10-9. Primary Tank Vertical Wall Scan 1 - Plate #3 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average Minimum

Wall Scan Wall Scan
Sheets)(Data (inches) (inches)

tnches
( )

tnches
( )

tnches
( )

235 0- 121^1 0.500 0.519 0.498

223 12 - 24 0.500 0.521 0.496

Scan 211 24 - 36 0.500 0.522 0.498

"Vert. Wall 199 36-48 0.500 0.523 0.501
Plate 3" 187 48 - 60 0.500 0.523 0.499

(Page Att. 2-5)
175 60 - 72 0.500 0.521 0.495

163 72 - 84 0.500 0.519 0.494

151 84 - 89.4 0.500 0.517 0.489

Scan start was I inch below the centerline of the third horizontal weld, and centerline of 24 inch Riser 025;
Scan width was 15 inches.

Table 10-10. Primary Tank Vertical Wall Scan 1- Plate #4 (via Riser 025)

Scan I.D.
Elevation of Vertical

Design Measured Measured
Number Start of Location of

Nominal Average Minimum
Wall Scan Wall Scan

Sheets)(Data (inches) ( inches)
lnches

( )
tnches

( )
tnches

( )

143 0-121'1 0.750 0.756 0.729

131 12 - 24 0.750 0.755 0.733

119 24 - 36 0.750 0.754 0.735
Scan 107 36-48 0.750 0.754 0.735

"V W ll /ter . a
Plate 4" 95 48 - 60 0.750 0.754 0.733

(Page Att. 2-6) 83 60 - 72 0.750 0.754 0.735

71 72 - 84 0.750 0.752 0.728

59 84 - 96 0.750 0.753 0.726

47 96-104.6 0.750 0.752 0.731

Scan start was I inch below the centerline of the fourth horizontal weld, and centerline of 24 inch Riser 025;
Scan width was 15 inches.
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Table 10-11. Primary Tank Vertical Wall Scan 1- Plate #5 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average Minimum

(Data Sheets)
Wall Scan Wall Scan

(inches) (inches) (inches)
(inches) (inches)

Scan "Vert. Wall 35 0- 12 (') 0.875 0.883 0.850
/ Plate 5"

(Page An. 2-7) 23 12 - 21.2 0.875 0.884 0.846

t^l Scan start was 1 inch below the centerline of the fifth horizontal weld, and centerline of 24 inch Riser 025;

Scan width was 15 inches.

Table 10-12. Primary Tank Vertical Wall Scan 2 - Plate #1 (via Riser 025)

Scan I.D.
Elevation of Vertical

Design Measured Measured
Number Start of Location of

Nominal Average Minimum

(Data Sheets)
Wall Scan Wall Scan (inches) (inches) (inches)
(inches) ( inches)

329 0- 12 1'1 0.500 0.539 0.524

341 12 - 24 0.500 0.541 0.524

353 24 - 36 0.500 0.543 0.522
Scan "Vert. Wall /

2"a/Plate I"
365 36-48 0.500 0.543 0.519

(Page An 2-13) 377 48 - 60 0.500 0.542 0.505
.

389 60 - 72 0.500 0.541 0.515

401 72 - 84 0.500 0.539 0.517

413 84-90.6 0.500 0.541 0.519

Scan start was I inch above the centerline of the second horizontal weld (scanned from bottom of plate to top of plate),

and 17 inches west of Scan l, centerline to centerline; Scan width was 15 inches.
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Table 10-13. Primary Tank Vertical Wall Scan 2- Plate #2 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average MinimumWall Scan Wall Scan

(Data Sheets) (inches) (inches) (inches) (inches) (inches)

327 0- 12 (t) 0.500 0.523 0.502

315 12 - 24 0.500 0.527 0.507

`
303 24 - 36 0.500 0.525 0.511

Scana Vert. Wall /
/2 Plate 2"

291 36-48 0.500 0.525 0.503

(Page Att . 2-14)
279 48 - 60 0.500 0.525 0.509

267 60 - 72 0.500 0.525 0.509

255 72 - 84 0.500 0.525 0.505

243 84 - 89.3 0.500 0.525 0.511

t^] Scan start was I inch below the centerline of the second horizontal weld, and 17 inches west of Scan 1, centerline to
centerline; Scan width was 15 inches.

Table 10-14. Primary Tank Vertical Wall Scan 2 - Plate #3 (via Riser 025)

Scan I.D.
Elevation of Vertical

Design Measured Measured
Number Start of Location of

Nominal Average Minimum
Wall Scan Wall Scan

(Data Sheets) (inches) (inches) (inches) (inches) (inches)

235 0-12 t^] 0.500 0.509 0.488

223 12 - 24 0.500 0.510 0.470

Scan "Vert. Wall / 211 24 - 36 0.500 0.513 0.491

2"a / Plate 3" 199 36 - 48 0,500 0.514 0.490

(Page Att. 2-15) 187 48 - 60 0.500 0.515 0.493

175 60 - 72 0.500 0.513 0.490

163 72 - 84 0.500 0.512 0.485

151 84 - 88.6 0.500 0.508 0.490

I^1 Scan start was I inch below the centerline of the third horizontal weld, and 17 inches west of Scan l, centerline to
centerline; Scan width was 15 inches.
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Table 10-15. Primary Tank Vertical Wall Scan 2 - Plate #4 (via Riser 025)

Scan I.D.
Number

(Data Sheets)

Elevation of
Start of

WallScan
(inches)

Vertical
Location of

Wall Scan

(inches)

Design
Nominal

(inches)

Measured
Average

(inches)

Measured
Minimum
(inches)

143 0- 12 t'1 0.750 0.757 0.728

131 12 - 24 0.750 0.758 0.733

119 24 - 36 0.750 0.756 0.732

Scan "Vert. Wall / 107 36-48 0.750 0.757 0.733

2"a / Plate 4" 95 48 - 60 0.750 0.756 0.721

(Page Att. 2-16) 83 60 - 72 0.750 0.756 0.726

71 72 - 84 0.750 0.755 0.723

59 84 - 96 0.750 0.756 0.727

47 96-104.6 0.750 0.756 0.726

0) Scan start was 1 inch below the centerline of the fourth horizontal weld, and 17 inches west of Scan 1, centerline to

centerline; Scan width was 15 inches.

Table 10-16. Primary Tank Vertical Wall Scan 2 - Plate #5 (via Riser 025)

Scan I.D.
Elevation of Vertical

Design Measured Measured

Number
Start of Location of

Nominal Average Minimum

(Data Sheets)
Wall Scan Wall Scan

tnches
( )

tnches
( )

tnches
( )( inches) (inches)

Scan "Vert. Wall / 35 0- 12 I'1 0.875 0.882 0.849
2"" / Pl 5"ta e

(Page Att. 2-17) 23 12 - 20.7 0.875 0.885 0.852

Scan start was 1 inch below the centerline of the fifth horizontal weld, and 17 inches west of Scan 1, centerline to

centerline; Scan width was 15 inches.
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Table 10-17. Primary Tank Wall Historical Liquid-Air Interface Scan - Plate #1
(via Riser 025)

Scan I.D. Elevation of Horizontal
Design Measured Measured

Number Horizontal Location of
Nominal Average Minimum

Wall Scan Wall Scan
Sheets)(Data (inches) (inches)

(inches) (inches) (inches)

0-12 tD 0.500 0.552 0.526

323 12 - 24 0.500 0.554 0.528
to

308
24 - 36 0.500 0.552 0.528

Scan 5 i h
36 - 48 0.500 0.551 0.521

( nc es to
"Liquid Air 20 inches 48 - 60 0.500 0.552 0.523
Interface /P' above 60 - 72 0.500 0.550 0.520

(Page Att 2-23) Plate #1 /
Plate #2

72 - 84 0.500 0.548 0.524

Horizontal 84 - 96 0.500 0.548 0.517

Weld) 96 -108 0.500 0.548 0.521

108 - 120 0.500 0.548 0.518

0- 12 12) 0.500 0.549 0.516

323 12 - 24 0.500 0.549 0.524

to 24 - 36 0.500 0.549 0.523
308

Scan 5 i h
36 - 48 0.500 0.549 0.510

nc( es to
"Liquid Air 20 inches 48 - 60 0.500 0.549 0.523
Interface / A" above 60 - 72 0.500 0.548 0.470
(Page An 2-24) Plate #1 /

72 _ 84 0.500 0.547 0.519
Plate #2

Horizontal 84 - 96 0.500 0.548 0.518

Weld) 96 -108 0.500 0.541 0.515

108 - 120 0.500 0.541 0.516

Start of scan east of 24 inch Riser 025; Scan width was 17 inches.

«1 Start of scan @ end of scan Liquid Air Interface; Scan width was 17 inches.
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Table 10-18. Primary Tank Wall Vapor Space Above The Historical Liquid-Air Interface
Scan - Plate #1 (via Riser 025)

Scan I.D.
Elevation of Horizontal

Design Measured Measured
Number Horizontal Location of

Nominal Average MinimumWall Scan Wall Scan
(Data Sheets) (inches) (inches) ( inches) ( inches) (inches)

0-12 t. 0.500 0.543 0.505

323 12 - 24 0.500 0.543 0.518
to

308
24 - 36 0.500 0.545 0.519

Scan 5 i h
36-48 0.500 0.543 0.519

( nc es to
"Liquid Air ° 20 inches 48 - 60 0.500 0.542 0.514
(Vapor Space) above 60 - 72 0.500 0.543 0.476
(Page Att 2-25) Plate #1 /

Plate #2
72 _ 84 0.500 0.541 0.485

Horizontal 84 - 96 0.500 0.539 0.511

Weld) 96 - 108 0.500 0.538 0.509

108 - 120 0.500 0.538 0.508

0- 12 t" 0.500 0.538 0.505

323 12 - 24 0.500 0.538 0.508
to

308
24-36 0.500 0.538 0.514

Scan 36 - 48 0.500 0.540 0.511
h t(5 i

` "
nc es o

Li uid Air / Aq 20 inches 48 - 60 0.500 0.539 0.505
(Vapor Space) above 60-72 0.500 0.539 0.509
(Page Att 2-26) Plate #1 / 72 - 84 0.500 0 538 0 508

Plate #2
. .

Horizontal 84 - 96 0.500 0.537 0.508

Weld) 96 - 108 0.500 0.537 0.508

108 - 120 0.500 0.532 0.506

(') Start of scan east of 24 inch Riser 025 @ east air line; Scan width was 15 to 17 inches.
(2) Start of scan @ end of scan Liquid Air Interface; Scan width was 17 inches.
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Table 10-19. Primary Tank Vertical Wall Weld Scan - Plate #2 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average MinimumWeld Scan Weld Scan

(Data Sheets) (inches) (inches)
(inches) (inches) (inches)

327 0- 12 (') 0.500 0.510 0.486

315 12 - 24 0.500 0.514 0.498

Scan
303 24 - 36 0.500 0.515 0.491

"Vert. Weld 291 36-48 0.500 0.517 0.491
Plate 2"

279 48 - 60 0.500 0.515 0.485
(Page All. 2-27)

267 60 - 72 0.500 0.516 0.500

255 72 - 84 0.500 0.516 0.499

243 84 - 88.8 0.500 0.517 0.464

(') Scan start was I inch below the centerline of the second horizontal weld; Scan width was 11.8 inches.

Table 10-20. Primary Tank Vertical Wall Weld Scan - Plate #3 (via Riser 025)

Scan I.D.
Elevation of Vertical

Design Measured Measured
Number Start of Location of

Nominal Average Minimum
Weld Scan Weld Scan

(Data Sheets) (inches) (inches)
(inches) (inches) ( inches)

235 0-12 i'1 0.500 0.505 0.476

223 12 - 24 0.500 0.509 0.474

Scan 211 24 - 36 0.500 0.505 0.462

"Vert. Weld/ 199 36-48 0.500 0.510 0.470
Plate 3" 187 48 - 60 0.500 0.500 0.455

(Page Att. 2-28)
175 60 - 72 0.500 0.501 0.458

163 72 - 84 0.500 0.502 0.459

151 84 - 88.9 0.500 0.505 0.460

(') Scan start was 1 inch below the centerline of the third horizontal weld; Scan width was 11.9 inches.
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Table 10-21. Primary Tank Vertical Wall Weld Scan - Plate #4 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average MinimumWeld Scan Weld Scan

(Data Sheets) (inches) (inches) (inches) (inches) (inches)

143 0- 12 tn 0.750 0.756 0.708

131 12 - 24 0.750 0.752 0.733

119 24 - 36 0.750 0.752 0.731
Scan 107 36-48 0.750 0.750 0 718

"Vert Weld
.

.
Plate 4" 95 48 - 60 0.750 0.753 0.731

(Page Au.2-29) 83 60 - 72 0.750 0.752 0.727

71 72 - 84 0.750 0.752 0.730

59 84 - 96 0.750 0.755 0.719

47 96-102.8 0.750 0.756
1 1

0.738

(') Scan start was 1 inch below the centerline of the fourth horizontal weld; Scan width was 11.5 inches.

Table 10-22. Primary Tank Vertical Wall Weld Scan - Plate #5 (via Riser 025)

Scan I.D. Elevation of Vertical
Design Measured Measured

Number Start of Location of
Nominal Average Minimum

Weld Scan Weld Scan
(Data Sheets)

(inches) (inches)
(inches) (inches) (inches)

Scan
"

35 0-12 t^^ 0.875 0.875 0 848Vert. Weld/ .

Plate 5"

(Page Att. 2-30)
23 12 - 21.2 0.875 0.875 0.850

(') Scan start was 1 inch below the centerline of the fifth horizontal weld; Scan width was 11.4 inches.
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Table 10-23. Primary Tank Horizontal Weld - Plate #5 to Knuckle Scan, Plate #5 Side
(via Riser 025)

Elevation of
Horizontal

Scan I.D.
Horizontal

Location of Design Measured Measured
Number

Weld Scan
Weld Scan, Nominal Average Minimum

Sheets)(Data (inches)
Plate #5 Side tnches( ) (inches) (inches)

(inches)

0- 12 tn 0.875 0.893 0.842

12 - 24 0.875 0.890 0.870

24 - 36 0.875 0.886 0.858

Scan From -1 in. to
36-48 0.875 0.887 0.856

"Horz. Weld / -5.4 in. above 48 - 60 0.875 0.887 0.857
Plate / Knuckle" Plate #5 /

ldK kl W
60 - 72 0.875 0.884 0.832

(PageAtt.2-39) nuc e e
72 - 84 0.875 0.886 0.861

84 - 96 0.875 0.883 0.849

96-108 0.875 0.881 0.859

108 - 120 0.875 0.881 0.859

Scan 0- 12 0.875 0.885 0 863
From -I in to

.
"Horz Weld / ..
Plate / Knuckle -5.4 in. above 12 -24 0.875 0.883 0.858

A" Plate #5 / 24 - 36 0.875 0.883 0.851
Knuckle Weld

(Page Att. 2-40) 36 - 47.8 0.875 0.884 0.842

0- 12 131 0.875 0.870 0.851

Scan 12 - 24 0.875 0 868 0 843
" From--1 in to

. .
Horz. Weld .

Plate / Knuckle "5.4 in. above 24 - 36 0.875 0.866 0.829

B" Plate #5 / 36-48 0.875 0.869 0.850
Knuckle Weld

(Page Att. 2-41) 48 - 60 0.875 0.867 0.849

11 60 - 71.5 0.875 0.869 0.848

(n Start of scan @ east air line, east of 24 inch riser; Scan width was 10.85 inches.
(2) Start of scan @ end of previous scan, Horiz. Weld / Plate / Knuckle; Scan width was 10.8 inches.

(3) Start of scan (^a, west of weld attachment, west of 24 inch riser; Scan width was 9.7 inches
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Table 10-24. Primary Tank Horizontal Weld - Plate #5 to Knuckle Scan, Knuckle Side
(via Riser 025)

Horizontal
Scan I.D.

Elevation of
Location of Design Measured Measured

Number Horizontal
Weld Scan, Nominal Average MinimumWeld Scan

Sheets)(Data Plate #5 Side tnches
( )

rnches
( ) rnches( )(inches)

(inches)

0- 12 ttl 0.875 0.939 0.912

12 - 24 0.875 0.936 0.901

24 - 36 0.875 0.940 0.920

Scan From -1 in to
36 - 48 0.875 0.940 0.920

"Horiz. Weld /
.

-5.4 in. below 48 - 60 0.875 0.939 0.906
Plate / Knuckle" Plate #5 /

kl ldK W
60 - 72 0.875 0.940 0.924

(Page An. 2-42) nuc e e
72 - 84 0.875 0.937 0.914

84 - 96 0.875 0.939 0.914

96 -108 0.875 0.930 0.894

108 -120 0.875 0.935 0.912

Scan 0-12 t2l 0.875 0.939 0 913
From-1 in to

.
"Horiz Weld / ..
Plate / Knuckle -5.4 in. below 12 - 24 0.875 0.931 0.896

A„ Plate #5 / 24 - 36 0.875 0.931
-

0.914
Knuckle Weld

(PageAtt.2-43) 36-47.8 0.875 0.931 0.916

0- 12 13) 0.875 0.915 0.886

Scan
" From -1 in to

12 - 24 0.875 0.937 0.895
Horiz. Weld / .

Plate / Knuckle -5.4 in. below 24 - 36 0.875 0.931 0.901

B" Plate #5 / 36-48 0.875 0.931 0.892
Knuckle Weld

(Page Att. 2-44) 48 - 60 0.875 0.931 0.910

60 - 71.5 0.875 0.931 0.902

Start of scan @ east air line, east of 24 inch riser; Scan width was 10.8 inches.

Start of scan @ end of previous scan, Horiz. Weld / Plate / Knuckle; Scan width was 10.8 inches.
^3) Start of scan @ west of weld attachment, west of 24 inch riser; Scan width was 9.7 inches
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11.0 EVALUATION OF INSPECTION RESULTS

The results from the inspection of tank 241-AN-103 are evaluated and compared with results of
all other tank ultrasonic inspections.

11.1 TANK 241-AN-103 UT DATA EVALUATION

The UT P-scan data were interpreted by J.B. Elder an independent Level III certified NDE
inspector. The P-scan data were also examined by W.H. Nelson, COGEMA Engineering's Level
III certified inspector. Mr. Nelson independently evaluated the P-scan raw data and concurred
with Mr. Elder's interpretation (Attachment 2). The P-scan data have also been evaluated by
PNNL as a third party review. Their results and conclusions were found to be consistent with
those described in this report. Their P-scan data review is Ultrasonic Examination ofDouble-
Shell Tank 241-AN-103 - Examination Completed June 2005, PNNL report number PNNL-
15280, Rev. 0 (Attachment 3).

The results of the tank 241-AN-103 UT inspections indicated no reportable wall thinning, no
pit-like indications, and no cracking in any of the areas examined. Figure 11-1 illustrates all of
the "as-found" average wall thickness measurements of the primary tank vertical wall scans
generated from the P-scan Inspection Data Sheets (Attachment 2). Each measurement plotted on
Figure 11-1 is the average of all data collected over a 12 inch long by 15 inch wide scan area.
Areas of interest for tank 241-AN-103 are the vapor space above the liquid waste, the historical
liquid-vapor interface (approximately 28.9 feet or 347 inches), and the liquid region.

The overall average wall thickness measurements for the walls and weld HAZs are tabulated in
Table 11-1. The UT data show that the primary tank average wall thickness values exceed the
nominal values specified in the design documents. The UT data, when compared to construction
specifications, drawings, standards, and codes (241-AN Double-Shell Tanks Integrity Assessment
Report, Jensen 1999), reveal that the as-found condition of the tank plates and welds are all
within the allowable design limits. A summary of the results associated with the areas examined
is presented below.

Primary Tank Wall: Two parallel strips, each -35 foot long and 15 inches wide, encompassing
Plate #1 through Plate #5 were examined. The average ((scan 1+ scan 2)/2) plate wall
thicknesses ranged from 100.7% of nominal (plate #4), to 107.8% of nominal (plate #1). The
overall average plate wall thickness (of the 5 plates) was 103.5% of nominal. The average ((scan
1+ scan 2)!2) minimum wall thickness values detected ranged from 97.1% of nominal (Plate #5)
to 102.7% of nominal (Plate #1). The overall average minimum plate wall thickness was 99.2%
of nominal. Of the 12 inch long vertical wall plate scans yielding minimums falling below the
nominal values, the greatest thickness deviation was 6.0% below the nominal (Plate #3, Scan 2).
No reportable wall thinning, pitting indications or crack-like indications were found.
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Figure 11-1. Scan Data Average Wall Thickness Compared to Nominal Plate Thickness
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Table 11-1. Average Tank Wall Thickness Values

S Scan 1 Scan 2 Average Nominal
Average

can
Description

Scan
Location

Average Average Thickness Thickness
minus

Nominal
(inches) (inches) (inches) (inches)

(inches)

Plate #1 0.5369 0.5411 0.5390 0.500 + 0.039

Vertical Plate #2 0.5213 0.5250 0.5231 0.500 + 0.023

Wall
t^l

Plate #3 0.5206 0.5118 0.5162 0.500 +0.016
Scans Plate #4 0.7538 0.7563 0.7551 0.750 + 0.005

Plate #5 0.8835 0.8835 0.8835 0.875 + 0.008

Liquid / Air
Plate #1 0.5487 n/a (2) 0.5487 0.500 + 0 049

Interface
.

Vapor Space
Above

Liquid/Air Plate #1 0.5396 n/a 0.5396 0.500 + 0.040
Interface

Plate #2 0.5150 n/a 0.5150 0.500 + 0.015

Vertical Plate #3 0.5046 n/a 0.5046 0.500 +0.005

Welds Plate #4 0.7531 n/a 0.7531 0.750 0.003

Plate #5 0.8750 n/a 0.8750 0.875 0.000

Primary Plate #5
0.8801 n/a 0.8801 0.875 + 0 005

Lower Side
.

Knuckle ^uckle
Weld Side

0.9342 n/a 0.9342 0.875 + 0.059

Scan I and Scan 2 were on the same plate, unless otherwise noted.

n/a - not applicable (only one scan performed)

Note: The average vertical wall thickness values as shown in figure 11-1, and as shown in table
11-1, reveal a difference of 0.009 inches between scan 1 and scan 2 for plate #3. The
precision of these measurements was influenced by significant surface roughness
encountered on plate #3.

Since surface roughness contributes to the acoustic properties of the material being
tested, a non-uniform surface can cause "chattering" as the transducer travels over rough
surfaces. Transducer chattering can cause variations in the thickness of the couplant layer
beneath the transducers. And since the couplant layer is a component of the wall
thickness measurement (which is compensated for during calibration), a uniform couplant
thickness is necessary for maximum accuracy. Also, transducer wear, and calibration
variables attributed to the use of different operators, affect measurement repeatability.
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Therefore, couplant thickness variations, transducer wear, and operator variables all
contribute to the precision of the wall thickness measurements.

Primary Tank Wall Historical Liquid-Air Interface: A horizontal strip (20 feet long by
17 inches wide) encompassing the Plate #1 historical liquid-air interface (347 inch level) was
examined. The average wall thickness detected during the liquid-air scan was 109.7% of
nominal, in good agreement with the 107.8% reported above for the plate #1 vertical wall scan.
The average minimum plate thickness value detected was 103.6% of nominal, in good
agreement with the 102.7% reported above for the plate #1 vertical wall scan. Of the 12 inch
long horizontal interface scans yielding minimums falling below the nominal (0.500 inches), the
greatest deviation was 6.0% below nominal. No reportable thinning, pitting indications, or
crack-like indications were found.

Primary Tank Vapor Space: A horizontal strip (20 feet long by 15-17 inches wide) above the
historical liquid-air interface was examined. The average wall thickness detected during the
vapor space scan was 107.9% of nominal, also in good agreement with the 107.8% reported
above for the plate #1 vertical wall scan. The average minimum plate thickness value detected
was 101.5% of nominal, in good agreement with the 102.7% reported above for the plate #1
vertical wall scan. Of the 12 inch long horizontal vapor space scans yielding minimums falling
below the nominal (0.500 inches), the greatest deviation was 4.8% below the nominal. No
reportable thinning, pitting indications or crack-like indications were found.

Primary Tank Vertical Welds: One vertical weld in each of the four plates #2 through #5 was
examined. The average thicknesses of the plate walls adjacent to the welds ranged from
equivalent to the nominal plate thickness (plate #5 HAZ), to 103.0% of nominal (plate #2 HAZ).
The overall average thickness of the four vertical weld HAZs was 101.1 % of the nominal plate
thickness values. The average minimum thickness of the plate walls adjacent to the welds ranged
from 92.9% of nominal (Plate #3 HAZ) to 97.9% of nominal (Plate #2 HAZ). The overall
average minimum thickness of the four vertical weld HAZs was 96.2% of nominal. Of the 12
inch long vertical weld scans yielding minimums falling below the nominal, the greatest
deviation was 9.0% below nominal (Plate #3 HAZ). No crack-like indications were found.
There were also no reportable wall thinning or pitting indications found.

Primary Tank Knuckle-to-Shell Weld: A 19.9 foot long region of the horizontal knuckle-to-
shell weld was examined. No crack-like indications were found. There were also no reportable
wall thinning or pitting indications found. The average thickness of the horizontal knuckle-to-
plate#5 weld HAZ ranged from 100.6% of nominal (plate-side scan), to 106.8% of nominal
(Knuckle-side scan). The overall average thickness of the horizontal weld HAZ was 103.7% of
nominal. The average minimum thickness of the horizontal weld HAZ ranged from 97.3% of
nominal for the plate-side scan, to 103.7% of nominal for the knuckle-side scan. The overall
average minimum thickness of the horizontal weld HAZ was 100.5% of nominal. Of the 12 inch
long horizontal weld scans yielding minimums falling below the nominal, the greatest deviation
was 5.3% below nominal (plate-side scan).
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11.2 DST ULTRASONIC INSPECTION DATA RESULTS COMPARISON

The following Tables 11-2 and 11-3 provide a summary of primary tank vertical wall inspection
results and a comparison of primary tank wall thinning.

Table 11-2 reports the inspection results chronologically according to fiscal year (October 1
through September 30).

Table 11-2. Double-Shell Tanks Chronological Inspection Results Findings

Inspection Reportable
Reportable Plate Reportable Plate

Reportable Weld
Tank Year Plate Crack

Pitting Thinning
Thinning, Pitting

(FY) Indication or Cracking

AW-103 1997 None None None None

AN-107 1998 None None None None

AN-106 1999 None None None None

AN-105 1999 None None Two very minute areas of None

a plate (20% maximum
reduction in thickness)

AZ-l01 1999 None None One area of a plate None

(11.4% maximum
reduction in thickness)

AY-102 1999 None None None None

AP-107 2000 None None None None

AP-108 2000 None None Two minute areas of a None rol
plate (13.8% maximum
reduction in thickness).

AW-101 2001 None None A pit like indication in a None
very minute area of a
plate (16% maximum
reduction in thickness).

AW-l05 2001 None None None None

AY-101 2001 None Pit-like indication Some pit-like indications Three areas of 10%
at historical identified as thinning wall thinning in

liquid-air interface vertical welds

AN-102 2001 None None One minute area of a plate None
(I I % maximum reduction

in thickness)

AN-101 2002 None None One small area of a plate Four local areas near
(12 % maximum vertical welds (14%

reduction in thickness) maximum reduction
in thickness)

(Cont. on next page)
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Table 11-2. (Cont.) Double-Shell Tanks Chronological Inspection Results Findings

Inspection Reportable
Reportable Plate Reportable Plate

Reportable Weld
Tank Year Plate Crack

Pitting Thinning
Thinning, Pitting

(]?Y) Indication or Cracking

AW-106 2002 None None One small area 10.4% maximum
reduction in

thickness

AY-101 2002 Not None 72 areas of >10% wall Not Investigated
Investigated thinning, most in the

historical liquid-air
interface in Plate #2

(20.2% maximum
reduction in thickness)

AW-104 2002 None None None None

AW-102 2002 & None None None None
2003 t`'

AN-105 2002 None None None Not Investigated

AP-101 2003 None None None None

AP-105 2003 None None None None

AP-103 2003 None None None None (d)

A^102 2003 None None Six small areas in the Three small areas of
vicinity of the liquid-air wall thinning near

interface in Plate #2 the Plate #1 vertical
(13.2% to 17.8% weld (10.9% to

maximum reduction in 16.8% maximum

thickness) reduction in

thickness)

SY-103 2004 None None Six small areas in the None
Plate #1 Vapor Space

(10.4% to 12.8%
maximum reduction

in thickness)

SY-101 2004 None None Numerous areas in the Numerous areas in
vicinity of the historical Plate #1 and two
liquid-air interface on areas in Plate #2

Plate#1 (10.4% to 18.4% (10.6% to 17.3%
maximum reduction maximum reduction

in thickness) in thickness)

SY-102 2004 None None Numerous areas in One small area in
Plate #1 (10.1% to 12.5% Plate #1 (10.7%
maximum reduction maximum reduction

in thickness) in thickness)

(Cont. on next page)
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Table 11-2. (Cont.) Double-Shell Tanks Chronological Inspection Results Findings

Inspection Reportable
Reportable Plate Reportable Plate

Reportable Weld
Tank Year Plate Crack

Pitting Thinninging
Pitting

(FY) Indication or Cracking

AP-104 2004 None None None None

AP-106 2005 None None None None

AP-104 2005 Not None None Not Investigated
Investigated

AP-102 2005 None None Two areas of plate #2 Five areas of
(14% maximum reduction thinning in the HAZ

in Thickness). of plate #4 (13%
maximum reduction

in thickness).

AN-103 2005 None None None None

1'1 Based on a review of the tank 241-AN-105 data gathering technique in FY 1999, prompted by the FY 2002 results, the
FY 1999 wall thinning data is considered questionable.

(b) Although below reporting criteria at the time, one linear crack-like indication 6 inch long by 0.142 inch deep in a nominal
0.750 inch thick plate was observed. Subsequent examination of tank 241-AP-108 in FY 2002 revealed no change in size.

Primary knuckle examination using T-SAFT conducted in FY 2003.

td) One linear crack-like indication 2.92 inches long in the weld heat-affected zone of a nominal 0.875 inch thick plate was
detected. A follow-up inspection determined that the indication is a small area of incomplete fusion that is not open to either
surface of the tank.

t`t Primary tank upper knuckle examination only.

The inspection results in Table 11-2 show that the overall condition of the inspected tanks is
satisfactory. Wall thickness data gathered from ultrasonic examination of twenty-seven DSTs
were compared to evaluate the degree of wall thinning that may have occurred among the tanks
examined. These wall thickness data do not allow a direct calculation of wall thinning, since no
measurements were made of original plate thicknesses at the time of construction. However,
wall thickness data from ultrasonic testing may be compared to the specified nominal plate
thickness.

Table 11-3 provides a summary of wall thinning, defined as nominal plate thickness minus
average minimum plate thickness3, by nominal plate size, and by DST examined. The data used
the minimum wall thickness in each scanning area (generally 12 inches by 15 inches) from the
vertical wall scans and then calculated the average for each plate using the minimum thickness
values. The negative values in the table indicate where the average of all minimum values of
plate thickness exceeds nominal plate thickness. The Table also provides the calculated average
wall thinning and associated standard deviation by DST examined for all nominal plate
thicknesses, and by nominal plate thickness for all DSTs examined.

Tank 241-AN-103 did not exhibit any significant thinning.

Average minimum plate thickness is defined as the average of all the minimum measured thicknesses for each
scanning area ( generally 12 inches by 15 inches) for a given plate size and DST.
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Table 11-3. Tank Wall Thinning By Nominal Plate Size

DST
FY Wall Thinning* By Nominal Plate Size (Inches)

Examined 0.375" 0.500" 0.5625" 0.750" 0.875" AVG STD DEV

AN-101 2002 n/a 0.008 n/a 0.027 0.015 0.013 0.014

AN-102 2001 n/a 0.004 n/a 0.003 0.005 0.004 0.016

AN-103 2005 n/a -0.003 n/a 0.020 0.026 0.005 0.015

AN-105 1999 n/a 0.026 n/a 0.007 0.001 0.019 0.032

AN-105 2002 n/a 0.015 n/a n/exam. n/exam. 0.015 0.021

AN-106 1999 n/a 0.006 n/a 0.015 0.012 0.009 0.009

AN-107 1998 n/a -0.018 n/a -0.015 0.013 -0.016 0.017

AP-101 2003 n/a -0.008 -0.003 -0.002 0.010 -0.004 0.008

AP-102 2005 n/a 0.029 0.056 0.040 0.065 0.040 0.024

AP-103 2003 n/a 0.008 -0.004 -0.009 0.007 0.000 0.012

AP-104 2004 n/a -0.006 -0.016 -0.016 0.011 -0.010 0.014

AP-105 2003 n/a 0.004 -0.006 -0.002 0.010 0.000 0.009

AP-106 2005 n/a -0.007 0.006 -0.012 0.012 -0.004 0.012

AP-107 2000 n/a -0.011 -0.012 -0.017 -0.013 -0.013 0.008

AP-108 2000 n/a -0.017 -0.012 -0.011 -0.005 -0.014 0.016

AW-101 2001 n/a 0.008 n/a 0.014 0.020 0.010 0.013

AW-102 2002 n/a -0.019 n/a -0.006 0.008 -0.014 0.012

AW-103 1997 n/a -0.010 n/a -0.005 0.004 -0.007 0.008

AW-104 2002 n/a -0.036 n/a -0.031 -0.007 -0.033 0.011

AW-105 2001 n/a 0.000 n/a 0.008 -0.003 0.002 0.018

AW-106 2002 n/a -0.004 n/a 0.015 0.000 0.001 0.016

AY-101 2001 -0.011 0.030 n/a 0.018 0.012 0.030 0.029

AY-102 1999 -0.021 0.001 n/a 0.008 n/a 0.000 0.012

AZ-101 1999 0.021 0.027 n/a 0.020 0.003 0.024 0.011

AZ-102 2003 0.017 0.007 n/a -0.011 -0.004 0.002 0.019

SY-101 2004 0.056 0.009 n/a 0.026 -0.030 0.015 0.020

SY-102 2004 0.042 0.007 n/a 0.009 0.031 0.012 0.014

SY-103 2004 0.041 0.008 n/a 0.019 -0.022 0.012 0.015

AVG: 0.021 0.002 0.001 0.005 0.007

STD DEV: 0.028 0.022 0.023 0.020 0.020

* Thinning = nominal plate size - minimum thickness

n/a - not applicable; n/exam. - not examined
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12.0 FINDINGS, CONCLUSIONS, AND RECOMMENDATIONS

The findings, conclusions, and recommendations from the UT inspection of DST 241-AN-103
are listed below.

Primary Tank Walls

No reportable wall thinning was detected in any of the areas examined. The primary wall
vertical scans yielded overall average ((scan 1+ scan 2)/2) wall thickness values that
ranged from 100.7% of nominal (plate# 4), to 107.8% of nominal (plate# 1). The overall
average ((scan 1 + scan 2)/2) minimum wall thickness values ranged from 97.1 % of
nominal (Plate #5) to 102.7% of nominal (Plate #1). Of the 12 inch long vertical wall
plate scans yielding minimums falling below the nominal values, the greatest deviation
was 6.0% below the nominal (Plate #3, Scan 2).

• Neither reportable pitting indications nor any crack-like indications were detected in any
of the vertical wall plates.

Liquid / Air Interface and Vapor Space (Above the Liquid / Air Interface)

• There were no areas of reportable wall thinning, cracking, or pit-like indications detected
during the primary tank horizontal wall scan of the historical liquid-air interface, nor
were there any areas of reportable wall thinning, cracking, or pit-like indications detected
during the primary tank horizontal wall scan of the vapor space above the historical
liquid-air interface.

The overall average horizontal wall scan thickness values detected ranged from 107.9%
of nominal (vapor-space scan), to 109.7% of nominal (liquid-air scan). The average
minimum horizontal wall thickness values detected ranged were 101.5% of nominal for
the vapor space scan, and 103.6% of nominal for the Liquid-Air Interface Scan. Of the 12
inch long horizontal wall plate scans yielding minimums falling below the nominal value
(0.500 inches), the greatest deviation was 6.0% below the nominal for the liquid-air scan,
and 4.8% below the nominal for the vapor space scan.

Primary Tank Welds

• No crack-like indications were detected in any of the weld HAZ.

No reportable wall thinning or reportable pitting indications were detected in any of the
weld HAZ. The primary tank vertical weld scans (plate #2 through #5) and the knuckle-
to-shell horizontal weld scan (plate #5 to lower knuckle) yielded overall average wall
thickness values that were 101. 1% of nominal for the vertical walls HAZ, and 103.7% of
nominal for the horizontal knuckle/plate weld HAZ. The overall average minimum weld
HAZ thickness value detected was 96.2% of nominal for the vertical welds HAZ, and
100.5% of nominal for the horizontal weld HAZ. Of the 12 inch long HAZ scans yielding
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minimums falling below the nominal values, the greatest deviation was 9.0% below
nominal (plate #3) for the vertical welds HAZ, and 5.3% of nominal (plate-side scan) for
the horizontal weld HAZ.

Conclusions

• Based on the results of this examination (no reportable indications), the material
condition of DST AN-103 is satisfactory for continued operation.

Recommendations

According to a recent Tank Integrity Assessment Project DST Lifecycle Schedule, tank
241-AN-103 is scheduled for its second, standard UT examination in about eight years.
Based on the results of this UT examination, it is recommended that this schedule be
maintained - there is no reason to perform any near-term follow-up inspections on this
tank. Following the second UT examination, inspection parameters such as wall thinning
rates can be calculated and used to better quantify and evaluate any continual wall
thinning or degradation.

A visual examination of tank 241-AN-103 is scheduled in FY 2009 that will include
visually examining the internal primary tank wall.
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AUTOMATED ULTRASONIC EXAMINATION FOR CORROSION AND CRACKING

1.0 PURPOSE

This procedure establishes the method, equipment, and requirements for automated, direct
contact, ultrasonic test (UT) straight-beam, thickness measurements, angle beam flaw detection,
and sizing, in carbon steel waste storage tanks utilizing the "P-scan" ultrasonic imaging system.

2.0 SCOPE

2.1 Requirements

The requirements herein are applicable to weld inspection, crack detection, sizing, wall
thickness measurement, and the detection of wall thinning conditions, such as pitting,
erosion, and corrosion in double shell tanks from 0.100 inches to 1.0 inch in thickness.
At least one side must be accessible and the component surface to be measured must be
parallel with the opposite surface. The requirements are also applicable to the automated
UT detection and depth sizing of surface connected planar flaws.

2.2 Scanning

Scanning is performed using remotely controlled automatic scanners.

2.3 Examinations

Examinations shall be performed from inside the annulus of the double shell tanks.

2.4 Instructions

This procedure provides the instructions for the use of Tip Diffraction Techniques
including the Absolute Arrival Time Technique (AATT), and the Relative Arrival Time
Technique (RATT), for the sizing of planar flaws.

2.5 Methodology

The methodology in this procedure meets the requirements as addressed in Reference 4.1
as applicable to meet the requirements for inspection of double shell tanks.

3.0 RESPONSIBILITIES

Only certified Level II or Level III ultrasonic examiners shall interpret data to determine whether
it represents relevant or non-relevant indication in accordance with the applicable specification.
Level III ultrasonic examiners shall review all data collected prior to issuing a final report.
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4.0 REFERENCES

4.1 ASME Boiler & Pressure Vessel Code, Section V, Article 4, 1995 Edition.

4.2 COGEMA SV-CP-PRC-014, Qualifcation and Certifzcation OF NDE Personnel.

4.3 COGEMA SVAD-PRC-001, Nondestructive Examination Administrative
Procedure.

4.4 COGEMA SVUT-PRC-007, Ultrasonic Examination Procedure.

4.5 FORCE Institutes, P-scan System 4 Instruction Manual

5.0 PERSONNEL REQUIREMENTS

5.1 Personnel Qualifications

Personnel performing or supervising data acquisition or performing data analysis to
the requirements of this procedure shall be qualified and certified to at least level II in
ultrasonics in accordance with reference 4.2 or equivalent. In addition, they shall be
trained in techniques for sizing stress corrosion cracking/planar flaws.

5.2 Certification Level

Personnel performing review for final acceptance of examination data shall be certified to
at least level II in ultrasonics in accordance with reference 4.2 or equivalent.

5.3 Support Personnel

Personnel, whose responsibilities are limited to set-up, tear down, and track or scanner
operation need not be certified. Such personnel shall possess sufficient knowledge of the
equipment to satisfy the Level III examiner.

6.0 EQUIPMENT

6.1 Ultrasonic Instrument/Examination System

The P-scan computerized pulse-echo ultrasonic inspection system shall be used. The
system shall be equipped with a stepped gain control in units of 1dB with a dynamic
range of at least 115 dB, capable of generating and receiving frequencies in the range of
0.5 to 15 MHz. The following components may be used:
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PS-4 P-scan processor

Analysis computer Off-line data analysis with P-scan analysis software

Digital Controller, WSC-2S, or
other approved scan controller

Automatic scanner controller

AWS-5, AWS5-D, RUTI* Automatic P-scan scanner

Pump Couplant pump for P-scan system

*Remote Ultrasonic Test Instrument (RUTI) system

6.2 Transducers

Straight-beam and angle-beam transducers with single or dual elements, with or without
delay tips, may be used, provided they can be attached to and manipulated by the scanner,
and can be adequately coupled to the test item with a resultant backwall signal response
of at least a 2 to 1 signal-to-noise ratio. Sizes and frequencies shall be as specified for the
following applications:

6.2.1 For high sensitivity applications such as the detection of pitting, erosion or
corrosion, transducer sizes in the range of 1/4 inch to 1/2 inch, with a
frequency in the range of 4.0 to 10 MHz, shall be used.

6.2.2 For weld inspection, detection and sizing of planar flaws that are open to
the surface, angle beam transducers with a nominal angle of 45°, with an
element size in the range of 1/4 inch to 1/2 inch, and with a frequency in
the range of 4.0 to 10 MHz, shall be used. Where interference from weld
geometry prevents examination of the required volume with a 45°
transducer, a 60° angle may be substituted.

6.2.3 Transducers of other angles, element sizes, modes of propagation, or
frequencies outside the above ranges may be used to suit other required
examination techniques.

6.3 Cables

6.3.1 Cables of any compatible type and number of connectors may be used for
examination. The length shall be limited to 400 feet, or less where signal
degradation occurs. The same cables shall be used for calibration and
examination.

6.3.2 The scanner control cable for analog scanners shall be limited to 330 feet
maximum. Digitally controlled scanners shall have a maximum cable
length as stipulated by the manufacture's recommendation.
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6.4 Couplant

6.4.1 Site approved water should be used as couplant for the examination.

6.4.2 Couplant application should be accomplished by means of an automatic
couplant delivery system whenever possible. Care should be taken to use
only as much water as required, as excess water in the annulus is
undesirable.

6.5 User Calibration Blocks

6.5.1 For general thickness measurements, or the detection of pitting, erosion, or
corrosion, user calibration blocks shall be made of an acoustically similar
material as that being measured. A standard step block with 0.1 inch or
greater increments encompassing the nominal thickness to be measured
shall be used.

6.5.2 For weld inspection, crack detection and sizing measurements, user
calibration blocks shall be made of an acoustically similar material as that
being measured. A standard notched block with 0.1 inch or greater
increments encompassing the nominal thickness to be measured shall be
used.

6.6 Reference Blocks

Reference blocks (e.g., Rompas, 11W, DSC) utilized for beam angle exit point
determination or screen width calibration shall be of similar material composition as the
component under examination.

6.7 Pulse Repetition Rate

The repetition rates are set at rates such that signal wrap-around does not occur. In
addition, the rates are sufficient to pulse the transducer at least six times within the time
necessary to move one-half the transducer dimension parallel to the scan direction at
maximum scanning speed.
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7.0 CALIBRATION

7.1 Verification of Instrument Linearity

Instrument alignment verification for screen height and amplitude control should be
performed within three (3) months prior to use of the instrument or at the beginning and
end of each outage period, whichever is less. Instrument linearity verification is
independent of transducer or scanner characteristics. Verification with one
transducer/scanner combination is valid for any other combination. The due date for
alignment verification shall be recorded on the calibration sheet.

7.2 System Parameters

The system parameters used for calibration and examination should be established as
outlined in Reference 4.5 as required. The system should be operated in the T-SCAN
program for thickness mapping and zero degree inspection and in the P-SCAN program
for crack detection, weld inspection and/or additional evaluation.

7.3 General Requirements

7.3.1 Calibration shall include the complete ultrasonic examination system .
Any change in transducers, wedges, couplants, cables, instruments,
recording devices, scanners, power source, personnel, or any other parts of
the examination system shall be cause for system calibration check.

7.3.2 If a secondary ultrasonic system is to be used, it must be calibrated before
the inspection is started and not removed from the examination system
during the inspection or recalibration will be required.

7.3.3 System calibration checks and final calibration for instrument sensitivity
and sweep range shall be performed on the same block used for initial
calibration using at least one reflector. These checks shall be performed:

a) At the start and finish of each series of examinations.
b) At intervals not to exceed 16 hours.
c) When there is a change as described in 7.3.1.
d) If the examiner suspects a malfunction.

7.3.4 If the horizontal sweep, thickness, or "Z" positions have changed more
than 5% of the nominal thickness, void all examinations performed after
the last valid calibration verification, and reexamine the voided areas.

7.3.5 Calibration checks may be performed on either a reference block or the
basic calibration block, but must include a check of the entire examination
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system. Calibration checks may be accomplished by static or dynamic
calibration.

7.3.6 Simulated calibration checks may be used in lieu of calibration checks
where the spread of contamination or serious time constraints would result
from performing a standard calibration check. Simulated calibration will
use blocks, cables, or transducers of similar types and lengths as those
used for testing and will be documented on the calibration data sheet. A
baseline, simulated calibration shall be performed immediately after
performing the initial calibration, or after a calibration check where the
entire examination system is utilized. The initial simulated calibration
check values are independent of the values obtained utilizing the entire
examination system. The established tolerance applies to the subsequent
simulated calibration checks.

7.3.7 During calibration, the temperature of the calibration block should be
within 25 degrees Fahrenheit of the ambient inspection temperature.

7.4 Calibration Process for Thickness Mapping / T-scan

The basic process for calibration is the same for thickness mapping (T-scan), weld
inspection, flaw detection, and sizing. The calibration reflectors for straight beam are the
backwall reflections from a step wedge. The reflectors for angle beam transducers are
the notch base and tips from a notched block. The calibration process is as follows:

7.4.1 Select and connect the appropriate transducer(s), input the parameters,
including thickness, frequency, index delay, gates, inspection method(s),
and velocity. Apply the couplant to the applicable points on the calibration
standard. (Select a sufficiently thin step for detection of unexpected low
reading or pits and a step greater than the maximum thickness expected.)

7.4.2 Place the transducer(s) on the 1.00" calibration step and adjust the gain
control to produce a reflection of 80% full screen height (FSH). Input this
gain level as the reference level. Obtain a response from the 0.300"
calibration step, and verify that it produces an acceptable signal. Other
thickness ranges may be used for system calibration. Initial calibration
accuracy will be within +/- 0.010" in T-scan. Record reading on the
Automated Ultrasonic Thickness Calibration Sheet (Attachment 1).

7.4.3 The vital parameters used for the calibration shall be identical to the
inspection parameters with the exceptions of file name(s), X, Y and Z
ranges, reference level compensations, thickness, gates or comment
parameters which may be adjusted as required.
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7.5 Calibration Process for Weld Inspection / Crack Detection / P-scan

7.5.1 Select and connect the appropriate transducer(s), input the parameters,
including thickness, frequency, index delay, gates, inspection method(s),
and velocity. Apply the couplant to the applicable points on the calibration
standard. The 5%T notch on a 1" thick plate should be used to obtain the
reference level.

7.5.2 Manipulate the transducer to receive the maximum response from the
reference notch. Adjust the gain control to produce a reflection of 80%
full screen height (FSH). Input this value as the reference level. Obtain a
response from the calibration reflector and verify that the response is
within +/- 2dB.

7.5.3 Repeat step 7.5.2 as required for each transducer until the system is
calibrated.

7.5.4 The vital parameters used for the calibration shall be identical to the
inspection parameters with the exceptions of file name(s), X, Y and Z
ranges, reference level compensations, thickness, gates or comment
parameters which may be adjusted as required.

7.6 Sizing Calibration for Tip Diffraction Techniques (AATT, RATT)

a) Select an appropriate transducer.

b) Select a sizing calibration block of similar thickness and material containing
at least two notches of known depths.

c) For the AATT technique, set at least two gates, to cover the entire area of
interest. The first gate in the first leg, ending just before the ID. Position the
transducer on the calibration block. Alternately peak the shallow and deep
signals from the notch tips (see Figure 1, Attachment 2). Using the index
delay and velocity controls, adjust the system until the system correctly reads
the remaining ligament with the "Z" cursor.

d) For the RATT technique, the system mode should be set to A-SCAN.
Manipulate the transducer until signals are obtained from the shallow notch
tip and the notch base simultaneously (see Figure 2, Attachment 2). Using the
index delay and velocity, adjust the distance between the two signals to read
the actual reflector depth in inches. Repeat the same process on the deep
notch. Alternate this procedure until the screen/system represents a desirable
linear depth screen in inches.
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e) Save the calibration, and record this data on the Automated Ultrasonic P-Scan
Calibration Sheet (Attachment 3).

8.0 EXAMINATION

8.1 Surface Condition

8.1.1 The surface from which measurements are to be taken should be free of
loose scale, unbonded coating, heavy oxidation, weld spatter, or other
material which may interfere with movement of the transducer or the
transmission of sound into the material.

8.1.2 A surface finish of 250 RMS or better should be provided. The requesting
organization must approve the use of any base material preparation
process, which may reduce the thickness below the allowable tolerance.

8.2 Extent of Examination

The location of the areas to be measured and/or the number of scans to be performed
shall be designated by the applicable work instructions. The location, scan numbers, and
reference points of all scans shall be recorded on the applicable data sheets. See
Attachment 4 for minimum examination volume and beam direction for weld inspection.

NOTE : Additional scan areas will not require revision to this procedure.

8.3 Flaw Location

When performing examinations to detect planar flaws, angle beam transducers shall be
used. Calibration is performed as in Section 7.5. All angle beam examinations shall be
performed in P-scan.

8.4 Ultrasonic Measurement

User calibration shall have been completed per the applicable requirements of Section 7.0
prior to performing any of the examinations.

8.4.1 Transducer overlap between passes shall be a minimum of 50% of the
element size. Scanning speed shall not exceed 6 inches per second.

8.4.2 Should measurements be observed larger or smaller than the calibration
range, check the calibration for accuracy in the encountered thickness
range. If the calibration is accurate in this range, amend the calibration
sheet and continue the examination. If the calibration is not within the
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tolerance allowed in the spec, then recalibrate and rescan all areas where
readings were encountered outside the originally calibrated range.

8.5 Limitations and Precautions

8.5.1 Care must be taken to ensure the transducer face is flush with the
examination surface during scanning.

8.5.2 When it is necessary to determine the origin of mid-wall indications, a
4MHz shear wave transducer(s) may be used in the P-Scan program to
detect pit openings or perpendicular connections between laminar
indications.

8.6 Recording

Upon completion of each scan area, the data file(s) shall be recorded on a disk. All
measurements within the predetermined gated area are stored, along with the text
information with each file.

8.7 General Sizing Guidelines

8.7.1 It is recognized that, of the methods of sizing described in this procedure,
no one technique is completely accurate in sizing all flaws in all
thicknesses. By using complementary methods, however, a realistic
approximation of the flaw depth can be obtained.

8.7.2 The method of sizing pits is primarily utilizing a 0° dual element
transducer. The 45° shear wave transducers may be used to confirm
qualitatively the depth of the pit.

8.7.3. When sizing crack-like indications, the entire flawed area shall be scanned
with the imaging mode. The entire flaw length shall be evaluated. It is
recommended that A-Scans be recorded at the deenest location of the flaw.
The primary technique for sizing crack-like indications is the high
frequency, 45° shear wave transducer utilizing the Absolute Arrival Time
Technique (AATT). The dual element, straight beam may be used as a
complimentary technique.

8.7.4 Additional sizing technique sequences may be utilized if the primary
techniques identified prove to be indeterminable.
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8.8 Sizing with Tip Diffraction Techniques (AATT, RATT)

8.8.1 The AATT technique uses shear waves to obtain a diffracted echo
(satellite pulse) from the flaw tip (see Figure 1, Attachment 2). The
RATT technique uses shear wave reflected signals from both the flaw tip
and the flaw base (see Figure 2, Attachment 2). Both techniques can be
utilized using the same transducer.

a) AATT Technigue

Locate the deepest extremity of the flaw and maximize the signal from the
flaw tip. The distance to the flaw tip represents the remaining material
ligament from the outside surface. To determine the relative through wall
flaw depth, subtract this dimension from the local material wall thickness.

b) RATT Technigue

Locate the deepest extremity of the flaw, and obtain a signal from the flaw
base. Manipulate the transducer until the doublet (flaw base and tip signal
appearing simultaneously) is observed. These signals do not have to be
peaked, as the doublet separation directly indicates the relative through
wall depth. To determine remaining material ligament, subtract the
relative through wall depth measurement from the local material wall
thickness.

8.8.2 Other sizing techniques or variations to the techniques may be used with
the approval of the UT Level Ill. Such approval, signature and a
description of the technique shall be recorded in the "Remarks" column on
the Automated Ultrasonic P-Scan Calibration Sheet (Attachment 3).

9.0 EVALUATION

9.1 Relevant Indications

Relevant Indications, including pitting, thinning and crack-like indications, along with
the minimum thickness reading in the area of interest, shall be recorded and used for
evaluation per Paragraph 9.2.

9.1.1 P-scan data shall be evaluated to a sensitivity of 20% reference level
(- 14dB). All crack-like indications are recordable regardless of amplitude.
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9.1.2 T-scan data shall be evaluated utilizing all available images to detect and
evaluate indications.

9.1.3 Reportable indications shall be evaluated by Level III personnel prior to
final report submittal.

9.2 Reporting/Special Criteria

Reporting and special notification criteria are noted in Section 9.8.

9.3 Statistical Information

The statistical information (Minimum and Mean thickness) provided under "Setup" pages
1& 2 of the post-processing software should be reported for each "Part" of a given scan
location. Where data noise invalidates these values, the analyst should determine the
values using the level control.

9.4 Printouts

Printouts should be made in accordance with the customer's request. In absence of
further direction, both the merged set-up pages and the merged image, adjusted to show
the minimum thickness, shall be printed at a level that best shows the wear patterns or at
Nominal T - 10.0%, whichever provides the most useful information. P-scandata
should be printed with the level control set at 20% reference level (-14dB).

9.5 Recording Crack Size

9.5.1 All flaw sizing data acquired should be used to determine the flaw depth.
This data shall be reported individually for each flaw and shall include all
data necessary to achieve the best accuracy of flaw depth.

9.5.2 If, during sizing, a flaw length other than that reported during the detection
examination is measured, or other discrepant conditions occur, record the
corrected lengths, locations. or distances on the Automated Ultrasonic
P-scan Data Report (Attachment 5) in the spaces provided.

9.5.3 If, during sizing, the area is determined not to be flawed , and the resultant
reflector(s) is due to component/weld geometry or metallurgical structure,
the true origin (e.g., root, mismatch, etc.) shall be documented and
substantiated on the Ultrasonic P-scan Data Report.
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9.6 Scanning Limitations

Record all limitations due to weld configurations, obstructions, single side access
restrictions, etc., in the remarks section on the applicable Ultrasonic Data Report. Details
as to specific length or area in relation to L (X) and/or W (Y) reference points should be
recorded.

9.7 Flaw Evaluation

Reportable indications shall be evaluated by Level III personnel prior to final report
submittal.

9.8 Reporting Levels

All indications which meet or exceed the following conditions shall be reported to the
project cognizant engineer.

a) Pit depth exceeds 25% of the wall thickness.

b) Wall thinning exceeds 10% of the wall thickness.

c) Surface crack depths exceedin¢ 0.100 inches.
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10.0 REPORTS

10.1 Thickness Data Reports

An Automated Ultrasonic Thickness Data Report (Attachment 6) shall be prepared for
each examination or series of examinations performed. This report shall include identity
of equipment, the thickness measurements obtained, and should be referenced to the
calibration sheet.

10.2 Calibration Reports

An Automated Ultrasonic Thickness Calibration Sheet (Attachment 1), and an
Automated Ultrasonic P-Scan Calibration Sheet (Attachment 3) shall be prepared for
each examination or series of examinations performed. These reports shall include the
materials and equipment used for examination.

10.3 Sketch Sheets

Automated Ultrasonic Examination Sketch Sheet(s) (Attachments 7 and/or 8) should be
prepared for each examination or series of examinations performed. These reports should
include a sketch of the component or item examined, identifying scan locations, including
dimensions, reference points, and grid locations, where applicable.

10.4 Sizing Data Reports

An Automated Ultrasonic P-Scan Data Report (Attachment 5) shall be completed only
when cracking is detected. Each report shall be related to the applicable Automated
Ultrasonic Examination Calibration Sheet(s).

10.5 Final Reports

Final reports are to be distributed and maintained in accordance with the applicable
contract.
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11.0 ATTACHMENTS

Attachment 1: Sample Automated Ultrasonic Thickness Calibration Sheet

Attachment 2: Figure 1: Absolute Arrival Time Technique (AATT)
Figure 2: Relative Arrival Time Technique (RATT)

Attachment 3: Sample Automated Ultrasonic P-scan Calibration Sheet

Attachment 4: Examination Volume, Minimum Beam Directions and Extent of
Examination

Attachment 5: Sample Automated Ultrasonic P-scan Data Report

Attachment 6: Sample Automated Ultrasonic Thickness Data Report

Attachment 7: Automated Ultrasonic Examination Sketch Sheet - Tank Walls and
Knuckles

Attachment 8: Automated Ultrasonic Examination Sketch Sheet - Tank Bottom
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Attachment 1: Sample Automated Ultrasonic Thickness Calibration Sheet

AUTOMATED ULTRASONIC THICKNESS
CALIBRATION SHEET

Job# Riser#

Location: System: Calibration
Block:

Procedure: Rev. Thickness: Material:

UT System: Serial No. Reference
Block:

Software Version: Rev. Thickness: Material:

Linearity Due Date: Reference Block Temp: o
F

Scanner Type: Serial No. Couplant: Batch No.

Scanner Cable: Cable Length:
Feet

Signal Cable: Cable Length:
Feet

Channel
Transducer

Make
Model

Freq.
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1

2

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE:

TIME:

REFLECTOR:

CH 1
THK. 1

.
THK. 2

CH 2
THK. 1

.
THK. 2

CH 3
THK. 1

.
THK. 2

CH 4
THK. 1

.
THK. 2

EXAMINER:

Remarks:

Examiner: Examiner : Reviewer:

Level: Date: Level: Date: Level: Date:

Rev. pec.Q3,2Q03
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Attachment 2: Absolute Arrival Time Technique (AATT) &
Relative Arrival Time Technique (RATT)

4_Tip

Deeper k

Tip Signal

Figure 1. Absolute Arrival Time Technique

Doublet Separation
Indicates Depth

Tip

Flaw Tip and Base Signal

Figure 2. Relative Arrival Time Technique
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Attachment 3: Sample Automated Ultrasonic P-scan Calibration Sheet

AUTOMATED ULTRASONIC P-SCAN
CALIBRATION SHEET

Job # Riser #

Location: System: Calibration
Block:

Procedure: Rev. Thickness: Material:

UT System: Serial No. Reference
Block:

Software Version: Rev. Thickness: Material:

Linearity Due Date: Reference Block Temp: D
F

Scanner Type: Serial No. Couplant: Batch No.

Scanner Cable: Cable Length:
Feet

Signal Cable: Cable Length:
Feet

Channel
Transducer

Make
Model

F req'
( MHz)

Size Serial No.
Angle (deg)
Nom./Act.

Wedge
Type

t

2

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE:

TIME:

REFLECTOR/
ORIENTATION:

CH t
AMPLITUDE

.
LOCATION

CH 2
AMPLITUDE

.
LOCATION

CH 3
AMPLITUDE

.
LOCATION

CH 4
AMPLITUDE

.
LOCATION

EXAMINER:

Remarks:

Examiner: Examiner : Reviewer:

Level: Date: Level: Date : Level: Date:

Rev. Dec. 03, 2003
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Attachment 4: Examination Volume, Minimum Beam Directions and Extent of Examination

Primary Knuckle Horizontal T-Scan Strip:

0° T-Scan, 20' Length

Secondary
Weli

Annulus

Primary
Wall

Secondary
Knuckle:

45° P-Scan

Secondary Bottom:
0° T-Scan

---------------------- ---------

Weld Examination Volume:

The examination volume is 1" on
each side of the weld for the lower
3/4T. When the probes are parallel
to the weld, scan a 1"wide area as
close to the toe as possible.

Primary Wall Primary Wall
Vertical Weld Vertical T-Scan l;
Inspection: P-Scan Strips:

45° P-Scan 0° T-scan and
directions ^ 45° P-scan

0° T-Scan and strips,

60° P-Scan -' ► 4n- 2 each 15"

- - - - - - - - - - -- - .... ,---
4---

vY
, ;

Horizontal Weld Inspection: 45° P-Scan 60' P-Scan
0° T-Scan

Primary
Tank

Primary Knuckle
Horizontal T-Scan Strip:

0° T-Scan and 45° P-Scan ._.__-m

Primary Bottom Inspection via 00 T-Scan and 45° P-Scan
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Attachment 4 (continued): Extent of Examination

Primary Tank Wall

Vertical Strips - Examine a vertical strip 30" x 35 feet long of the primary wall between the
upper haunch transition and the lower knuckle for pits, cracks and wall thinning. Axial cracks on
the tank inner wall surface shall be detected and sized. The vertical strip may be comprised of
one or more strips whose total width is equal to 30 inches.

Weld Areas - Examine 20 feet of horizontal weld area (heat affected zone), at tank to knuckle
weld. Examine one -10 foot section of vertical weld joining the lowest shell course plates and
one -10 foot section of vertical weld joining the next to lowest shell course plates. Axial and
circumferential cracks on the tank inner surface shall be detected and sized.

Primary Tank Knuckles

Examine 20 feet of the primary tank lower knuckle in the circumferential direction to detect and
size cracking in the circumferential direction and to detect pits and wall thinning. Examine
20 feet of the primary tank upper knuckle in the circumferential direction to detect pits and wall
thinning. The areas to be examined are from the welds joining the transition plates with the
knuckles to the furthest reach of the transducer assembly that is allowed by geometric
constraints.

Secondary Tank

Secondary Tank Lower Knuckle - Examine a 20 foot length of the secondary tank knuckle over
the entire area of the knuckle for the presence of circumferential cracks.

Secondary Tank Bottom - Examine the secondary tank bottom over an area of 10 ft2 to detect
and measure thickness and pits.

Primary Tank Bottom

Examine the primary tank bottom for pits, wall thinning and cracks oriented in the
circumferential direction (perpendicular to the air channels) in 16 air channels. The tank bottom
is to be examined for a distance of 12 feet towards the tank center, starting seven inches inboard
of the outside radius of the tank cylindrical section. The primary tank bottom scan head is
designed to examine the accessible area in the air channel in one pass through the channel.
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Attachment 5: Sample Automated Ultrasonic P-scan Data Report

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

Job # Riser #

Location: System: Exam Start: Exam End:

Component ID: Examination Surface:
q OD q ID q PAINTED

Nominal
Thickness:

Configuration: TO Calibrated
Range: TO

I

Temp: 0
F

Total Length Examined: Scan Width: Ref. Level Correction (Trans. Corr):
DB

Procedure: Rev. Material Type:
q SS q CS OTHER:_

Condition:

File Name
/ Item #:

Transducer: o
q DUAL q SGL q 0 DEG q ANGLE: _

X0 Ref. Point (Lo):

Yo Ref. Point (Wo):

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 60° SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lig.9^

Max.

P^
Li
n(i )

Length
n( i )

L2
n( i 1

W1
nC )

Width
n( i )

W2
(in)

Indication Type

Remarks:

Examiner: Examiner: Analyst: Reviewer:

Level: Date: Level: Level:

Rev Dec. 03, 2003
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Attachment 6: Sample Automated Ultrasonic Thickness Data R ort

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job# Riser#

Location: Exam Start: Exam End:

Component ID: Examination Surface:
q OD q ID q PAINTED

Nominal
Thickness:

Configuration: TO Calibrated
TORange:

Temp: pF

Total Length Examined: in Width: Ref. Level Correction (Trans. Corr.): DB

Procedure: Rev Material Type:
q SS q CS CTHER:_

Condition:

File Name: Transducer: o
q DUAL q SGL ® ODEG q ANGLE:

Xo Ref. Point (Lo):

Yo Ref. Point (Wo):

Part #/ Indication
X Start

(in)
X Stop

(in)
Y Start

(in)
Y Stop

(in)
Ave. Thk.

(in)
Min. Thk.,
R. Lig. (in)

Area
Reportable

Max. Thk.
(in)

Remarks:

Examiner: Examiner: Analyst: Reviewer:

Level: Date: Level: Level:

Rev Dec. 0, 2003
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Attachment 7: Automated Ultrasonic Examination Sketch Sheet - Tank Walls and Knuckles

Tank 241-

Riser

Air Li

>

D

Air Line
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Attachment 8: Automated Ultrasonic Examination Sketch Sheet - Tank Bottom

Tank 241-

Typical Air Channels Under Tank Bottom

Note: Flow Path Geometry and Number of
Channels Differ from Tank to Tank

(N, S, E, or W)
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AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job$

04-41
RiserR

25

Location:
200 EAST TANK FARM

Exam Start
04/04/05 1016

Exam End:
1954

Component ID:
AN103

Examination Surface:
® OD q ID PAINTED

Nominai
Thickness: 0-5"

Configuration:
PLATE TO PLATE Ran^ted 0.3" TO 1.0" Te^' AMB "F

Total Length Examined:
90.4"

Scan WIdOh' 15" Ref. Level Correction (Trans. Con.):
0 DB

Procedure:
COGEMA SVUT-INS007.3

Rev
2

Material Type:
p ss 009 oTHER:_

CondHlon:
N/A

FueName:
yERT.WALLlPLATEI

Tmn^ucer.
® DUAL q Sq. ®

ODEG
ANIX.E:

Xo Ref. Point (Lo):
1" ABOVE HORIZONTAL WELD, SCAN UP

Yo Ref. Point (Wo):
CENTERLINE OF 24" RISER

Part a / Indication
X Statt

(in)
X Stop

pn)
Y Start

n)
Y Stop

(In)
Ave. Thk Mln. Thk.,

R. Llg. (1n)
Area

Reportable
Max. Thlc

(n)

0-12 .534 .512 .548

12 - 24 .537 .510 .548

24- 36 .539 .519 .548

38 - 48 .539 .513 .548

48 - 60 .539 .512 .548

60 - 72 .540 .486 .548

72 - 84 .536 .510 .548

84-90.4 .531 .509 .50.7

Remarks:
Peak-Edge Contact Thickness Data

Examiner: W. H. Nelson Examiner. yet: J. B E Reviewer. W. H. Nelson

Level: e Date: 4/4105 Date: Level: IIL Date: 0625/05 Level: JjL Date:")

nav.2 A1bcMne"16 Rer. Oeo.03 m03
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AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#
04 41

Riser#

25

Location:
200 EAST TANK FARM

Exam Start
04/11/05 1008

Exam End:
2011

Component ID:
AN1D3

Examination Surface:
® OD D ID 0 PAINTED

Nominal
Thicimess: 0.5"

Configuration:
PLATE TO PLATE =ad 0,3" TO 1.0" T^p' AMEi °F

Total Length Examined: 89 3" Scan Width: 15" Ret. Level Correction (Trans. Corr.);
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

MaterialType:
p Ss ® CS OTHER:

CondRion:
N/A

File Name:
VERT.WAWPLATE 2 Tm10pqir SGL ODEO ANGtE: e

Xo Ref. Point (Lu):
1" BELOW HORIZONTAL WELD

Y, Ref. Point (Wc):
CENTERLINE OF 24" RISER

Part # / Indication
X Start

(in)
X Stop

(in)
Y Start

(in)
Y Stop

(in)
Ave. Thk.

(n)
Min. Thk.,
R. Lig. ( In)

Area
Reportable

Mar.. ThIc
fin)

0-12 .519 .496 .533

12 - 24 .521 .501 .533

24 - 36 .522 .501 M3

36 - 48 .522 .500 .533

48 - 60 .522 .497 .533

60-72 .522 .5g0 J533

72 - 84 .521 .499 .533

84 - 89.3 .521 .499 .533

Remarks:

Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson Examiner. A : J. 8. Reviewer. W. H. Nelson

Level: A Date: 4111105 Date: Level: IJL Date: 714/05 Level: Iil Date: J1_z0,)

COGEMASiNrJN50019. Rev. 2 A^E Rev. ^ eY 2003
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AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job

^^
Riser#

25

Location:
200 EAST TANK FARM

Exam Start
04/12105 0826

Exam End:
1441

Component ID:
AN103

Examination Surface:
® 00 q ID 0 PAINTED

Nominal
Thicknees: 0•5"

Configuration:
PLATE

TO
PLATE Ranrad 0.3" TO 1.0" Tamp: AMB OF

Total Length Examined: 89 4" Swn Width: 15„ Ref. Level Correction (Trans. Corr.):
0

DE

Procediae:
COGEMA SVUT-INS-007.3

Rev
2

MateriatType:
0 SS 0 Cs OTHER:

CondNion:
N/A

File Name:
VERT.WALLlPLATE 3

Traneducer.
® DUAL SGL 21 0 DEG ANGLE: 0

Xo Ref. Point (Lc):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
CENTERLINE OF 24" RISER

Part # / Indication
X Start

(i)
X Stop
Gn)

Y Start
On)

Y Stop
fn)

Ave. Thk.
(in)

Min. Thk.,
R. Lig. m)

Area
Reportable

Max. Thk.
(I n)

0-12 .519 .498 .5'33

12 - 24 .521 .496 .533

24 - 36 .522 .498 .S32

36 - 48 .523 .501 .533

48 - 60 .523 .499 .532

60 - 72 .521 .495 .532

72 - 84 .619 .494 .532

64 - 89.4 .517 .489 .532

Remarks:

Peak-Edge Contact Thickness Data

Haminer. W. H. Nelson Exammer. n lyst: J. 8.

VI^t.C...

Reviewer. W. H. Nelson

`^^"s---

LeveL• Ip Date: 04/12/05 Date: Level: IIL Date: 0625/06

--

Level: yl Date:
-"71

COGEMASVVr^11 Rer. 2 A^6 Rev. pee. QA NqA
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AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Jo'# Riserp
04-41 25

Location:
200 EAST TANK FARM

Exam Start Exam End:
04/15/05 1039 2044

ComponeM ID:
AN103

Examination Surface: Nominal
0 CD q ID q PAINTED Thfdmess: 0.75'

Configuration:
PLATE

TO
PLATE

tlbrated
0.3" TC 1.0"R

Ca
ane:

Temp:
AMB °F

Total Length Examined: 1D4•6" Scan Width: 15" Ret. Level Coneotion (Trans. Con.):
DB

Procedure:
COGEMASVUT-INS-007.3

Rev
2

Material Type:
®CS pTHER_

Condition:
N/A

File Name:
VERT.WALL/PLATE 4

Transducer.
^® DUAI q SGL 0 DEG ANGLE:

X0 Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Y° Ret' Polnt (w°).
CENTERLINE OF 24" RISER

Part f / Indication
X Start

(m)
X Stop

(in)
Y Stert

(in)
Y Stop

(in)
Ave. Thk

Qn)
Mn. Thk,
R. L. (in)

Area
Reportable

Max. Thk
on)

0-12 .756 .729 .770

12 - 24 .755 .733 ,771

24-36 .754 .735 .789

36 - 48 .754 .735 .771

48 - 60 .754 .733 .769

60 - 72 .754 .735 .769

72 - 84 .752 .728 .770

84 - 96 .753 .726 .771

96-104.6 .752 .731 .771

Remarks:

Peak-Edge Contact Thickness Data

ExamMer. W. H. Nelson Enaminer. A st: J. B E Reviewer. W. H. Nelson

Leve1:11L Date: 04/15/OS Date: Level: III Date: 06125/05 Level: JB Date:

Res.2 Afbclmart6 ReV. D®c. ¢2 20e9
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AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Jobfe
O^ 41

Riserx
25

Location:
200 EAST TANK FARM

Exam Start
04/13/05 0905

Exam End:
1930

Component ID:
AN103

Examination Surface:
OD q ID q PAINTED

Nominal
Thickness: 0.875"

Conggurat on:
PLATE TO PLATE RI^^ 0.3" TO to.

Temp:
AMB °F

Total Length Examined:
21 2,

Scan Width: 15" ReL Level Cortection (Rans. Corr.):
0
DB

Procedure:
COGEMA SV(JT-INS-007.3

Rev
2

Material Type:
q ss ® os OTHER

Condition:
N/A

Flle Name:
{/ERT.WALL/PLATE 5 TmpqL r SGL 0 DEG q ANGLE: o

Xo Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Yc Ref. Point (Wa):
CENTERLINE OF 24" RISER

Part 0 f Indication X Start
Qn)

X Stop
(m)

Y Start
(4n)

Y Stop
(in)

Ave. Thk
(hi)

Min. Thk,
R. Lig. in

Area
Reportable

Max Thk
(m)

0-12 .883 .850 .806

12 - 21.2 .884 .846 .896

Remarks:

Peak Contact Thickness Data

/Ex'a'mine.r.. W. H. Nelson Examiner, al st: J. a. EI e ReviewW. H. Nelson

Level:11L Date: 04/13705 Date: Level: III Date:1/3J06 Level: JIL Date: ^^OJi

COGEMASVUTJNS007.1 Rev. 2 AMp0mmt6 Rev. pec.(4470t19

Att. 2-7



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job#

04-41
Riser#

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start:
04/04/05 1025

Exam End:
1957

Component ID:
AN103

Examination Surface:
19 OD q ID q PAINTED

Nominal
Thicirnew: 0.5000"

Configuratlon: TO
PLATE PLATE

Calibrated
Range:

D" T01.41"
Temp: o

AME{ F

Total Length Examined: 90•4" Spn Width: 15" Ref. Level Cortecfion (Trans. Corr):
0 D8

Pracedure;
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q Ss ® CS OTHER

Cond'dion:
N/A

File Name
/ ttem #: VERT.WALUPLATE 1

Transdacer
q DUAL q SGL q 0 DEG ® ANGLE: 45°

Xo Ref. Point (Lo):
1" ABOVE HORIZONTAL WELD, SCAN UP

v° Ref. Point (W°):
CENTERLINE OF 24" RISER

Sizing Method Angle (deg) Reference CaL Sheet Set-Up / File Name

1 45° SHEAR

2 60° SHEAR

3 AATT

4 DUAL D°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lig.

Max.
Amp.

Lt
pn)

Length
pn)

L2
(in)

Wt
pn)

Width
n)

W2
(in)

IndioatbnType

Remaft
No Cracklike Indications

Examiner.^ W. H. Netson Examiner. ely J.S. Reviewer. W. H. Neison

l

Level: }fiL Date: 040405 Date: Leve1: J}L Date: 714/OS Level: al Date:

2 ^5 Rev. Qec. °12.09

Att. 2-8



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

JobB

04-41
Riser#

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start
04/11/05 0934

Exam End:
2006

Component ID:
AN103

Examination Surface:
® oD q ID q PAINTED

Nominal
Thielmese: 0.5000"

Configuration: TO
PLATE PLATE

Calibrated
Range: D" To 1.41"

pTemp:AMB
F

Total Length Examined:
69 3"

Scan Widlh: 15" Ref. Level Correction (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q SS ® os OTHER

Condition:
N/A

File Name
VERT.WALL/PLATE 2t nem A:

Transducer . °
q DUAL q sq. q 0 DEC ® MIGLE: 45

zo Ref. Point (La):
T' BELOW HORIZONTAL WELD

vo Ref. Point (Wc):
CENTERUNE OF 24" RISER

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 60° SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

hid' Method
Weld
Side

Depth
R.1Jg.

Max.
Amp.

Lt
(in)

Length
(in)

12
(in)

W1
pn)

WaBh
n

W2
in) IndicaBOnType

Remarks:

No Craddike Indications

E^xa^m^in^er.̂*^W. H. Nelson

^ {^"

Examiner ^:J.B. d o Reviewer W. H. Nelson

(s.G^e'J

Level: In Date: 04/11/05 Date: Level: III Date: V4W

-..,

Level: _UL Date:"y

COGEMIISVUTJNSder.3R . 2 AMachmenf5 Rav. Dec.0.9. YW3

Att. 2-9



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

J°us
04-41

Riser•
25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start
04112/05 0846

Exam End
1455

Component ID:
AN103

Examination Surface:
0 OD q ID q PAINTED

Nominal
Thkdmeee: 0.5000"

Configuration: TO
PLATE PLATE

Calibrated
Range: 0" To 1.41"

Temp: p
AMB F

Total Length Exammed:
89.4"

Sean Width: 15" Ref. Level Correction (Trans. Corr):
0 DB

Prooedure:
COGEMASVUT•INS-007.3

Rev.
2

MatedalType:
®CS OTHER
^

Conditlon:
N/A

File Name
/RemO: VERT.WALLlPLATE 3

Transducer.
® ANSLE: 45°

X0 Ref. Point ( Lc):
1" BELOW HORIZONTAL WELD

v° Ref. Point (Wo):
CENTERUNE OF 24" RISER

Sizing Method Angle (deg) Reference Cal. Sheet Set-llp / File Name

1 45° SHEAR

2 B0°SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method Wald
Side

Depth
R. L.ig.

Max.
Amp.

L1
(in)

Lengih
On)

l2
Pn)

Wt
(n)

Width
On)

1V2
(fn) indlcallonType

Remarks:

No Cracklike Indications

/Ezamînêr̂. //Wj. H. Nelson

16'z^..^r•y^'

Examiner. A N J. B. Fld R̂êv/ievrer. W. H. Nelson

LN>^^ti-.

Levei:jIL Date: 04N2/O5 Date: Level: IIL Date: OB25A15

.

Level:Jl Date:'4i^S

COGEMASVUT-NJSAO7.3. Rev. 2 Afmtlvnont 5 Rcv. O. 6i. 60.9

Att. 2-10



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job*
04"41

Riser*
25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start;
04/15/05 1039

Exam End:
2044

Component ID: ^103 Examination Surface:
0 OD q ID q PAINTED

Nominal
Thickness: 0.7500"

confguratlon:
PLATE

TO
PLATE Raln9eted 0" To 2.12"

Temp:
AMB °F

Total Length Examined:
104.6"

Seen Wldh:
15"

Ref. Level Correction (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q Ss to cs OTHEtt_

Cond@lon:
WA

File Name
tnem*: VERT.WALL/PLATE 4

Transducer.
®ANCLE: 45 0

X0 Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Poim (Wo):
CENTERLINE OF 24" RISER

Sain® Method Angle (deg) Reference Cal. Sheet Set-Up/ File Name

1 45o SHEAR

2 80° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lig.

Max
Amp.

Lt
(In)

Length
(in)

l2
(in)

W7
(In)

Width
Gn)

W2
Cm)

IntllcationType

Remarks:

No Cracklike Indications

Examiner. W. H. Nelson

lU^'^ K^--

Examiner. st: J. B FI" Revlewer. W. H. Nelson

lAl'^-y p°&o'_'

Level: JJI Date: 04H 5/05 Date: Level: JI Date: 06125i05 Level: III Date: D"yy

CO(iEMASVUr4NS407.3 Rev 2 AfbcMren15 Rev. Dec. e9. 2'1G4

Att. 2-11



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

JobY

04-41
Riseri!

25
Location:

200 EAST TANK FARM
System:

PSP-4
Exam Stad:

04/13/05 0901
Exam End:

1925
Component ID:

AN103
Examination Surface:
® OD q ID q PAINTED

Nominal
Thidmess: 0.8750'

Configrsation:
PLATE

TO
PLATE palange^ 0" TC 2.47" T^p AMB °F

Totai Length Examined:
21.2"

Scan Width: 15" Ref. LevN Conectlon (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Materiai Type:
q SS ® CS OTHER

Condition:
WA

File Name
VERT.WALL/PLATE 5/ ttem #:

Transduoer. °
q DUAL q SGL q 0 DEG ® ANGLE: ^5

x° Ref. Point (L°):
1" BELOW HORIZONTAL WELD

Y° Ret. Poud (W°):
CENTERLINE OF 24" RISER

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up File Name

I 45° SHEAR

2 60° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

ind. Method Weld
Side

Depth
It Lig.

Max.
Amp.

LI
(in)

Length
M)

L2
(in)

W7
(in)

Width
On)

W2
pn) Indication Type

Remarks:

No Crackiike Indications

Eraminer. W. H. Nekat

&kQj.4c^

Examiner A I J. B E4l^r Reviewer W. H. Nelson

Ftj^&IQ-

Level: III Date: 04M3105 Date: Leve1:,0 Date: 07/02/OS

-.

Level: IJL Date:

COGEMAv^VNi-1N5-0e1.3 Rev. 2 AHechment 5 Rev. Oae.O:{ 200

Att. 2-12



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#

04-41
Riser#

25
Location:

200 EAST TANK FARM
Exam Start:

04/11/05 1016
Exam End:

1954
Component 10:

AN103
Examination Surface:
® OD q ID q PAINTED

Nominal
Thickness: 0.61'

Configuration:
PLATE TO PLATE

Calibrated
031, TO 1.0"

Temp:
AMB °FRa e'.

Total Length Examined:
90.6"

Scan Width:
15"

Ref. Level Correction (Trans. Corr.):
0 DE

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q SS ® CS OTHER:

Condition:
N/A

File Name:
VERT.WALU2ND/PLATE 1

Transducer:
EDUAL q SGL ® 0 DEG q ANGLE: o

X. Ref. Point (Lo):
1" ABOVE HORIZONTAL WELD, SCAN UP

Yo Ref. Point (UVo):
17" FROM CENTER OF 15t. PASS

Part # / Indication X Start
(in)

X Stop
(in)

Y Start
(in)

Y Stop
(in)

Ave. Thk.
(In)

Min. Thk.,
R. Lig. ( in)

Area
Reportable

Max. Thk.
(in)

0 - 12 .539 . 524 .545

12 - 24 . 541 .524 .548

24 - 36 .543 . 522 .548

36 - 48 . 543 .519 .548

48 - 60 . 542 .505 .548

60 - 72 . 541 .515 .548

72 - 84 . 539 .517 .548

84 - 90.6 .541 . 519 .548

Remarks:

Peak-Edge contact thickness data

Examiner. W. H. Nelson Examiner: nalys J. 8. Id Reviewer: W. H. Nelson

LeveL III Date: 04111105 Date: L veP. Ill Date: 06125105 Level: III Date: 'l 1" t1

COf,FM4-RVIIT-INR^79 Fnc J 4tlnchmnnlR Rav ^. n.v ^nn.a

Att. 2-13



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job #

04-41
Riser 11

25

Location:
200 EAST TANK FARM

Exam Start:
04/12/05 0837

Exam End:
1452

Component ID:
AN103

Examination Surface:
® OD q ID PAWiED

Nominal
Thtclmess: 0.5"

ConBguraUom
PLATE

TO
PLATE

Calibrated
or TO 1.0"

Tamp'
AMB OFRan e:

Total Length Examined:
89.3"

^Wldth:
15"

Ref. Level Correction (Trans. Car.):
0 D8

Procedure:
COGEMA SWT-INS 007.3

Rev
2

MaterialType:
q ss 0 CS OTWR:

Condition:
WA

File Name:
VERT.WALLI2ND/PLATE2

Transducer: o
DUAL scL ODEO nNa.E;

Yp Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Yo Rei. Point (Wo).
17 INCHES FROM CENTER OF 1 ST. PASS

Part 6/ Inf)icatlon
X Start

(m)
X Stop
Qn)

Y 9tart
(in)

Y Stop
(n)

Ave. Thk.
(in)

Mn. Thk.
R. Lig. (n)

Area
Reportable

Max. Thk
(n)

e TO -12 .523 .502 .533

-12 TO -24 .527 .5D7 .5:.+3

-2410-35 .525 .511 .533

^96 TO -48 .525 .503 .533

-48 TO -50 .525 .509 .533

-60 TO -72 .525 .509 .533

-72 TO -84 .525 .505 S33

-84 TO -89.3 .525 .511 .533

Remarks:

Scan from Top, reverse,
Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson Examiner. An : J. B. Elder Reviewer. W. H. Nelson

Level: III Date: 04112/D5 Date: I. veL• JIL Date: 7/4105 Level: A Date:^D b

COGEMASVIRJNSLUI.3 Rer.2 Atlechrnenf 6 Rev. Dec.IXt.2003

Att. 2-14



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#

04-41
Riser#

25

Location:
200 EAST TANK FARM

Exam Start:
08/02/05 0856

Exam End:
1921

Component ID:
AN103

Examination Surface:
000 q ID q PAINTED

Nomtnal
Thickness: 0.5"

Configuration:
PLATE

TO
PLATE

calibrated
0.3" To 1.0"

Temp:
AMB °FRan e:

Total Length Examined:
88.6"

Scan Wdth:
15"

Ret. Level Correction (Trans. Cort.):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q ss ® Cs OTHER:

Condition:
N/A

File Name:
VERT.WALU2ND/PUATE 310

7ransdueer.
DUAL q SGL ® 0 OEG 0 ANGIE:

Xo Ref. Point ( Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
17 I NCHES FROM CENTER OF 1ST. PASS

Part # / Indication X Start
(in)

X Stop
(in)

Y Start
Qn)

Y Stop
(in)

Ave. Thk.
(in)

Min. Thk.,
R. Lig. ( in)

Area
Reportable

Max. Thk.
(n)

0-12 .509 .488 .525

12 - 24 .510 .470 .5,30

24 - 36 .513 .491 .530

36 - 48 .514 .490 .530

48 - 60 .515 .493 .530

60 - 72 .513 .490 .530

72 - 84 .512 .485 .530

64- 88.6 .508 .490 .525

Remarks:

Peak-Edge Contact Thickness Data

Exâ er. D. Pur Examiner nal t: J. B. Id Reviewer W. H. Nelson

Level: JI Date: 0 0

P-Scan Limited

Date: 1 ,^ vel: III Date: 7/M05

Y

Level: J8 Date:^65 '

Rev pec 6r x1e3

Att. 2-15



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#

4-41
Riser#

25

Location:
200 EAST TANK FARM

Exam Starl:
04/18105 0834

Exam End:
2138

Component ID:
AN103

Examination Surface:
® 0D q ID q PAINTED

Nominal
Thk:kness: 0.7

^-„
^

Confguration:
PLATE

TO
PLATE

Calibrated
Ran e: 0.3" TO 1.0"

Temp:
AMB °F

Total Length Examined:
104.6"

Scan Width: 15„ Ref. Level Correction (Trans. Corr.):
0

DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q Ss ® CS OTHER:

Conddion:
N/A

File Name:
VERT.WALU2NO/PLATE 4

Transducer:
SGL 0 DEG ANGLE:

Xo Ref. Point (Lo):
1 " BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
17 )NCHES FROM CENTER OF 1ST. PASS

Part # / Indication
X Start

(in)
X Stop

(In)
Y Start

(In)
Y Stop

(in)
Ave. Thk.

(in)
Min. Thk.,
R. Lig. (in)

Area
Reportable

Max. Thk.
Qn)

0-12 .757 .728 Ti7

12 - 24 .758 .733 .Ti'3

24 - 36 .756 .732 .Ti 1

36 - 48 .757 .733 .Ti4

48 - 60 .756 .721 .712

60 - 72 .756 .726 T2

72 - 64 .755 .723 Tr1

84 - 96 .756 .727 .T13

96-104.6 .756 .726 .773

Remarks:

Peak Contact Thickness Data

Examiner: D. Purdy

u..1 ^

Examiner. al : J. B. E e Reviewer: W. Nelson

Level: It Date: 04118lOS

P-Scan Limited

Date: L vel: III Date: 06I25lOS Level: III Date: I^d^

GOGEMASVfITJRS-0073 Rev 2 Attec^15 Rev Gbc U2 pp3

Att. 2-] 6



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Jon x
04 ^ ^

R'ser q
25

Location:
200 EAST TANK FARM

Exam Start
04/15/05 1039

Exem End:
2044

Component ID:
AN103

Examination Surface:
OD q ID PAINTED

Nominal
Thkkness: 0.875"

Configuration:
PLATE TO PLATE

R
= 0.3"T01.0"

Temp:
AMB°F

Total Length Examined:
20

7„ Scan Width: 15" Ref. Level Correction (Trans. Corr.):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
p ss 0 cs osHER

Condilion:
WA

File Name:
VERT.WALL/2"D/PLATES

Transducer. o
DDAL sGl ODEa ANCLE:

Xn Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Y' Ret. Point (Wo):
17 INCHES FROM CENTER OF 1ST. PASS

Part #! Indication
X Start

(m)
X Stop

(in
Y Start

(in)
Y Stop
(n)

Ave. Thk
n)

Mln. Thk,
R. Lig. (in

Area
Reportable

Max, Thlc
n

0-12 .862 .849 .900

12 - 20.7 .885 .852 .900

Remarks:

Peak Contact Thickness Data

Examiner. W. H. NelsonIV^ Examiner. ly : J. B. EI Reviewef. W. H. NNson

-
Level: Jl Date: 4175/05 Date: Levei: jll Date: 6/25ro5 Level: III Date: -?WAi

C0GEMASVUTJNS4p7.3 Rsr. 2 Abe-.MwA6 Rev. Om. at 0X9

Att. 2-17



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job #

04-41
Riser #

25

Location:
200 EAST TANK FARM

Syatem:
PSP-4

Exam Start:
04/11/05 0934

Exam End:
2006

Component ID:
AN103

Examination Surface:
0 OD q ID q PAINTED

Nominal
Thkimess: 0.5000"

ConOguration: TO
PLATE PLATE

Calitaated
Range: 0" TO 1.41"

Temp:
AM8 OF

Total Length Examined:
90.6"

Scan WWth: 15" Ref. Level Correction (Trans, Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q ss 0 Cs oTHER:

CondOion:
WA

File Name
r nem # VERT.WALU2p0/PLATE 1

Transduoer.
q DUAL q sa. q 0 DEG ® ANq.E: 45°

X° Ref. Point (Lo):
1" ABOVE HORIZONTAL WELD, SCAN UP

Yo Ref. Point (W°):
17 INCHES FROM CENTER OF 1 ST. PASS

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 80° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
R. Lig.

Max.
Amp.

L7
m

Length
pn)

L2
(m

W1
(n)

Widlh
(m)

W2
on

^^onType

Remarks:

No Cracklike Indications

Examinec W. H. Nelson

MC^^^^

Examiner. a : J. 8. Et Reviewer. W. H. Nelson

^^1^_^_.^

LeveL' III Date: 0411/05 Date: Level: ill Data.2^

-

Level: III Date: 2((zk:^

COGEMA.SVUPJNSA°] 3. Rev. 2 A^R5 Ror. Q&:. at 2'M9

Att. 2-18



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC PSCAN
DATA REPORT I

Job#

04-41
Riser#

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start:
04/12105 0819

Exam End:
1444

Component ID:
AN103 ® ID q PAINTED Thidmaess: 0.5000"

configuration:
PLATE To PLATE Rang^et^ 0" To 1.41"

Temp:
AMB °F

Totel Length Examined: 89 3" Sean Widtlh: 15" Ref. Level Correctlon (rrane. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q ss 0 cs Oir^R

Condalon:
WA

gemg VERT.WALU2ND/P(ATE 2 q sGL q 0 DEG ® ANGtE: 45°

Xo Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
17 INCHES FROM CENTER OF 1 ST. PASS

Sizing Method Angie (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 00° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. MeOiod
Wek
Side

Depth
R. Lig.

Max.
Amp.

L1
(in)

Length
(In)

L2
(in)

Wt
[o)

Width
pn)

W2
pn)

indicationType

Remarks:
No Cracklike Indications

Examiner. W. H. Neis°n Ezaminer. : J. 8. Reviev.er. W. H. Nelson

Level: -gL Date: 04M Z05 Date: (evel: j(L Date: 07l04J05 Level: qL Date:iy-tbi,

ner2 arxM,e,rs rm.. ^. at zxis

Att. 2-19



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

Jo° e
04-41

Riser Of
25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam SNad:
04/18/05 0834

Exam End:
2138

Component ID:
AN7 D3 ®ODa

SIDurface:
0 PAINTED Thklmess: 0.5000"

Configuration:
PLATE To PLATE Ranget^ 0" TD 1.41"

Temp:
AMB OF

Total Length Examined: 89 7" Scan WuMh: 15" Ref. Level Correction (Trans. Corr):
ODB

Procedure:
COGEMA SVUT-tNS-007.3

Rev.
2

Material Type:
q SS 0 CS OTHER

CondTion:
N/A

File Name y^T WALL/2ND/PLATE 3/ ttem #:
Transducer

^C] DUAL q SGt q o DEG M ANGLE: 45
xa Ref. Point (b):

1" BELOW HORIZONTAL WELD

Yo Ref. Polnt (Wo)
17 INCHES FROM CENTER OF 1 ST. PASS

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45e SHEAR

2 60e SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
It Lig.

Max.
Amp.

L7
(In

Length
(in)

L2
(In)

W1
(n)

Widlh
(in)

W2
(m)

lndicationT!fpe

Remarks:

No Cracklike Indications

Exam er. W-a Purdy Examiner. al J. B. E9tler Reviewer. W. H. Nelson

Level: II Date: 04118105

P-Scan Limited

Date: evel: 11 Date: 7/2/OS Level:,J)I Date:*71-o7^

Rp2 ACechmert9 Rev Os. at 2JOJ

Att. 2-20



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

JoD A

04-41
Riser ft

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start
04/1 S/05 0845

Exam End:
2142

Component ID:
AN103

Examin
® ODa 0

IDSurface:
[3 PAINTED Thiclmaess: 0.7500"

Configuration:
PLATE To PLATE Rangbetad 0" To 2.12"

Temp:
AMB °F

Total Length Examined: 104.6" Soan Widm: 15" Ret. Level Correction (Trans. Corr):
0 DB

Prcoedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q ss ® Cs oTHER

Condition:
N/A

File Name
yERT.WALU2N0/PLATE 4/ Item #:

Tmr sducar. '
q WAL p SQ q 0 DEG ® ANGLE; 45

Xo Ret. Point (Lo):
1" BELOW HORIZONTAL WELD

vo Ref. Point (Wo):
17 INCHES FROM CENTER OF 1ST. PASS

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / flIe Name

1 45o SHEAR

2 e0°SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lig.

Max.
Amp .

Lt
(in)

Length
(n)

L2
(in)

W1
(in )

Wdth
(n)

W2
(in) i^NnType

Remarks:

No CrackGkeIndications

Examiner . Purdp Examiner. et: J. B. E ^ ReWevrer. W. H. Nelson

1. ^

Levei: II Date: 04l78/OS

P-Scan Umited

Date: Level: A Date: 07!°4/05 Level: III Date: iakJ

Rev.2 AfdcMi®N5 Rev Dec. 0. 2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job #

04 41
Rserq

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start:
04/15/05 1035

Exam End:
2040

Component ID:
AN103

Examination Surface:
0 OD )71D q PAINTED

Nominal
Thicimess: 0.8750"

Configuration:
PLATE

TO
PLATE Range^ 0" 1o 2.47" Te^ AMB °F

Total Length Examined:
20

7" Scan Width: 15" Ref. Level Correction (Trans. Coir):
0 DB

Pmcedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q ss ® Cs o1i^R_

CondRion:
N/A

FNe Name
VERT.WALU2nd/PLATE 5/ ttem V.

°Transducer
q DUAL q SGL q 0 DEG ® M1CY.E: ^

xo Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

vo Ref. Point (Wo):
17 INCHES FROM CENTER OF 1 ST. PASS

Saing Method Angle (deg) Reference Cal. Sheet Set-Up I File Name

1 45' SHEAR

2 60° SHEAR

3 AAT1

4 DUALO°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lf .

Max.
Amp.

L1
On)

Length
(in)

L2
{In)

W1
(in)

Wdth
on

W2
(n)

Indication Type

Remarks:

No Cracklike Indications

Examiner. W. H. Nelson Examiner. I: J. B. E Reviewer. W. H. Nelson

Level: -gL Date: 4115105 Date: eveY. J)I Date: 0612SM Level:li(- Date:

COGEMASVVf4NSde73 Rc+.2 ARechmmf5 Rev. Dec. e2 2063
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job #

04-41
Riser g

25

Location:
200 EAST TANK FARM

Exam Start:
08/02/05 0856

Exam End:
1921

Component ID:
AN103

Examination Surface:
® 0D ID 13 PAINfED

Nominal
Thiclmess: 0.5"

Conegura6on:
PLATE TO PLATE

Calibrated
0.3" TO 1.0"Ran e:

Temp'
AMB °F

Total Length Examined: 120" ScanlMdth:
1
7„ ReT.LevelCorrection(Trans.Corr.):

p DB

Procedure:
COGEMA SVUTINS-007.3

Rev
2

Material Type:
L7 8S 0 CS OTHER

CondRion:
N/A

File Name:
LIQUID/AIR-1

Tmnsducer. o
® DUAL 0 SGL ® 0 DEG [] ANGLE:

Xo Ref. Point (Lo):
EAST OF 24" RISER, (d1 EAST AIR LINE

Yo Ref. Point (Wa):
20" FROM CL OF WELD TO CL OF SCANNER

Part # inacation
X Start

pn)
X Stop

(in)
Y Start

(in)
Y Stop

(in)
Ave. Thk.

(in)
Min. Thk.
R. Lig. (i n)

Area
Reportable

Max. Thk
(as)

0-12 .552 .526 .560

12 - 24 .554 .528 .565

24-36 .552 .528 .565

36 - 48 .551 .521 .565

48 - 60 .552 .523 .565

60 - 72 .550 .520 .565

72 - 84 .648 .524 .565

84- 96 .548 .517 .565

96-108 .548 .521 .560

108-120 .548 .518 .560

Remarks:

Peak Contact Thickness Data

Examiner W. H. Neison

!GV XXL

Eaminer. a st: J. B. EI Re/viewer. W. H. Nelson

le=36Q23ezL'.

Level: IIL Date: 06l02105 Date: Level: J1 Date: 714/05 Level: III Date: ^^,j

COGEMA3VUTJN${,V].3 Re" Z AffechmaR e Rev. Dx. (lA 2XA9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#

04-41
Riser#

25

Loeation:
200 EAST TANK FARM

Exam Start:
06/02/05 0856

Exam End:
1921

Component ID:
AN103

Examination Surface:
® OD q ID PAINiED

Nominal
Thiekneas: 0.5"

Configuration:
PLA.I E

TO
PLATE

Rnbrated
0.3" TO 1.0"

Temp:
AMB OF

To(al LengN Examined: 12D, Soan Width: 17" Ref. Level Con-ection (Trans. Corr.):
o DB

Prooedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
p sS ® eS oTHER_

Condition:
N/A

File Name:
LIQUID/AIR-1A

Transdueer.
D(uL scL On[c ANGLE:

Xo Ref. Polnt (t o):
END OF PREVIOUS FILE

Y° RM. Point (w°).
20" FROM CL OF WELD TO CL OF SCANNER

Part Indication
X Start

(n)
X Stop

Qn)
Y Start
Qn)

Y Stop
(in)

Ave. Thk.
(n)

Mln. Thk,
R. Lig. Qn)

Area
Reportable

Max. Thk
Qn)

0-12 .549 .516 .565

12 - 24 .549 .524 .565

24 - 36 .549 .523 .565

36 - 48 .549 .510 .565

48 - 60 .549 .523 .565

60 - 72 .548 .470 .665

72 - 84 .547 .519 .565

84 - 98 .598 .518 .565

96- 108 .541 .515 .585

108-120 .541 .516 .56o

Remarks:
Peak Contact Thickness Data

Ezaminer. W. H. Nelson

1.^^^--
Exeminer. a s1: J. B. EI ¢^ Reviewer. W. H. Nelson

M^
Level: 111 Date: O6/02105 Date: Level: II Date: 7/4105

-
Level: III Date:

-i^

CpGEMA.SVUr4NS.6e71 Rev. 2 A6eMment 6 Rev. Ott. ei 2p3

Att. 2-24



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job#

04-41
Riser

# 25

Location:
200 EAST TANK FARM

Exam Start:
04118/05 0922

Exam End:
2130

Component ID:
AN703

Examination Surface:
® OD 0 ID 0 PAINTED

Nominal
Thiclmess: 0.5"

Configuration:
PLATE

TO
PLATE

CalNxated
0.3" TD 1.0"

Temp:
AMB OFRarce:

Total Length Examined:
120" S^n

Idth,
15-17"

Ref. Level Correction (Trans. Corr.): Dg

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

MaterialType:
0 SS ® CS oTHER

CondRion:

File Name:
LIQUID/AIR Tre^r SGL 0DEG ANGLE:

Xo Ref. Point (Lo).
EAST OF 24" RISER, C EAST AIR LINE

Yo Rei. Point (Wo):
31" FROM CL OF WELD TO CL OF SCANNER

Part # / Indication
X Start

Qn)
X Stop
Qn)

Y Start
(In)

Y Stop
(n)

Ave. Thk
Cm)

Mln. ThB.,
R, Lig. Qn)

Area
Reportable

Max,. Thk.
(in)

0-12 .543 .505 .550

12 - 24 .543 .518 .550

24- 36 .545 .519 .550

36 - 48 .543 .519 .550

48- 60 .542 .514 .550

60 - 72 .543 .476 .550

72 - 84 .541 .485 .550

84 - 96 .539 .511 .550

96-108 .538 .509 .550

108-120 .538 ,508 .550

Remarks:

Peak Contact Thickness Data

Ex/am' i,ner. W. H. Nelson

W

Examiner. nal J B Revleweyr^. W. H. Nelson

i^9d-J ^^....

Level: it Date: 04/1 al05 Date: evel: jjL, Date: 7/2W Level: I1I Date:"J

COGEMASVUTJNSODIJ Aa..2 Attuchmmf 6 Fev ^oi^
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

job If
04-41

Riser#
25

Lowtion:
200 EAST TANK FARM

Exam Start
04/18/05 0922

Exam End:
2130

Component ID:
AN103

Examinat"ron Surface:
® OD q ID q PAINTED

Nominal
Ttdckness: 0.5"

Configuration:
PLATE TO PLATE

Calibrated
0.3" To 1.0"Ran e:

Temp:
AMB'OF

Total Length Examined: 120„ Scan WuAh: 17" Ref. Level Correction (Trans. Con):
0

pg

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q SS ^ CS OTHER:

CondH'ron:
WA

File Name:
LIQUID/AIR A

Transdueer.
q

o
t^ DUAL q SGL 0 DEG ANGLE:

Xa Ref. Point (Lo):
END OF PREVIOUS SCAN

Yo Ref. Point (Wo):
31" FROM CL OF WELD TO CL OF SCANNER

icatfon
X Stad

m)
X Stop

(In)
Y Start
(n)

Y Stop
(In)

Ave. Thk
(n)

Min. Thk.,
R. Ug. ( n)

Area
Reportable

Max: Thk
(n)

2 .538 .505 .^'i0

4

P

.538 .508 .550

624 .538 .514 .550

8 .540 .511 .SS0

- 60048 .639 .505 .550

60 - 72 we .509 .550

72-84 .538 .508 .550

84- 96 .537 .508 .550

96 -108 .537 .508 .550

108-120 .532 .506 .550

Remarks:

Peak Contact Thickness Data

Examiner. W. H. Nelson

^^-^_.
Examiner. A J. B.

^
Reviewer. W. H. Nelson

Level: JIL Date: 0418105 Date: Level: JIL Date: 71=_ Level: IIL Date:

COGEMASVUr-WS4073 Rev.2 AeecMkrtB Rev. Oec.QY N103
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Jobu
04-41

Riserp
25

Location:
200 EAST TANK FARM

Exam Start:
05/09105 1330

Exam End:
1934

Component ID:
AN103

Examina8on Surface:
® W q ID PAINTED

Nominal
Thiclmess: 0.5"

Configuration:
PLATE

TO
PLATE

Catibrated
0.3" TO 1.0"

Temp:
AMB OFRan e:

Total Lengih Examined: Scan Wldth: 11 $" Ref. Level Conection (Trans. Corr.):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q 66 ® CS otrlER

Condqion:
N/A

File Name:
VERT.WELD /PLATE 2

Transducer
r SGL ODEG ANGLE:

Xo Ref. Point ( Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (WoY-
CENTERUNE OF WELD

Part i/ Indtcation
X Stait

(in)
X Stop

(in)
Y Start

(in)
Y Stop

(in)
Ave. TAk

(in)
Min. Ttdc,
It. Lig. (in)

Area
Reportable

Max. Thk
(in)

0-12 .510 .486 .535

12-24 .514 .498 .535

24 - 36 .515 .491 .535

36 - 48 .517 .491 .535

48 - 60 .515 .485 .540

60 - 72 .516 .50D .535

72 - tl4 .516 .499 .536

84-86.8 .517 .464 S40

Remarks:

Peak-Edge Contact Thickness Data

Examiner. Purdy

^

Examiner. J. 6.at. Revlewer. W. H. Nelson

Level: ^I Date: 05/03^O5^^1l1!JJII

P-Scan Limited

Date: Level: -9L Date: O6I30lO5 yL Date: 246Level:

COGEMASVUiJNS407.1 Rev 2 A16shmertE R"v Cx.0.4 $1a3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job If

04-41
Riser #

25

Location:
200 EAST TANK FARM

Exam Start:
05/18/05 0915

Exam End:
2047

Component ID: ^1^ Examatatbon Surface:
® OD q ID q PAINTED

Nominal
Tf9clmess: 0•5"

Coniguraton:
PLATE TO PLATE

R^^ed
0.3" To 1.0"

Temp:
AMB °F

Total Lengln Examined:
88 9" Scan

Width:
11.9"

Ref. Level Correction (Trans. Corr.): 0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
®CS OTHER:

CmWYlon:
N/A

File Name:
VERT.WELD /PLATE 3

Transducer.
19 DUAL scL 0 DEG ANaF:

Xc Ref. Point (Lc):
1" BELOW HORIZONTAL WELD

Yo Raf. Point (Wo):
CENTERLINE OF WELD

Part #/ Indicaaon X Start
pn)

X Stop
pn)

Y Start
( In)

Y Stop
(in)

Ave. Thk
(in)

Min. Thk,
R. Lig. Qn)

Area
Reportable

Max. Thk
(in)

0-12 .505 .476 .530

12 - 24 .509 .474 .530

24-36 .505 .462 .530

36 - 48 .510 .470 .530

48 - 60 .500 .455 .530

60 - 72 .501 .458 .530

72 - 84 .502 .459 .530

84 - 88.9 .605 .460 .525

Remarks:

Peak-Edge Contact Thickness Data

Ezam' er. Punly Examiner. A al J. B. Reviewer' W.H. Nelson

Level: 11 Date: 05/18lO5

P-Scan Limiled

Oate: L vel: ! Date: 063W05 Level: UI Date:inic;

CCGEMASVUt41VS4O73 Rev, 2 AHechm®nt6 Fev. Oec. GA 2xm
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job # Rlser0
04-41 25

Location:
200 EAST TANK FARM

Exam Start Exam End:
05/12/05 0921 1442

Component ID:
AN103

Examination
q ID q PNMED T6idmaess: 0.75.

Configuration:
PLATE TO PLATE Ran e:

Calibrated
0.3" To 1.0" AMB °FTemp'

Total Length Examined: 102 $„ Scan Width:
11 5"

Ref. Level Correction (Trans. Cort):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

MaterialType:
q ss ® Cs OTHER:

Condtion:
N/A

File Name:
^/ERT.WELD /PLATE 4

Transducer
A^Lr SGL 0 DEG M1GLE: o

Xo Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
CENTERLINE OF WELD

Part Indication
X StaM1

(in)
X Stop
(n)

Y Start
on)

Y Stop
(9i)

Ave. Thk
(In)

Min. Thk,
R. Lig. Qn)

Area
Reportable

Max. Thk
(i n)

0-12 .756 .709 .775

12 - 24 .752 .733 .775

24 - 36 .752 .731 .775

36-48 .750 .718 .775

48 - 60 .753 .731 .775

60 - 72 .752 .727 .775

72 - 84 .752 .730 .775

84 - g8 .755 .719 .775

98-102.8 .756 .798 .775

Remarks:

Peak-Edge Contact Thickness Data

ExJâm̂iner. W. H. Nelson Examiner acLm Revfewer. W. H. Nelson

Level: III Date: 05I12105 Date: Level: 11L Date: 9130/05 Level: 11 Date: ^^QJ

COGEMASVlR4NSM7.313ev 2 A^6 ftev. Dec. ei TDW
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Jobs
04-41

Rtseru
25

Location:
200 EAST TANK FARM

Exam Start:
05/16/05 0935

Exam End:
1355

Component ID:
^103

Examination Surface:
® oD D ID PAINTED

Nominal
Thiolmess: 0.875"

Conflgwauon:
PLATE

TO
PLATE

Calibrated
0.3" To 1.0"Ran e:

Temp:
AMB °F

Total Length Examined:
21 z"

Scan WdM:
11 4"

Ref. Level Correction (Trans. Com.): p DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
0^®„s on^k

Condition:
N/A

File Name:
VERT.WELD/PLATE 5

Transducer. o
Dt^at Sc^ 0 DEG ANGLE:

X° Ret Point (L°).
1" BELOW HORIZONTAL WELD

Yo Ree Point (Wo):
CENTERLINE OF WELD

Part# / Indieadon
X Start

pn)
X Stop
pn

Y Start
pn

Y Stop
Qn)

Ave. Thk
(in)

Min. Thk.
R. Lig. (n)

Area
Reportable

Max. Thk
(in)

0-12 .875 .848 .905

12 - 21.2 .875 .850 .900

Remarks:

Peak-Edge Contact Thickness Data

Examiner D Purdy Examiner. A : J. B, Id Reviawer. W. H. Nelson

^^

Level: -tL Date: 8

P-Scan Limfted

Date: L I: -11L Date: OM(QS

-

Level: JI Date:ak^i

COGEMASVUT4NSGO73 Rev. 2 Almclnenf 6 Rev. ps. 03, YAJ
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

o
04-41

iser #
25

Location:
200 EAST TANK FARM

Sysfem:
PSP-4

Exam Start:
05/09/05 1321

Exam End:
1945

Component ID:
AN103

Examination Surface:
® CD q ID q PAINTED

Nominal
Thickness: 0.5000"

Configuration:
PLATE TC PLATE ^lige.^-^d 0" To 1.5"

Temp:
AMB OF

Total Length Examined:
66.4"

Scan Width:
9.9"

Ref. Level Covection (Trans. Cort):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Materi®I Type:
q SS ® CS OTHER

Conditiom
N/A

File Name
/ Item A: VERT.WELD PLATE 2

Transducer °
q DUAL ® SGL q 0 DEC ® ANq.E: ^0

X° Rei. Point (L°):
1" BELOW HORIZONTAL WELD

vo Ret. Point (w°):
CENTERLINE OF WELD

Sizing Method Angie (deg) Reference Cal. Sheet Set-Up! File Name

7 45°SHEAR

2 60° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
R. Lig.

Max.
Amp.

It
On)

Length
n)

L2
(m)

WI
pn)

VYxifh
(m)

W2
(in IntlicatlonType

Remarks:

NO CRACKLIKE INDICATIONS

Exa ine . D. P y

Wa
Exemifrer. An J. B. EI er Reviewer. W. H. Nelson

hi^
Level: 11 Date: 0510 Date: Level: III Date: 07/O6!OS Level: I Date: ^Qy

COGEMASVUiJN54°1.3. Rev, 2 AN^f 5 Rev. Oec at NXA9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

Job #
04-41

Riser#

25
Location:

200 EAST TANK FARM
System:

PSP-4
Exam Start

05118l05 0935
Exam End:

2057
Component ID:

AN103
Examination Surface:
® OD q ID q PAINTED

Nominal
Thiolmeea: 0.5000"

connpuratron:
PLATE

TO
PLATE

R^^ted
0" TD 1.5"

Temp:
AMB DF

Total Length Examined:
86 . 5"

Scan Widlh: 10" Ref. Level CorrectWn (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q Ss ® CS OTHER:

Condttion:
N/A

File Name
/ ftem #: VERT.WELD PLATE 3

Transducer.
q WAL ® 5(i q 0 DEG ® ANGLE: 60°

X0 Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

`/o ReL Point (Wo):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

7 45° SHEAR

2 80° SHEAR

3 AATT

4 DUAL O°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. Lig.

Max.
Amp.

U
(n)

Length
pn)

L2
in

W1
(in)

Width
in

W2
(in) IndicationTryo

Remarks:

NO CRACKLIKE INDICATIONS

Examine . . 0. P dgZ Examiner. An : J. B. E Reviewer. W. H. Nelson

Levei: h Date: 8

P-Scan Limfled

Date: Level: III Date: 07108105 Level: _IJI_ Date:

COGEMASVUfJN^3 Rev 2 Ae^t5 Rev. Oeo 0. 200Y
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RPP-RPT-24476. Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job# Risel#

04-41 25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start Exam End:
05/12105 0935 1440

Component ID: ^1^ Examination Surf^e: Nominal
® OD q ID q PAINTED ThiWmess: 0.7500"

ConBguration: TO
PLATE PLATE

"Ca6brated
Range: 0 To 30

Temp: O
AMB F

Total Lenglh Examined:
100.4"

Soan Wldth:
8.4"

Ref. Level Conectlon (Trans. Corh:
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q SS ® CS O7HER

Cendrtion:
WA

Pae Name
/ Item #: yERT.WELD PLATE 4

Transducer.
q DUAL ® Sq. q OOEG WANCC^: 60°

Xc Ref. Point (Lo):
1" BELOW HORIZONTAL WELD

r° Ref. Point (W°):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 00° SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method Weid
Side

Depth
R. Lig.

Max.
Amp.

Lt
pn)

Length
(in)

L2
(^

Wt
pn)

Wrclth
Qn)

W2
(n)

Ind-w;ation Type

Remarks:

NO CRACKLIKE INDICATIONS

Examiner. W. H. Nelson Examiner

cc8

Reviewer. W. H. Nelson

Level:^il Date: 0.^1?JOS Date: Level: 111 Date: 7/6/05 Level: III Oate:!21 [11Q^

CCGEMASVUrJNS4e7.3 Rev 2 Alddvnarf5 Rev Oec 03 3'p3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC PSCAN
DATA REPORT I

Job #

04"41
Riser#

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start:
05/16/05 0953

Exam End:
1405

Component ID:
AN103

Examination Surface:
19 OD D ID O PAINTED

Nominal
T+> amess: 0.8750"

Confgura0on:
PLATE To PLATE Ra^iiget^ 0" To 3.5"

Temp ^B oF

Total Length Examined:
19 2"

Scan Width:
8 .4"

ReL Level Correction (Trans, Con):
0 DB

Pmcedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q ss ® CS OTHER

Condilbn:
N!A

File Name
/ ttem fi: yERT.WELD pLATE 5

Transdueer.
q DUAL ® SCi p OOEG ® ANGLE: 60°

Xo Ref. Point (L°):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (W°):
CENTERLINE OF WELD

S"vJng Method Angre (deg) Reference Cal. Sheet Set-Up / File Name

45° SHEARI

2 60° SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
R. Lig.

Max.
Amp.

L1
pn)

Length
(in)

12
pn)

Wt
(in)

Width
(i)

W2
(i)

hdicationType

Remarks:
NO CRACKLIKE INDICATIONS

Examine . D. Purdy Examiner, al : J. B. Reviewee r. W. H. NePson

A7

Level: II Date: 05/^ Date: Level: IIL Date: 7/6/05

: 0

Date:2taWLevel

COGEMASVUt-INSde73 Rer. 2 AeacMrenf S Rev. 0ee.Q1. 2]0.?
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Jobx Rlserx

04-41 25

Locagon:
200 EAST TANK FARM

Syatem:
PSP-4

Exam SNart: Exam End:
05/26/05 0808 2025

Component ID:
AN103

ExamYlaticn Surface: Nominal
0 CD q ID D PAINTED Thiclatesa: 0.5000"

Configuration:
PLATE

TO
PLATE Ra^^ig^e^^ 0" To 1.41"

remp:
AMB °F

Total Length Examined:
90.3"

Seen Width; 5.6" Ref. Level Correcbon (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q S5 ® CS OTHER

Condaion:
N/A

Fae Name
VERT WELD/2ND/ PLATE 2I ftem

Tranaducer. °
ODUAL ® SG. q 0 DED ® ANCLE: 45

x° Ree Parx (Lo):
1" BELOW HORIZONTAL WELD

vo Ref. Point (Wo):
CENTERLINE OF WELD

Str.kig Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45°SHEAR

2 60°SHEAR

3 AATT

4 DUALO°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
It Lig.

Max.
Amp.

Lt
(in)

Length
(in)

L2
(I n)

W1
(in)

Width
(in)

W2
(in)

IndicationType

Remarks:

NO CRACKLIKE INDICATIONS

Examiner. ^VkD. Purdv Examiner. J. B. c e Reviewer. W. H. NeWon

Level: II Date:

P-Scan Limited

Date: Levei: Ijl Date: 6127/OS Level: L Date: k!46

COGEMASVUTJNS-001.3 Rev. 2 AtheAnmf 5 Rev. Oec.U3.Z003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

System:
200 EAST TANK FARM PSP-4

n' I^ AN103

ifiDn
TOPLATE PLATE

gth Ezamined:
87.8" J scan 5ftn^ 5.6"

a: Rev.
COGEMA SVUT-INS-007.3 2

g VERT.WELD/2ND/ PLATE 3
oint(Le):

1" BELOW HORIZONTAL WELD
aM (wo):

CENTERLINE OF WELD

ng Method Angle (deg) Reference Cal. Sheet

2 60" SHEAR

3 AATT

04-41 1 25

05/26/05 0808 2025
mination Surtace: Nominal
OD q ID ^ PAINTED 0.5000"Tfuclmese:
^ted

0" To 1 41"
Temp:

AMB OF.
. Level Correction (Trans. Corr):

Q DB
erial Type: Condition:
SS ® CS OTHER N(A
sducer.

eI ouAL ® sa q o oEG ® ANGLE: 45

File Name

'Ind.I Method I
Weld

I w^^ (
Max.

( ^% ( Lr^h I /e^., I^^ ' ^ I
W2

I Indioation Type

NO CRACKLIKE INDICATIONS

Levei: 11 Date: 0526 Date:

P-SOan Limited

C.K:EYd_4NT11JS.M73 Rar. 2 dlMMrxl.S

Le^ 1lL Date: Leve" i. -(1 Date
21aw
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Job#

04-41
R'sera

25
Location:

200 EAST TANK FARM
System:

PSP-4
Exam Start

05/26/05 0808
Exam End:

2025
Component ID:

AN103
ExamAia6on Surface:
® OD q tD q PAINTED

Nominal
Tt idmess: 0.7500"

Configuration: TO
PLATE PLATE

"Calibrated
Range: 0" To 2.12

Temp: o
AMB F

Total Length Examined: 87 $" Scan Width:
5 .60

Ref. Level Correction (Trans. Cort):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q $s 0 CS OTHER:

Conditiom
N/A

File Name
/ ttem p: VERT.WELDl2ND/ PLATE 4

Transducer.
q DuAL ® Sa- q 0 DEG ® ArxG.E: 45°

Xo ReL PoiM (Lo):
1" BELOW HORIZONTAL WELD

Yo Ref. Point (Wo):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

7 45° SHEAR

2 60° SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
R. Lill.

Max.
Amp.

L1 Length
(m)

L2
(in)

Wt
Gn)

Wdth
(in)

W2
(in)

IndlcatlunType

Remarks:

NO CRACKUKE INDICATIONS

W er. Pur E^ominer. A Revlewer. W. H. Nelson

level: II Date: 05/26/05

P-Scan LimHed

Dafe: Level:,jlJ_ Date:l_mQ`j

^V^WS4073 R^. 2 AR.Nmrenrs ^. oWax xns
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

200 EAST TANK FARM
System;

PSP-4
„,®m ID:

AN103
iaauon: TO

PLATE PLATE

.egOh Pxamined:
21.4"

Scanwtdm: 5.9"

five: Rev.
COGEMA SVUT-INS-007.3 2

ame
#; VERT.WELD/2ND/ PLATE 5
L Point (Lo):

1" BELOW HORIZONTAL WELD
f. Point (Wo):

CENTERUNE OF WELD

ilrJng Method Angle (deg) Reference Cai. Sheet

t5° SHEAR I

2 60" S

3 AATT

Rleer ii

04-41 25

05127/05 0825 1400
minatlon Surfece: Nominal
OD ^ ID q PAINTED Thiefineas: 0.875"

brated
,ge; 0" To 2.47"

Temp: °
AM8 F

Level Correction (Trans. Con'):
0 DB

erial Type: CondMon:
SS ® CS OTHER_ WA

nsducer.
I DUAL ® ScL q o DEC ® nNGLE: 45

/ File Name

I INDICATION INFORMATION I

Ind.l Method ( SidWeld
e I ReLid. I Amo. I M) I L(in^lth I tin ( ((n) I (iN

W
I (in)

2
I IndicationTyPe

NO CRACKUKE INDICATIONS

Level: II Date: 05P27lOS li

P-Scan Limited

CCGEMASV!/TJNS.m79 Rcv.2 A^15

Date:

N4^.^ I1AUe^
JIL Date: 07106/05 Level: III Data. aw&

Rw M- 7
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job p Riser ir
04-41 25

Location:
200 EAST TANK FARM

Exam Start Exam End:
04/13/05 1004 2034

Component ID:
AN103 ^iOD o(] ID^ PAMlTED Thiclmaess: 0.875"

configuralion:
PLATE

TO
KNUCKLE

alibrate
Ran e:
Cd

0.3" To 1.0"
Temp.

AMB °F
Total Length Examined:

120"
ScanWkHh:

10.85"
Ref. Level Correction (Trans. Cort):

0 DS

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q ss 0 cs oTHER:

Condition:
N/A

File Name:
HORiZWELD (PLATE SIDE)

Tr
19
ansducer

r SGL 0 DEG q ANGLE: ^
Xo Ref. Point (Lu):

1 ST. AIR SLOT, WEST OF EAST AIRLINE, EAST OF 24" RISER
Yo Ret. Point (Wc):

CENTERLINE OF WELD

Part N / IrWiea6on
X Start

(n)
X Stop
(n)

Y 8tart
(in)

Y Stop
(in)

Ave. Thk
Cn)

Mln. Thk,
R. Li9• ( in)

Area
Reportable

Max. Thk
(n)

0-12 .893 .842 .910

12 - 24 .890 .870 .910

24 - 36 .886 .858 .910

36 - 48 .887 .856 .910

48 - 60 .887 .857 .910

60- 72 .884 .832 .910

72-84 .886 .861 .910

84-96 .883 .849 .910

96-108 .881 .859 .9D5

108 -120 .881 .859 .905

Remarks:

Plate Side, Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson Ettaminer. ly : J. B. EI er/ Reviewer. W. H. Nelson

LeveI:JIJ_ Date: 04113f05 Date: Level: lil Date: 8f30105 Level: 10 Dete:-7^24dj

COGEMASY(R'JNS.CQ^$ Rev. 2 Albe^t 9 Rer. Dec. C9. 2M3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job
04-41

Riser#

25
Location:

200 EAST TANK FARM
Exam Start:

04/13/05 1004
Exam End:

2034
Component ID:

AN103
Examination Swfaoe:

OD q ID q PAINTED
Nominal
Tnklmesa: 0.875"

Conflguration:
PLATE

TO
KNUCKLE

Canbrated
0.3° TO 1.0"

Temp: ^B OF
Ran e:

Total Length Examined:
47.8" Se n ^^: 10.8"

Ref. Level Correc8on (Trane. Corr.):
0 D8

Procedure:
COGEMA SVUT•INS-007.3

Rev
2

MaterisdType:
® Cs OTHER

Condition:

File Name:
HORIZ.WELD A(PLATE SIDE)

Transduaer.
® DUAL SoL gDEC q ANGLE:

Xo Ref. Point (!.o):
END OF FILE HORIZ.WELD

Yo Ref. Point (Wo):
CENTERLINE OF WELD

Part # / Indication
X Start

(m)
X Stop
Qn)

Y Stad
(n)

Y Stop
Qn)

Ave. Thk
(n)

Min. Thk.,
R. Lig. (In)

Area
Reportable

Max. Thk
(in)

0-12 .885 .863 .905

12 - 24 .883 .858 .905

24-36 .883 .851 .905

38 - 47.8 .884 .842 .905

Remarks:

Plate Side, Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson Examiner. I J. D. El r Revlewer. W. H. Nelson

Level: 111 Date: 04113/05 Date: L el: jl)_ Date: 6130/e5 Level: 11L Date:

COGEMA.3VUTJNS-0eTY Rev.2 AHxJmm,f 6 Rev. Dec. 2i 2'.G9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT I

Job#

0441
Riser#

25

LoeaOon:
200 EAST TANK FARM

Exam Start
06/15l05 0900

Exam End:
1300

Component ID:
AN103

Examina0on Surface:
g oD [] ID [] PAINTED

Nominal
Thidmess: 0.875"

contkJmaon:
PLATE TC KNUCKLE

Calibrated
0.3" TO 1.0"

Tanp
AMB °FRan e

Total Length Examined:
71.5"

Scan Width: 9.7" ReL Level Correction (Trans. Cort.):
0 DB

Praeedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q ss ® CS OTHER

Condition:
N/A

File Name:
HORIZ.WELD B(PLATE SIDE)

Transdueer. e
® DUAL SCi ® 0 DEG ANGLE:

Xo Ret Point (b):
BACK OF SCANNER AT WEST SIDE OF WELD ATTACHMENT

Yo Ref. Point (Wo):
CENTERLINE OF WELD

Part # I Indication
X Start

(n)
X Stop

(In)
Y Start

(in)
Y Stop

(In)
Ave. Thk

pn)
Min. Thk,
R. Lig. (in)

Area
Reportable

Max. Thk
(in)

0-12 .870 .851 .885

12 - 24 .868 .843 .885

24-36 .866 .829 .880

36 - 48 .869 .850 .880

48 - 60 .867 .849 .880

60 - 77.5 .869 .848 .885

Remarks:

Plate Side, Peak-Edge Contact Thickness Data
Vert Weld 23 - 24" Plate Side

Ezaminer. Purdy Exam6fer. A : J. 8. Ed^^ R/evfêwyê ^r. W. H. Nelson

^=b 1^/,I(,.^

Level: jL Date: 06HS/0S

P-Scan LBnited

Date: Level: 10 Date: 6/30/05

- -

Level: A Date:
2^12L1;

ldav.2 Atlecin"s,t8 H®v. Dac. (Al. 2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job#

04-41
Riser#

25

Looa6on:
200 EAST TANK FARM

Exam Start:
04/13/05 1014

Exam End:
2034

Component ID:
AN103

ExaminatWn Surface:
® OD q ID q PAINiE'D

Nominal
Thicimeee: 0.875"

conlf0uratian:
PLATE

TO
KNUCKLE

CaGbratad
0.3" io 1.0

Temp: ^g vf
Ra e

Total Length Examined: 120" Scan Widlh:
10 8"

Ref. Level Correction (Trans. Corr.):
0 DB

Procedure: •
COGEMA SVIJT-INS-007.3

Rev
2

Material Type:
q ss M as one

Conditmn:
N1A

File Name:
HOR(Z.WELD (KNUCKLE SIDE) TIN DUAL r SGL 0 DEG ANGLE: o

Xo Ref. Point ( Lo):
1ST. AIR SLOT, WEST OF EAST AIRLINE, EAST OF 24" RISER

Yo Ref. Point (Wo):
CENTERLINE OF WELD

Part # / ind'ication
X Btart

pn)
X Stop

(in)
Y Start

Gn)
Y Stop
pn)

Ave. Thk
(in)

Min. Thk,
R. Lig. Qn)

Area
Reportable

Max. Thk
(in)

0-12 .939 .912 .947

12 - 24 .936 .901 .947

24-38 .940 .920 .947

36 - 48 .940 .920 .947

48 - 60 .939 .906 .947

60 - 72 .940 .924 .947

72 - 84 .937 .914 .947

84 - 96 .939 .914 .947

96 -108 .930 .894 .947

108 -120 .936 .912 .946

Remarks:

Knuckle Side, Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson

l^2'^
Examiner. : J. S. RevieWer. W. H. Nelson

Level: Iil Date: 04113/05 Date: Level: IiL Data. 6130f06 Levei:III Date:441,Q>

Rev.2 AX"eXme"19 Mr. Dec. oc a]09
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job If
04"41

Risw

# 25

Location:
200 EAST TANK FARM

Exam Start
04/13/05 1014

Exam End:
2034

Component ID:
^1 D3

Examination Surface:
® 00 ID PAINTED

Nominal
Thiclmess: 0•875"

Configuration: TO
PLATE KNUCKLE

Calibrated Temp: ^
Range: 0.3" TO 1.0" AMB F

Total Length Examined:
47.8" ^n ^^: 10.8"

Ref. Level Correc8on (Trans. Corr.):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q ss 0 CS On-ER

Condition:
N/A

File Name:
HORIZ.WELD A (KNUCKLE SIDE)

Transducer.
DUAL SGL 0 DEG q ANGLE:

Xo Ref. Point (b):
END OF FILE HORIZ.WEW

Ya Ref. Pohrt (Wo):
CENTERLINE OF WELD

Part # / indieation
X Start

(in)
X Stop

(in)

Y Start
(in)

Y Stop
(in)

Ave. Thk
(in)

Mln. Thk,
R. Lig. On)

Area
Reportable

Max. Thk
(in)

0-12 .939 .913 .947

12 - 24 .931 .696 .947

24-36 .931 .914 .947

36 - 47.8 .931 .916 .947

rRemarks:
Knuckle Side, Peak-Edge Contact Thickness Data

Examiner. W. H. Nelson

.yW2ZA=.
Examiner: al : J. B E

VAtL2

Reviewer. W. H. Nelson

Level: III Date: 04/14/05 Date: Level: -L Date: 6130105 Level: yl Date: a[a4lj

CCGEMASVUi-MSlO] 3 Rev. 2 Atbchmev( 6 Fev. Oec. aY, aDO.4
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS
DATA REPORT

Job#

^"`Gi
Riser#

25

Location:
200 EAST TANK FARM

Exam Stark
06/15/05 0910

Exam End:
1310

Component ID:
AN103 13

oe.^^^D NTho^^
0.875"

Configuration: PLATE TO
KNUCKLE

^k^ted 0.3" TO 1.0" T^' AMB OFRan e
Total Length Examined:

71 5"
Scan Widlh:

9.7"
Ret Level Corceotton (Trans. Corr.): DS

Procedure:
COGEMA SVUT-INS-007.3

Rev
2

Material Type:
q ss 0 CS OTHER:

CondiHai:

File Name:
HORIZWELD B (KNUCKLE SIDE) T^pq^Lr sGL 0 DEC q ANCIX.E: '

X0 Ref. Point (Lo):
BACK OF SCANNER AT WEST SIDE OF WELD ATTACHMENT

Ya Ref. Point (Wc);
CENTERLINE OF WELD

Part # f Indication
X Start

(in),
X Stop

(rn)
Y Start

(In
Y Stop
(i)

Ave. Thk.
(in)

Mn. Thk.,
R. LI . (in)

Area
Reportabk

Max. Thk.
pn)

0-12 .915 .886 .950

12-24 .937 .895 .950

24 - 9B .931 .901 .945

36 • 48 .931 .892 .945

48 • 60 .931 .910 .945

60- 71.5 .931 .902 .945

Remarks:

Knuckle Side, Peak-Edge Contact Thickness Data
Vertical weld - 9.5 -11" Knuckle side.

E^min . Purdy Examiner a J. B. E Reviawer. W. H. Nelson

Level:11 Date: 6/15/05

P-Sean Limited

Date: evel: III Date: 6l30105 Level: III Date:it-31Qa

CQGE111ASVUTJNS[l07.3. Rw 2 AWC6menf6 Rev. nee. at. MQ9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

Jobn Rlaerp
04-41 25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start: Exam End:
04/13/05 0957 2027

Component ID:
AN103 ® Da q ID q PAINTED Th'u.9mese: 0,8750"

Configuration: TO
PLATE KNUCKLE

Calibrated
Range: 0

p
To 3.5"

Temp:
AMB °F

Total Length Examined: 120p Scan WidM: 7
0'

Ref. Level Correction (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Materlal Type:
®os OTHER

CondHion:
N/A

no Name
/Bemffi: HORIZ.WELD

Transducer.
®SGL ®ANGLE: 60°

X0 Ref. Point (U):
1 ST. AIR SLOT,INEST OF EAST AIRLINE, EAST OF 24" RISER

Yo Ref. Point (v°):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45°SHEAR

2 60° SHEAR

3 AATT

4 DUAL

INDICATtON INFORMATION

Ind. Method
Weld
Side

Depth
R. Ug.

Max.
Amp.

L1
Cm)

Length
Qn)

L2
(n)

Wt
(in)

Width
Cm)

W2
(In) Indication Type

Rematke:
NO CRACKLIKE INDICATIONS

Ezaminer. .Wy .̂ H. ^Nelson

V9^!
Jt.s----

Examiner. a ; J. Reviewer W. H. Nelson

LeveI:JIL Date: 04/t3/OS Date: evel:JIL Date: 7/81O5 Level: ili Date:

COGEMASVUT4NS-0013 Rev. 2 Afbchmenf 5 nev. Dec. e9 Xq9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I 4-41 5

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start
04/13/05 0957

Exam End:
2027

Component ID:
AN103

Examination
® IDu q PAINTED Thickness: 0.8750"

Confgwetlon:
PLATE

TO
KNUCKLE e^^ 0" To 3.5"

Temp:
AMB °F

Total Length Examined:
45.4"

Scan Wfdth:
7.6"

Ref. Level Correction (Trans. Corr):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev,
2

MaterialType:
q ss ® DS OTHeR

CondNion:
N/A

File Name
/@em # HORIZWELD A

Tmnsducer.
q DUAL ® SC@ q O DEG ® ANGLE: 60°

X° Ref. Point (L°):
END OF FILE HORIZ.WELD

Yo Ret' Point (W°):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up/ File Name

1 45° SHEAR

2 60°SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method Weld
Side

Dep1h
R. Lig.

Max.
Amp.

L1
(in)

Length
(in)

L2
¢n)

Wi
(in)

Width
(m)

W2
n IndicationType

Remarks:

NO CRACKLIKE INDICATIONS

Examiner. W. H. Nelson Emminer. A al J. B. Elde Revlewer. W. H. Nelson

Levei: Ilf Date: 04/13105 Date: L vel: JIL Date: 7/^ Level: III Date: 2"0y

COGEMASVUTaNSt01.3 Rev. 2 Aa^t 5 Rev Vc. Q2 2'%!9
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

Jobi

04-41I

RlserB

25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start:
06/15/05 0920

Exam End:
1320

Component ID:
AN103 ® ODa q 1Du q PAINTED

Nominal
TItiGmesa: 0.8750"

Configuration: TO
PLATE KNUCKLE

Calibrated
Range: 0" To 3.5"

Temp:
AMB °F

Total Length Examined:
69 . 1"

Scan Wldth:
8.4"

Ref. Level CortecBon (Trans. Corr):
0 DB

Prooedure:
COGEMA SVUT-INS-007.3

Rev.
2

Materiat Type:
q sS ® CS OTHER

Condition:
NIA

File Name
HORIZ WELD B/ ftem #:

Treneducer. °
q DUAL ® SGL q 0 DEG ® ANGLE: 60

X0 Ref. Point (Lo):
BACK OF SCANNER AT WEST SIDE OF WELD ATTACHMENT

vo Ref. Point (Wo):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 80° SHEAR

3 AATT

4 DUAL O°

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. L.

Max.
Amp.

LI
(i n)

Length
(in)

L2
(n)

W1
(in)

Width
(in)

W2
(in)

IndicatlonType

Remarks:

NO CRACKLIKE INDICATIONS

Fica^ er. .. Purdy^

V..J

Faaminer. n yst: J. B. E Reviewer. ,..W.H. Nelson

U[!YT/+-^

Level:,)J- Date: 06M5/OS Date: Level: III Date: B^ /ri

-

Level:JIL Date:

CCGEMASWTJNSU013 Rev. 2 A(ecMnmf 9 Fev. Dec. 0.i 2]63
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT

Joh s
04-41

Riser u
25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start
06/01/05 0847

Exam End:
1350

Component ID:
AN103 ® ODa 0 IDu Q PAINTED

Nominal
Thktmess: 0.8750"

Configuration:
PLATE

TO
KNUCKLE Range:

Calibrated
0" To 2.4r T^p AMB °F

Total Length Examined:
120"

Spn WIft:
6.4"

Ret. Level Correction (Trans. Con):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q SS 0 CS OTHER

Condftlon:
N/A

File Name
HOR2.WELD/2ND/KNUCKLE/ ttem #:

Transducer. °
O DUAL ® SGL q 0 DEG 0 ANGLE: 45

x° Ref. Point (Lo): 1sT
AIR SLOT, WEST OF EAST AIRLINE, EAST OF 24" RISER

r° Ref. Point (Wo):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 SO°SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

Ind. Method Weld
Side

Depth
R. L^.

Max.
Amp.

L7
(n)

Length
(fn)

L2
(in)

W1
pn)

Widlh
n

W2
(In) Indication Type

Remarks:

NO CRACKLIKE INDICATIONS

Examh^ D. Purdy Examiner. a : J. B. EI R)ev̂iêwer. W. H. Nelson

!1/

Level:-(L Data. OS101

P-Scan Lim3ed

Date: evel: III Date: 716M

-

Level: Iil Date:itiltoS

COGEMASVUrA^71 Rev. 2 AMaNrms,t b Rev. pec. at ax3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

J°bf
04-41

Rlaere
25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Stalt:
06/01/05 0847

Exam End:
1350

Component ID:
AN
1^

® OD q ID q PAINTED NThiololeaa: 0.8750"

Conftgoration:
PLATE TD KNUCKLE Re^^ 0" TO 2.47"

Temp:
AMB °F

Total Length Examined:
44.7"

Scan Width:
5.4"

Ret. Level Coneotion (Trans. Con):
0 DB

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Material Type:
q SS ® CS OTHER:

Condition:
N/A

File Name
! Item a: HORZ.WELD/2"°/FWUCKLE A

Transducer.
q DUAL ® SGL q 0 DEC 0 ANGLE: 45"

Xo Ref. Point (Lo):
END OF FILE HORZ.WELD/2ND1KNUCKLE

Yo Ref. Point (Wo)
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up / File Name

1 45° SHEAR

2 60° SHEAR

3 AATT

4 DUAL 0°

INDICATION INFORMATION

ind. Method
Weld
Side

Depth
R. Lig,

May
Amp.

L1
on)

Length
(in)

L2
pn)

W7
CN

WidtA
(I n)

WZ
M

IndicatlonType

Remarks:

NO CRACKLIKE INDICATIONS

Examiner. D. PurdyrW, Examiner. Ana at: J. Revievrer. W. H. Nelson

LeveI:,JL Date: 0

P-Scan Umlted

Date: Leve1:L Date: 718M Level: 21atQj

CDGEBNSVUi4NSN7.A Rev. 2 AexJ~R9 Rev. Dec. 012003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN
DATA REPORT I

JabA Rlser#

04-41 25

Location:
200 EAST TANK FARM

System:
PSP-4

Exam Start: Exam End:
05/27105 0825 1400

Component ID:
AN103 0 ODaC71Du 0 PAINTED Thmtclmess: 0.8750"

ca gguration:
PLATE To KNUCKLE ^,^^d 0" To 2.47" Te^: AMS °F

Total Length Examined:
75.4"

9can Widh:
5.7"

Ref. Level Correction (Trans. Cort):
0 DB

Procedure:
COGEMA SVUTINS-007.3

Rev.
2

Materiad Type:
q SS ® CS OTHER:

Condgion:
N/A

File Name
/ Rem #: HORZ.WELD/2Np/KNUCKLE B

Transducer.
q DUAL ® SGL q U DEC ® ANGLE: 45

„

xc Ref. Point (Lo):
BACK OF SCANNER AT WEST SIDE OF WELD ATTACHMENT

Yo Ref. Point(Wo):
CENTERLINE OF WELD

Sizing Method Angle (deg) Reference Cal. Sheet Set-Up I File Name

7 45o SHEAR

2 80° SHEAR

3 AATT

4 DUAL Oo

INDICATION INFORMATION

Ind. Method
Weld
Side

Depth
R. I.W.

Max.
Amp.

Lt
(in)

Length
(in)

L2
(in)

Wt
M)

Witlm
(in)

W2
(in)

IndioationType

Remarks:

NO CRACKLIKE INDICATIONS

Exarti . D. Purdy Fxuminer. al : J. B I Reviewer. W. H. Nelson

levei:g Date: p 7l

P-SCan Lnnited

Date: evel: 11, Date: f76/O5 Level: Date: "lt^i0j

Rsv.2 Attecl"nmf5 Rev. Dae 09 ab3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job#

CALIBRATION SHEET 05-41
Riser#

25

Location:
EAST TANK FARM S^^ 103-AN

Calibration
Bbto^ 444-99-30-004

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Thickness:
0.3" to

I.Q. Materiat
Carbon Steel

UT System:
PSP 4

Serial No.
405

Reference
Block: N/A

Software Version:
P-SCAN SyS. 4 1.3

Rev. 2 Thickness: N/A Materiat.
N/A

Linearity Due Date:
06/30/2005

Reference Block Temp:
AMB OF

Scanner Type:
AGS-2

Serial No.
401

Couplant:
Water

Betch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
100 Feet

Signal Cable:
COAXIAL

Cable Length:
100 Feet

Channel
Transducer

Make
Model

Freq.
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1 KB MSEB 5 9x2MM 02002 0

2 *KB MSEB 5 9X2MM 01997 0

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04/04/05 04/04/05 04/11/05 04111/05 04/12/05 04/12105 04/18/05 04/18/05

TIME: 1016 1954 1008 2011 0826 1441 0922 2130

REFLECTOR: .3"-1.0" .3"-1.0" .3"4.0" .3"-1.0"

H 1
THK. 1 .303" .301" . 298" .296" .301" .308" 296" .298"

.C
THK.2 1.00170db . 999"10db 1.00"10db . 995"10db 1.00"10db 1.005"1-1db 1.00"/Odb .999"/2db

CH 2
THK.1 . 301" .299" . 298" .296" . 303" .305"" .296" .296"

.
THK. 2 1.00"10db . 9999-1db 1.00"/Odb . 995"/Odb 1.00"10db 1.005"1-1db 1.00"/0db .996"/2db

CH 3
THK 1 .299" . 299" . 298" . 296" 301" .305" . 296" .294"

.
THK. 2 1.00"IOdb . 999"/-1db 1.00"/Odb . 995"/0db 1.00"IOdb 1.005"I-1db 1.00"/0db .997-/2db

4CH
THK. 1

.
THK. 2

EXAMINER: WHN WHN WHN WHN WHN WHN WDP WDP

Remarks:

CAL-T
* Transducer 01997 used on 4/18/2005.

Examiner: .. Purdy
I

W

Examiner: W. H. Nelson

40"

Reviewer. W. H. N^elson

^(a/St^,^!,

Level: II Date: 04/1 5

P-Scan Limited

Level: III Date: 04104-12/05

,

Level: III Date: 07/17/2005

COGEMA-SVVi-/NS-0Ui3. R<e 3, ARachment I Rev. Oec.0.3,2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN Job#

CALIBRATION SHEET I
5-41

Riser#

25

Locatlon:
200 EAST TANK FARM

System:
103-AN

C alibration
444-99-30-0011002

Procedure:
CCGEMA SVUT-INS-007.3

Rev.
2

Thickness:
1.0"

Material:
Carbon Steel

l1T System:
PSP-4

Serial No.
405

Reference
Biook N/A

SoRware Version:
P-SCAN Sys. 4 1.3

Rev. 2 Thickness: N/A Material:
N/A

Linearity Due Date:
06/30/2005

Reference Block Ternp:
AMB oF

Scanner Type:
AGS -2

Serial No, 401 Couplant:
Water

Batch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
100 Feet

Signal Cable:
COAXIAL

Cable Length:
100 Feet

Channel
Transducer

Make
ppodel Freq.

(MHz)
Size Serial No.

Angle (deg)
Nom./Act.

Wedge
Type

KB MWB 4 8x9mm 3142 45

2 KB MWB 4 Bx9mm 3140 45
3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04104/05 04/04/05 04/11/05 04/11105 04/12/05 04/12/05 04/15/05 04115/05

TIME: 1025 1957 0934 2006 0819 1444 1035 2040

REFLECTOR /
ORIENTATION:

. 050"
Notch

.050"
Notch

. 050"
Notch

.050"
Notch

.050"
Notch

.050"
Notch

.050"
Notch

.050"
Notch

1CH
AMPLnUDE 80%/Odb 80%/Odb 80%/Odb 80%/Odb 80%/0db 80%12db 80%IOdb 80%/•1db

.
LOCATION 1.414" 1.397" 1.414" 1.396" 1.414" 1.404" 1.414" 1.404"

CH 2
Ar.tPLrtUDE 80%/Odb 80%1-2db 80%/Odb 80%/-2db 80%/Odb 80°/a/tdb 80%10db 80%/-2db

.
LOCATION 1.414" 1.404" 1.414" 1.410" 1.414" 1,401" 1.414" 1.427"

CH 3
AMPLmJDE

.
LOCATION

CH 4
PMPLITUDE

.
LoCAT1pN

EXAMINER: WHN WHN WHN WHN WHN WHN WHN WHN

Remarks:

CAL. P

Examiner: W. H. Nelson Examiner: Reviewer: Ŵ/. H. Nelson

/^/^ l1e.^ -

Level: III Date: 4/4-15/05 Level: - Date: Level: III Date: 07117/2005

COGEMASVVTdNS-001.3, Rev. Z AMecNment 3 Rev. DeG V3, 2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN Job#

-

Riser#

04-41 2
1

5CALIBRATION SHEET
Location: System: Calibration

200 EAST TANK FARM 103-AN Block: 444-99-30-001/002
procedure: Rev. Thickness: Matedal:

COGEMA SVUT-INS-007.3
2 1 0^^

Carbon Steel
UT System: Serial No. Reference

PSP-4 201 Block: N/A

Software Version: Rev. Thickness: Material:
P-SCAN Sys. 4 1.3 2 N/A N/A

Linearity Due Date: Reference Block Temp:
O06/30/2005 AMB F

Scanner Type: Serial No. Couplant: Batch No.
AWS-5d

310
Water N/A

Scanner Cable: Cable Length:
COAXIAL 80 Feet

Signal Cable: Cable Length:
COAXIAL 80 Feet

Channel
Transducer

Model
Freq. Size Serial No.

Angle (deg) Wedge
Make (MHz) Nom. ! Act. Type

1 KB MWB 4 Bx9mm 2-3200 60

2 KB MWB 4 8x9mm 2-3029 60
3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04/13/05 04/13/05 04/14/05 04/14/05 05/09/05 05109/05 05/12/05 05/12/05

TIME: 0957 2027 0846 1537 1321 1945 0935 1440

REFLECTOR / .050" .050" .050" .050" .050" .050" .050" .050"
ORIENTATION: Notch Notch Notch Notch Notch Notch Notch Notch

1CH
AMPLITUDE 80%/Odb 80%/2db 80%/Odb 80%/2db 80%/Odb 80%/-2db 80%/Odb 80%/Odb

.
LOCATION 2.00" 1.993" 2.00" 1.990" 2.00" 1.990" 2.00" 1.990"

CH 2
AMPLITUDE 80%/Odb 80%1-2db 80%/0db 80%/1db 80%/Odb 80%/1db 80%/Odb 80%/2db

.
LOCATION 2.00" 2.007" 2.00" 1.990" 2.00" 1.995" 2.00" 1.976"

AMPLITUDE
3CH .

LOCATION

AMPLITUDE
4CH .

LOCATION

EXAMINER: WHN WHN WHN WHN WDP WDP WHN WHN

Remarks:

CAL. P2

Examiner: Purdy Examiner: W. H. Nelson Reviewer: W. H. Nelson

^

Level: II Date: 5/0 Level: III Date: 03 - I`{ 105 Level: III Date: 07/1

_-

7/2005

P-Scan Limited L.alan S jt"t I °^r
•i•oS

COGEMA-SVUT-INS1I013, Rev 2, AtlacOmenr 3 Rev. Dec. 03, 2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN .tobp Riser #

CALIBRATION SHEET 04-41
I I

25

Location: System: Calibraeon
200 EAST TANK FARM 103-AN Block: 444-99-30-001/002

Procedure: Rev. Thickness: Material:
COGEMA SVUT-INS-007.3 2 1.0" Carbon Steel

UT System: Serial No. Reference
PSP-4 201 Block: N/A

Software Version: Rev. Thickness: MetedaC
P-SCAN Sys. 4 1.3 2 N/A N/A

Linearity Due Date:
/ 5

Reference Block Temp:
°30/06 200 AMB F

Scanner Type: Serial No. Couplant: Batch No.
AWS-5d 310 Weter N/A

Scanner Cable: Cable Length:
COAXIAL 80 Feet

Signal Cable: Cable Length:
COAXIAL 80 Feet

Channel 7ransducer
Model

Freq.
Size Serial No. Angle (deg) Wedge

Make (MHz) Norn. / Act. Type

1 KB MWB 4 8x9mm 03334 45

2 KB MWB 4 8x9mm 03242 45

3 KB MWB 4 8X MM 03247 45

4 KB MWB 4 8X9MM 03286 45
INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 05/26/05 05/26/05 05/27/05 05/27/05 06/01/05 06/01105

TIME: 0808 2025 0825 1400 0847 1350

REFLECTOR / .050" .050" .050" .050" M. .050"
ORIENTATION: Notch Notch Notch Notch Notch Notch

AMPLITUDE 80^/a/Odb 80%/Odb 80%/0db 80%/-tdb 80%/Odb 80e/dOdb
CH 1.

LOCATION 1.414" 1.404" 1.414" 1.417" 1.414" 1.414"

CH 2
PMPLITUDE 80%/0db 80%Itdb 80%/Odb 80e/n/Odb 80%/0db 80%/-ldb

.
LOCATION 1.414" 1.40T' 1.414" 1.414" 1.414" 1.414"

CH 3
AMPLnODE 80%/0d 80%/2db 80%/Odb 80%/-2db 80%/Odb 80%/-1db

.
LOCATinN 1.414" 1.411" 1.414" 1.411" 1.414" 1.411"

CH 4
AMPLITUDE 80%/Odb 80%/ldb 80%/Odb 80%I-tdb 80%IOdb 80%/-2db

.
LOCATION 1.414" 1.407" 1.414" 1.407" 1.414" 1.411"

EXAMINER: WDP WDP WOP WDP WDP WOP

Remarks:

CAL.. P4

Examiner:

^^

Purdy Examiner: Reviewer: W. H. Nelson

tuoi -
Level: II Date: 5/26-?6 r^05 Level: i Date: Level: III Date: 07/17/2005

P-Scan Limited

CGGEMASVUT-IN&001.3, Pev P, Attachmant 3 R9v oc.0J,t4G3
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job#

05-41CALIBRATION SHEET I I

Riser#

25

Location:
200 EAST TANK FARM

System:
102-AN

Calibration
eloqk; 444-99-30-004

Procedure:
COGEMA SVUT-INS-007.3

Rev. 2 Thickness:
0.3" to 1.0"

Material:
Carbon Steel

UT System:
PSP-4

Serial No.
201

Reference
gtodc N/A

Software Version:
P-SCAN Sys. 4 1.3

Rev. 2 Thiakness: N/A Material:
N/A

Llnearity Due Date:
06/30/2005

Reference Btock Temp:
AMB OF

Scanner Type: Sedal No.
310

Couplant:
Wat2r

Batch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
80 Feet

Signal Cable:
COAXIAL

Cable Length:
80 Feet

Channel Transducer
Make Model

Freq.
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1 KB MSEB 5 8x2MM 01939 0

2 'K8 MSEB 5 8x2MM 01997 0

3 `K8 MSEB 5 8x2MM 02005 0

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04/15/05 04/15/05 04/18105 04/18105 06102/05 06/02105 06/02105 06/02/05

TIME: 1039 2044 0834 2138 0843 1915 0856 1921

REFLECTOR: . 3"-1A" 3"-10 .3"-1.0" .3"-1-0" . 3"-1.0" .3"-1.0" .3"-1.0"

iH
111K.1 . 299" .299" . 303" .299" . 298" .296" .303" .393"

.C
THK.2 1.00"IOdb 1.00"/odb 1.00"/Odb . 996"1-1db 1.00"10db . 995"/Odb 1.00"/0db 1.00"fldb

H 2
THK. 1 299" .295' .303" .299" . 303" .301" . 299" .299"

C .
THK.2 1.00"Ndb . 996"l0db 1.00"/0db . 99870db 1.00"/0db . 887"lOdb 1.00"/Odb 1_o0'71db

THK.1 . 299° .295" . 303" .299" . 298" .301" . 299" .299"
CH.3

THK. 2 1.00"/odb . 993"IOdD 1.00"/Odb .996"/Odb 1.00"/0db .997"lodb 1.00"/Odb 1.00"Iidb

CH
THK. 1

.4
THK. 2

EXAMINER: WHN WHN WDP WDP WHN WHN WHN WHN

Remarks:

CAL.T2
'Transducer 01997 & 02005 used on 612/05

Examiner: W. 0. Purdy Examiner: W. H. Nelson

ZV,42J6--
Reviewer: W. H. Nelson

Level: 11 Date: 4/18/05

P-Scan Limited

Levef: !II Date: ry

_
Level: I7t Date: 0711712005

COGENA.SWT4NS-0n13, Ree 2, AttachmeM I Rev Deq 03,Y003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job #
CALIBRATION SHEET 04-41

Riser It
25

Location:
200 EAST TANK FARM

System:
103-AN

Calibration
Block: 444-99-30-004

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Thickness:
0.3" to 1.0"

Material:
Carbon Steel

UT System:
PSP-4

Serial No.
201

Reference
Block: N/A

Software Version:
P-SCAN Sys. 4 1.3

Rev.
2

Thickness:
N/A

Material:
NIA

Linearity Due Date:
06/30/2005

Reference Block Temp:
AMB °F

Scanner Type:
AWS-5d

Serial No.
310

Couplant:
Water

Batch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
80 Feet

Signal Cable:
COAXIAL

Cable Length:
80 Feet

Channel Transducer
Make

Model
Freq.

(MHz)
Size Serial No.

Angle
(deg)

Wedge
Type

1 KB MSEB 5 8x2MM 01939 0

2 KB MSEB 5 8x2MM 02002 0

3 'KB MSEB 5 8x2MM 01997 0

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 05109/05 05/09105 05109/05 05/09/05 05/12/05 05/12105 05/12/05 05/12105

TIME: 1330 1330 1934 1939 0915 0921 1442 1442

REFLECTOR: .3"-1.0" .3"-1.0" .3"-10" .3"-1.0" .3"-1.0" .3"4.0" .3"-1.0"

CH
THK. 1 . 301 .298" .298" .298" . 301 .301" .298" .298"

. 1
THK.2 1.00"/0db . 999"12db 1.00"10db . 99370db 1.00"/Odb 1.001/0db . 999'/Odb . 999'7-2db

CH 2
THK.1 .298" . 292" . 298" .298" .296" . 301 .298" .298"

.
THK.2 1.00"/0tlb . 99372db 1.00"/0db .996"71db 1.00"l0db 1.00"/Odb .999"70db .999"h2db

CH 3
THK.1 $01"" . 295" .298" .298" . 298" .301 . 295" .298"

.
THK.2 1.00"/0db . 996"/2db 1.00"/Otlb . 999"10db 1.00"/Odb 1.00'70db . 993"/idb .9987-1db

4CH
THK. i

.
THK. 2

EXAMINER: WOP WDP WDP WOP WHN WHN WHN WHN

Remarks:

CAL.T4
'Transducer #01997 used with #01939 on 5/12/05

Examiner: Purdy (({{`

1^J 1^^_!_

Examiner: W. H. Nelson

^^A

Reviewer: W. H. Nelson

(./V / _

Level: II Date

P-SCan Limited

: 5 5 Level: III Date: 5/12/05 Level: III Date: 07/17/2005

COGEMA-SVUT-INS-0OT 3, Rev 2. AMecbmen! I Rev. Oec 03. 3043
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job#

04-41CALIBRATION SHEET I I

Riser#

25
Location-

200 EAST TANK FARM
System:

103-AN
Calibration

Block: 444-99-30-004
Procedure:

COGEMA SVUT-INS-007.3
Rev. 2 Thickness:

O.Y. to 1.0"
Materiat

Carbon Steel
UT System:

PSP-4
Serial No.

201
Reference

Block: N/A
Software Version:

P-SCAN Sys. 4 1.3
Rev.

2
Thickness:

N/A
Matedal:

N/A
Linearity Due Date:

06130/2005
Reference Block Temp:

AMB OF
Scanner Type:

AWS-5d
Serial No.

310
Couplant

Water
Batch No.

N/A
Scanner Cable:

COAXIAL
Cable Length:

80 Feet
Signal Cable:

COAXIAL
Cable Length:

80 Feet

Channel Transducer
Make

Model Fre4-
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1 KB MSEB 5 Bx2MM 01939 0

2 KB MSEB 5 9x2MM 02005 0

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 06115/05 06115/05 06115/05 06115/05

TIME: 0900 0910 1300 1310

REFLECTOR: . 3"-1.0" .3"-1-0" .3"-1.0" .311-1.0"

CH 1
THK. 1 , 298" .298" . 298" .298"

.
THK.2 1.00"/Odb 1.00"10db 1.00"/0db . 993'70db

CH
THK.1 . 298" .298" . 295" .298"

. 2
THK.2 1.00"10db 1.00"10db .996"/idb . 996"12db

CH
THK.1 .298" . 298" .295" .292"

. 3
THK.2 1.00"/0db 1.00"l0db . 996'1-2db . 996"/1db

4CH
THK. 1

.
THK. 2

EXAMINER: WDP WOP WDP WDP

Remarks:

CAL.T6

Examiner: W. rdy

PP̂

Examiner: Reviewer:

FL`^

W. H. Nelson

/tr

Level: II Date: 6/15/05

P-Scan Limited

Level: _ Date: Level: III Date: 07/17/2005

COGEMA-SVOT-MS407.3, Rev 2. Attachment 1 P. Cec.03,2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN Job# Riser#

CALIBRATION SHEET I
04-41 25

Location: System: Calibration
200 EAST TANK FARM 103-AN Block: 444-99-30-0011002

Procedure: .Rev Thickness: Material:
COGEMA SVUT-INS-007.3 2 1.0" Carbon Steel

UT System: Serial No. Reference
PSP-4 201 Block: N/A

Software Version: Thickness: Material:
P-SCAN Sys. 4 1.3 T7777 N/A

N/A

Linearity Due Date: Reference Block Temp:
O06/30/2005 AMB F

Scanner Type: Serial No. Couplant: Batch No.
AWS-5D 310 Water N/A

Scanner Cable: Cable Length:
COAXIAL 80 Feet

Signal Cable: Cable Length:
COAXIAL 80 Feet

Channel
Transducer

Model
Freq.

Size Sedal No. Angle (deg) Wedge
Make (MHz) Nom./Act. Type

1 KB MWB 4 8x9mm 03334 45

2 KB MWB 4 8x9mm 03286 45

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04/11/05 04/11/05 04/12105 04/12/05 04/13/05 04/13105 04118/05 04/18/05

TIME: 1313 2201 0846 1455 0901 1925 0845 2142

REFLECTOR / . 050" .050" . 050" .050" .050" .050" .050" .050"
ORIENTATION: Notch Notch Notch Notch Notch Notch Notch Notch

AMPLRUDE 80%dOdb 80%2db 80%10db 80%12db 80%dOdb 80%/1db SO%/Odb 80°/didb
CH 1.

LOCATION 1.414" 1.397" 1.414" 1.411 1.414" 1.411" 1.414" 1.411

CH 2
AMPLITUDE 80%/Odb 80%/-2db 80%/0db 80%/2db 80%/Odb 80%11db 80°h/Odb 80%/-2db

.
LocAnON 1.414" 1.407" 1.414" 1.411" 1.414" 1.414" 1.414" 1.414"

Ph1PLITUDE
CH 3.

LOCATION

AMPLITUDE

CH 4.
LOCATION

EXAMINER: WHN WHN WHN WHN WHN WHN WDP WDP

Rerimarks:

CAL.P1

Examiner: W. . dy Examinec W. H. Nelson Reviewec W. H. Nelson

Level: II Date : 4/18 5 Level: III Date: 4/11-13/05 Level: III Date: 07/1 7/2005
P-Scan Limited

GOGEMN-SVUT-INS-001.3, Rev. 2, Rev. OeO; 03, 2003

Att. 2-58



RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC P-SCAN Job #

CALIBRATION SHEET I
4-41

Riser#

25

Location
200 EAST TANK FARM

System:
103-AN

Calibration
Blodc: 444-99-30-001/002

Procedure:
COGEMA SVUT-INS-007.3

Rev.
2

Thickness:
1.0"

Material: '
Carbon Steet

UT System:
PSP-4

Serial No.
201

Reference
81ock: N/A

Software Version:
P-SCAN Sys. 4 1.3

Rev.
2

Thickness:
N/A

Material:
N/A

Linearity Due Date:
06/30/2005

Reference Block Temp: 0
AMB F

Scanner Type:
AWS-5d

Serial No.
310

Couplant:
Water

Batch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
80 Feet

Signal Cable:
COAXIAL

Cabte Length:
80 Feet

Channel
Transducer

Make
Model

Freq.
(MHz)

Size Serial No.
Angle (deg)
Nom. / Act.

Wedge
Type

1 KB MWB 4 8x9mm 2-3200 60

2 KB MWB 4 8x9mm 2-3029 60
3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 05/16/05 05/16/05 05118/05 05/18105

TIME: 0953 1405 0935 2057

REFLECTOR /
ORIENTATION:

.050"
Notch

.050"
Notch

.050"
Notch

.050"
Notch

CH 1
AMPLITUDE 80%/Odb 80%/idb 80%/Odb 80%a/-idb

.
LOCATION 2.00" 1.999" 2.00" 1.9931.

CH 2
AMPLnuoE 80%/Odb 80%/Odb 80%/Odb 80%/idb

.
LOCATION 2.00" 1.995" 2.00" 1.986"

CH 3
AMPLITUDE

.
LOCATION

CH 4
AMPLITUDE

.
LOCATION

EXAMINER: WDP WOP WDP WDP

Remarks:

CAL. P3

Examin^^^dM Examiner: Reviewer: W. H. Nelson

Level: II Date: 5/16&18

P-Scan Limited

Level: - Date: Level: III Date: 07117/2005

3. Nev. 2. Anbc6lnent 3 Rev. Dac 03. 203
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AUTOMATED ULTRASONIC P-SCAN Job# Riser#

CALIBRATION SHEET 04-41 25

Location: System: Calibration
200 EAST TANK FARM 103-AN Block: 444-99-30-0011002

Procedure: Rev. Thickness: Materiai;
COGEMA SVUT-INS-007.3 2 1.0" Carbon Steel

UT System: Serial No. Reference
PSP4 201 Block: N/A

Software Version: Rev. Thickness: Material:
P-SCAN Sys. 4 1.3

2 N/A
N/A

Linearity Due Date:
06/30/2005

Reference Block Temp:
AMB °F

Scanner Type: Serial No. Couplant: eatch No.
AWS-Stl 310 Water NIA

Scanner Cable: Cable Length :
COAXIAL 80 Feet

Signal Cable: Cable Length :
COAXIAL 80 Feet

Channel
Transducer

Model
Freq.

Size Serial No
Angle (deg) Wedge

Make ( MHz)
.

Nom. / Act. Type

KB MWB 4 8x9mm 23200 60

2 KB MWB 4 8x9mm 23029 60
3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 06/15/05 06115/05

TIME: 0920 1320

REFLECTOR / .050^ .050^
ORIENTATION: Notch Notch

CH 1
AMPLITUDE 80%/Odb 80%/-1db

.
LOCATION 2. 000" 2.000"

AMPLITUDE 80%/0db 80%/-2db
2CH .

LocATioN 2.000" 1.996"

AMPLITUDE
CH.3

LOCATION

AMPLITUDE
CH. 4

LOCATION

EXAMINER: WDP WDP

Remarks:

CAL.P5

Examiner: W. D Pu Examiner : Reviewer: W. H Nelson

W ^ /It^21=

Level: II Date: 6l15/05C Level: _ Date: Level: III Date: 07/17/2005

P-Scan Limited

COGEMA^SWT-INS001.3. Rev. 2. AttecOmenf 3 Rev. Dec 03. 2W1
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job#

05-41CALIBRATION SHEET I

Riser#

25
Locatton:

200 EAST TANK FARM
System:

103-AN
Calibration

Block: 444-99-30-004

Procedure:
COGEMA SVUT-INS-007.3

Rev. 2 Thickness:
0.3" to 1.0"

Materiac
Carbon Stee(

UT System: PSP^ Serial No.
201

Reference
N/A

Software Version: P-SCAN Sys. 4 1.3
Rev, 2 Thidmess: N/A Materiai:

N/A
Linearity Due Date:

06/01/2005
Reference BlockTemp:

AMB oF
Scanner Type:

AWS-5d
Serial No.

310
Coupiant:

Water
Batch No.

NIA
Scanner Cable:

COAXIAL
Cable Length:

80 Feet

Signal Cable:
COAXIAL

Cable Length:
80 Feet

Channel
Transducer

Make
Model

Freq.
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1 KB MSEB 5 8x2MM 01931 0

2

F

'KB MSEB 5 8x2MM 01997 0

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 04111/05 04/11/05 04112/05 04/12105 04/13/05 04/13/05 04/21/05 04/21/05

TIME: 1309 2158 0837 1452 0905 1930 0825 1453

REFLECTOR: . 3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0"

H
THK.1 . 299" .295" . 302" .309' . 299" . 298" .302" -302"

.1C
THK.2 1.0070db .99711/0db 1.000db 1.008"/ldb 1.00"10db .997"/1db 1.00"/odb . 997"/Odb

THK.1 . 299" .295" . 302" .309" . 299" .295" . 302" .302"
CH.2

THK. 2 1.00'70db . 997'70db 1.00"/0db 1.008"/1db 1.00"/0db .997"Ndb 1.00"/0db .997"10db

CH 3
THK.1 .299" .295" .299" .306" . 299" .295" . 302" .299"

.
THK.2 1.00"l0db .997"/Odb 1.00"10db 1.008/1db 1.00"/0db . 99T70db 1.00"/Odb 1.00"Mdb

4CH
THK. i

.
THK. 2

EXAMINER: WHN WHN WHN WHN WHN WHN WDP WDP

Remarks:

CALT1
*Transducer #01997 rescan only on 2"tl pass plate 3

Examiner. W. rdy

.1.^ ^

Examiner: W1 . H. N Ison

!^f c^}-2

Reviewer: W. H. Nelson

^^/Z^

Level: II Date: 4/21/05 Level: iil Date: 4/11-13/05 Level: III Date: 07/17/2005

COGEMASVUT1NSd01.3, Rev.2. AU®ehmenr I Rev. Dec 0, 2003
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RPP-RPT-24476. Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job#

04-41CALIBRATION SHEET I

Riser#

25

Location:
200 EAST TANK FARM

System:
103-AN

Calibratlon
Black: 444-99-30-004

'

Procedure:
COGEMA SVUT-INS-007.3

Rev. 2 Thickness:
0.3" to 1.0"

Material:
Carbon Steel

UT System:
PSP4

Serial No.
405

Reference
Block: N/A

Software Version:
P-SCAN Sys. 4 1.3

Rev. 2
Thickness:

N/A Material:
N/A

L7nearity Due Date:
06/30/2005

Reference Block Temp: 0
AMB F

Scanner Type:
AGS-2

Serial No.
401

Couplant:
Water

Batch No.
N/A

Scanner Cable:
COAXIAL

Cable Length:
100 Feet

Signal Cable:
COAXIAL

Cable Length:
100 Feet

Channel
Transducer

Make
Model

Freq.
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1

I

KB MSEB 5 9x2MM 01997 0

2 KB MSEB 5 9x2MM 02002 0

3

4

INtTIAL CALIBRATION CALIBRATION CHECKS

DATE: 04/13/05 04/13/05 04/13105 04/13105 04114/05 04/14/05 04/14/05 04114/05

TIME: 1004 1014 2034 2034 0831 0837 1531 1534

REFLECTOR: . 3"4.0" . 3"-1.0" . 3"-1.0" .3"-1.0" .3"-1.0' .3"-1.0" .3"-1.0" .3"-1.0"

CH 1
THK.1 . 301" .301" .293" .296" . 303" .303" .298" .298"

.
THK.2 1.00"/Odb 1.00"/0db .992"!-1db . 895"/1db 1.00"/0db 1.00"/0db .995"/Odb . 995"10db

CH 2
THK.1 .301 .301" .296" . 296" .298" .301" 296" .298"

.
THK.2 1.00"lOdb 1.00"/Odb . 995"/Odb . 995"71db 1.00"/Odb 1.00"/Odb . 997"I0db .995"l0db

CH 3
THK.1 . 301 .301" .296" .296" 301 .301" .296" .298"

.
THK.2 1A0"10db 1.00"/Odb . 995"/0db . 995"11db 1.00"/0db 1.00"/0db .997"70db .995"10db

CH 4
THK.1

.
THK. 2

EXAMINER: WHN WHN WHN WHN WHN WHN WHN WHN

Remarks:

CAL.T3

Examiner: W. H. Nelson Exarniner: Reviewec W. H. Nelson

og-

Level: III Date: 4/13-14/05 Level: _ Date: Level: III Date: 07/17/2005

2. AMechmenf I Rev. Dec. 03, 2003
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RPP-RPT-24476, Rev. 0

AUTOMATED ULTRASONIC THICKNESS Job #

CALIBRATION SHEET 04-41
Riserf!

25

Location:
200 EAST TANK FARM

System:
103-AN

Calibration
Blocx: 444-99-30-004

Procedura:
COGEMA SVUT-INS-007.3

Rev.
2

Thickness:
0.3" to 1.0"

Material:
Carbon Steel

UT System:
PSP-4

Serial No.
201

Reference
Block: N/A

Software Version:
P-SCAN Sys. 4 1.3

Rev.
2

Thickness:
N/A

Material:
N/A

Linearity Due Date:
06/30/2005

Reference Block Temp:
AMB OF

Scanner Type:
AWS-5d

Serial No
^

Couplant:
310Water

Batch No.
N/A

Scanner Cab1e:
COAXIAL

Cable Length:
80 Feet

Signal Cable:
COAXIAL

Cable Length:
80 Feet

Channel Transducer
Make

Model
Preq'
(MHz)

Size Serial No.
Angle
(deg)

Wedge
Type

1 KB MSEB 5 8x2MM 01939 0

2 KB MSEB 5 9x2MM 01997 0

3

4

INITIAL CALIBRATION CALIBRATION CHECKS

DATE: 05116105 05/16/05 05116/05 05/16/05 05/18/05 05/18/05 05/18/05 05/18l05

TIME: 0928 0935 1355 1357 0915 0927 2047 205:3

REFLECTOR: .3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0" .3"-1.0"

CH 1
THK.1 .298" .304" .298" .301" .302" .298" .282" .295"

.
THK. 2 1.00"/0db 1.00"/Odb ,999"1-1tlb .999"10db 1.00"/odb 1.00"10db .986"/-2db .996"/1db

CH
THK.1 .298" .304" .298" .304" .302" .298" .282" .295"

.2
THK.2 1.00"10db 1.00"10db .996"/-idb 1.002"/-1db 1.00"/0db 1.00"/0db .983"1-1db .999"11db

CH 3
THK.1 .301" .304" .304" .301 .302" .298" .288" .295"

.
THK.2 1.00"/Odb1. 1.00"/0db .999"/-idb .999"1-1db 1.00"/Odb 1.00"10db .986"/-1db .999"/Odb

CH 4
THK.1

.
THK. 2

EXAMINER: WOP WDP WDP WDP WDP WDP WDP WDP

Remarks:

CAL.T5

Examiner: W. D. rdy Examiner: Reviewer: W. H. Nelson

Level: II Date: 5/16&18/

P-Scan Limited

Level: - Date: Level: III Date: 07/17/2005

OOGEMA-SVUT-rNS-0013, Rev 2, Atlacnmeni I Rev Cec 03.2J03
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ATTACHMENT 3

ULTRASONIC EXAMINATION OF DOUBLE-SHELL TANK 241-AN-103
EXAMINATION COMPLETED JUNE 2005

(PNNL THIRD PARTY REVIEW)
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Ultrasonic Examination of Double-Shell

Tank 241-AN-103

Examination Completed June 2005

AF Pardini

GJ Posakony

July 2005

Prepared for

the U.S. Department of Energy

under Contract DE-AC05-76RL01830

Pacific Northwest National Laboratory

Richland, Washington 99352
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Summary

COGEMA Engineering Corporation (COGEMA), under a contract from CH2M Hill Hanford Group (CH2M

Hill), has performed an ultrasonic examination of selected portions of Double-Shell Tank 241-AN-103. The

purpose of this examination was to provide information that could be used to evaluate the integrity of the wall of

the primary tank. The requirements for the ultrasonic examination of Tank 241-AN-103 were to detect,

characterize (identify, size, and locate), and record measurements made of any wall thinning, pitting, or cracks

that might be present in the wall of the primary tank. Any measurements that exceed the requirements set forth in

the Engineering Task Plan (ETP), RPP-22571 (Jensen 2004) and summarized on page 1 of this document, are

reported to CH2M Hill and the Pacific Northwest National Laboratory (PNNL) for further evaluation. Under the

contract with CH2M Hill, all data is to be recorded on disk and paper copies of all measurements are provided to

PNNL for third-party evaluation. PNNL is responsible for preparing a report(s) that describes the results of the

COGEMA ultrasonic examinations.

Examination Results

The results of the examination of Tank 241-AN-103 have been evaluated by PNNL personnel. The ultrasonic

examination consisted of two 15-in. wide scan paths over the entire height of the tank and the heat-affected zone

(HAZ) of four vertical welds and one horizontal weld. The examination also includes two horizontal scan paths

in the liquid/air interface region on Plate #1. The examination was performed to detect any wall thinning, pitting,

or cracking in the primary tank wall.

Primary Tank Wall Vertical Scan Paths

Two 15-in.-wide vertical scan paths were performed on Plates #1, #2, #3, #4, and #5. The plates were

examined for wall thinning, pitting, and cracks oriented vertically on the primary tank wall. There were no areas

of wall thinning that exceeded the reportable level of 10% of the nominal thickness. No pitting or vertical crack-

like indications were detected in Plates #1, #2, #3, #4, or #5.

Primary Tank Wall Weld Scan Paths

The HAZ of vertical welds in Plates #2, #3, #4, and #5 were examined for wall thinning, pitting, and cracks

oriented either perpendicular or parallel to the weld. There were no areas of wall thinning that exceeded the

reportable level of 10% of the nominal thickness. No pitting or crack-like indications were detected in the weld

HAZ areas in Plates #2, #3, #4, and #5.

The HAZ of the horizontal weld between Plate #5 and the tank knuckle was examined for wall thinning,

pitting and cracks oriented either perpendicular or parallel to the weld. There were no areas of wall thinning that

exceeded the reportable level of 10% of the nominal thickness. No pitting or crack-like indications were detected
in the weld HAZ areas on Plate #5 side or on the knuckle side of the horizontal weld.

Att. 3-5
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Primary Tank Wall Liquid/Air Interface Horizontal Scan Paths

PNNL-15280, Rev 0

Two 17-in.-wide scan paths were performed on Plate #1. The plate was examined for wall thinning on the

primary tank wall. There were no areas of wall thinning that exceeded the reportable level of 10% of the nominal

thickness.

in
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1.0 Introduction

COGEMA Engineering Corporation (COGEMA), under a contract from CH2M Hill Hanford Group (CH2M

Hill), has performed an ultrasonic examination (UT) of selected portions of Double-Shell Tank (DST) 241-AN-

103. The purpose of this examination was to provide information that could be used to evaluate the integrity of

the DST. The requirements for the UT of Tank 241-AN-103 were to detect, characterize (identify, size, and
locate), and record measurements made of any wall thinning, pitting, or cracks that might be present in the wall of
the primary tank. Any measurements that exceed the requirements set forth in the Engineering Task Plan (ETP),
RPP-22571 (Jensen 2004), are reported to CH2M Hill and the Pacific Northwest National Laboratory (PNNL) for
further evaluation. Specific measurements that are reported include the following:

• Wall thinning that exceeds 10% of the nominal thickness of the plate.

• Pits with depths that exceed 25% of the nominal plate thickness.

• Stress-corrosion cracks that exceed 0.10 in. (through-wall) and are detected in the inner wall of the tank, HAZ
of welds, or in the tank knuckle.

The accuracy requirements for ultrasonic measurements for the different types of defects are as follows:

• Wall thinning - measure thickness within ±0.020 in.

• Pits - size depths within ±0.050 in.

• Cracks - size the depth of cracks on the inner wall surfaces within f0.1 in.

• Location - locate all reportable indications within ±1.0 in.

Under the contract with CH2M Hill, all data is to be recorded on disk and paper copies of all measurements

are provided to PNNL for third-party evaluation. PNNL is responsible for preparing a report(s) that describes the
results of the COGEMA UT.
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2.0 Qualified Personnel, Procedures, and Equipment

Under contract from CH2M Hill, qualification of personnel participating in the DST inspection program, the

UT equipment (instrument and mechanical scanning fixture), and the UT procedure that will be used in the

examination of the current DST is required. Personnel participating in the examinations are to be certified in

accordance with American Society for Nondestructive Testing (ASNT) Recommended Practice SNT-TC-1A,

1992 Edition, and associated documentation is to be provided. The capability of the UT system is to be validated

through a performance demonstration test (PDT) on a mock-up simulating the actual DST. The current procedure

for the UT is to be based on requirements listed in the American Society for Mechanical Engineers (ASME),

Boiler and Pressure Vessel Code Section V, Article 4, Ultrasonic Examination Methodsfor Inservice Inspection.

2.1 Personnel Qualifications

The following individuals were qualified and certified to perform UT of the Hanford DST 241-AN-103:

Mr. Wesley Nelson, ASNT Level HI (#LM-1874) in UT, has been identified as COGEMA's UT Level III

authority for this project. Mr. Nelson has been certified by COGEMA as a UT Level III in accordance with

COGEMA procedure COGEMA-SVCP-PRC-014, latest revision. Further documentation has been provided

to establish his qualifications. Reference: Letter from PNNL to C.E. Jensen dated August 22, 2000, "Report

on Performance Demonstration Test - PDT, May 2000."

• Mr. James B. Elder, ASNT Level III (#JM-1891) in UT, has been contracted by COGEMA to provide

analysis of all DST UT data. Mr. Elder has been certified by JBNDT as a UT Level III in accordance with

JBNDT written practice JBNDT-WP-1, latest revision. Further documentation has been provided to establish

his qualifications. Reference: PNNL-11971, Final Report - Ultrasonic Examination ofDouble-Shell Tank

241-AN-107.

Mr. William D. Purdy, COGEMA UT Level II limited ( for P-Scan data acquisition only). Mr. Purdy has

been certified in accordance with COGEMA procedure COGEMA-SVCP-PRC-0 14, latest revision. Further

documentation has been provided to establish his qualifications. Reference: Letter from PNNL to C.E.

Jensen dated October 5, 2001, "Purdy Performance Demonstration Test (PDT) Report."
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2.2 Ultrasonic Examination Equipment

CH2M Hill has provided the UT equipment for the examination of Tank 241 -AN- 103. This
equipment consists of a Force Institute P-Scan ultrasonic test instrument and a Force Institute AWS-5D
and AGS-2 remote-controlled, magnetic-wheel crawlers for examining the primary tank wall. Ultrasonic
transducers used for the examinations are commercial off the shelf. The P-Scan ultrasonic system has
been qualified through a PDT. Reference: PNNL-11971, Final Report- Ultrasonic Examination of
Double-Shell Tank 241-AN-107.

2.3 Ultrasonic Examination Procedure

COGEMA has provided the UT procedure for the examination of Tank 241-AN-103. This procedure,
COGEMA-SVUT-INS-007.3, Revision 2, outlines the type of UT and mechanical equipment that are to
be used as well as the types of transducers. Both straight-beam and angle-beam transducers are used for
the examination of the primary tank wall. The examination procedures include full documentation on
methods for calibration, examination, and reporting. Hard copies of the T-Scan (thickness) and P-Scan
(projection or angle beam) views of all areas scanned are made available for analysis. The UT procedure
requires the use of specific UT transducers for the different examinations. A calibration performed before
and after the examinations identifies the specific transducers used and the sensitivity adjustments needed
to perform the inspection. The COGEMA UT procedure has been qualified through a Performance
Demonstration Test. Reference: PNNL-11971, Final Report - Ultrasonic Examination ofDouble-Shell
Tank 241-AN-107.

Att. 3-11



RPP-RPT-24476, Rev. 0

PNNL-15280, Rev 0

3.0 Ultrasonic Examination Configuration

COGEMA is required to inspect selected portions of the DSTs which may include the primary and
secondary tank walls, the HAZ of the primary tank vertical and horizontal welds, and the tank knuckle
and bottoms. The P-Scan system has been configured to perform these examinations and has been
performance tested. The examination of Tank 241-AN-103 included UT of the primary tank wall and the
HAZ of selected welds in the primary tank wall.

3.1 Primary Tank Wall Transducer Configuration

Figure 3.1 provides an example of the scanning configuration generally used during an examination
of the primary tank wall. However, other configurations can be used at the discretion of the COGEMA
UT Level III (i.e., 45-degree transducers can be removed for simple wall thickness measurements). The
functional diagram in Figure 3.1 shows one straight-beam and two angle-beam transducers ganged
together for examining the primary tank wall. The straight beam is designed to detect and record wall
thinning and pits, and the angle beams are designed to detect and record any cracking that may be present.
These transducer•s are attached to the scanning bridge and they all move together. Information is captured
every 0.035-in. (or as set by the NDE inspector) as the assembly is scanned across a line. At the end of
each scan the fixture is indexed 0.035-in, (or as set by the NDE inspector) and the scan is repeated. The
mechanical scanning fixture is designed to scan a maximum of 15-in. and then index for the next scan.
The hard copy provides a permanent record that is used for the subsequent analysis.

Holding Fixture Scan Direction

Ta

Transducer Specifications:

Angle-Beam

Type: MWB-45 04E

Frequency: 4 MHz

Size: 8 X 9 mm

Manufacturer: Krautkramer

Straight-Beam

Type: MSEB 5B

Frequency: 5 MHz

Size: Dual - 2 X 8 mm

Manufacturer: Krautkramer

Figure 3.1. Transducer Configuration for Examining the Primary Tank Wall
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3.2 Weld Zone Transducer Configuration

Figure 3.2 is a functional sketch that shows the configurations for examination of the weld zone. The
area of interest (HAZ of the weld) is shown as lying adjacent to the weld. Both cracks and pitting may
occur in this region. The "A" portion of this sketch shows the 60-degree angle-beam transducers used for
detecting cracks parallel to the weld. The straight-beam transducers in this sketch are used for detecting
and recording any pitting or wall thinning that may be present. All transducers are ganged together. The
scanning distance traveled is limited to a total of approximately 5.0-in. The sketch titled "B" shows the
arrangement for detecting cracks that may lie perpendicular to the weld. Four 45-degree, angle-beam
transducers are used for this inspection. Again the transducers are ganged together but the scan is limited
to a total of approximately 4.0-in. The weld zone requirements are shown in Figure 3.3. The scan
protocol, data capture, and index are the same for examining other weld areas in the tank.

Fixture Scan Direction

Transducer Specifications:

Angle-Beam

Type: MWB-60 04E

Frequency: 4 MHz

Size: 8 X 9 mm

Manufacturer: Krautkramer

Tank Wall 60-Degree
Angle-beam
Transducers

Transducers Straight-Beam

Type: MSEB 5B

Frequency: 5 MHz

Size: Dual - 2 X 8 mm

Manufacturer: Krautkramer

A. Configuration for pitting and cracks parallel to weld

Transducer Specifications:

Angle-Beam

Type: MWB-45 04E

Frequency: 4 MHz

Size: 8 X 9 mm

Manufacturer: Krautkramer

B. Configuration for cracks perpendicular to weld

Figure 3.2. Transducer Configurations for Examination of Weld Zone in the Primary Tank Wall
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In the HAZ, the requirement for characterizing cracks that lie perpendicular or parallel to welds in the
primary tank wall is described in Figure 3.3. The HAZs are located on either side of the weld and defined
as being within 1-in. of the toe of the weld and on the inner three-quarters of the thickness (3/4T) of the
plate. These zones are considered most likely to experience stress-corrosion cracking.

45-Degree
Scan Direction Angle-beam

Fixture

I Inner Wall of Tank

Scan Direction
60-Degree

Straight-beam Angle-beam
Tranr.ducwrc Transducers

Toe of Weld

;dT

3t4 T
T r

^ . . .:i^t' '•; ^

1.0 Inch IPotei Crack
Sound Beams

A zone 3/e Tfrom the inner surface and 1.0-in. from the

toe of the weld is to be ultrasonically examinedfor

cracking, corrosion or pitting. Examinations are to be

made on both sides ofthe weld.

End View --- Cracks Parallel to th.e Weld

Figure 3.3. Views of the Weld Zone to be Ultrasonically Examined in the Primary Tank Wall
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4.0 Ultrasonic Examination Location

Tank 241-AN-103 is located in the Hanford 200 East area in AN Tank Farm. The crawler and

associated scanner were lowered into the 24-in, riser located on the north side of 241-AN-103 and

designated as Riser 25. Figure 4.1 provides a graphic of the location of this riser.

t

HINULUS PUMP PR
241-AN-03B

I.-o 3/6 a'./2'^ 90'

RISER-00]^

RISER-00''

RISER-004-\

0'
RISER-018 R6

- RISER-042

SECONDARY TANK (WSTA)
RISER-036

RISER-030

ZRISER-014

/
- RISER-006

r RISER-002

!-_-_-

RISER-021^

RISER-0167 J

RISER-008
SER-049

RISER-05] RISER-003̂
RISER-034

RISER-O10

RISER-038

RISER-00\ l `/RISER-020

RISER-046 RISER-011 J

^ RISER-032
SERO56

RISER-046
SER-033 270'

+1/2'R6ER-04] 1-0 3/8' 0.
RISER-026

PLAN VIEW TANK 241-AN-103

RISER-045

Figure 4.1. UT of 241-AN-103 Riser 25

RISER-053

PRIMARY TANK (WST)

C
RISER-019

RISER-009

RISER-060

- RISER-051

180'

RISER-031
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Figure 4.2 describes the areas on the primary wall of Tank 241-AN-103 that were ultrasonically

examined. Two 15-in.-wide vertical scan paths were performed on Plates #1, #2, #3, #4, and #5 below

the entrance to Riser 25. Vertical weld HAZ examinations were done on Plates #2, #3, #4, and #5, and

the horizontal weld HAZ examination was done on the transition Plate #5 to knuckle weld. Two

additional horizontal scan paths were performed in the liquid/air interface region on Plate #1.

24-in. Dia. Riser #25

^.

I WESTI

Horizontal Weld Examined

Figure 4.2. Sketch of Scan Paths on Tank 241-AN-103
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5.0 Ultrasonic Examination Results

COGEMA has provided detailed reports including T-Scan and P-Scan hard copies of all areas that
were ultrasonically examined to PNNL for third-party review. The data was analyzed by JBNDT Level
III Mr. Jim Elder and peer reviewed by COGEMA Level III Mr. Wes Nelson. The results of the
examination of Tank 241-AN-103 are presented in Figures 5.1 and 5.2.

Figures 5.1 and 5.2 show the wall thickness examination results for the primary tank wall and the
HAZs of both vertical and horizontal welds. The examination consisted of two vertical paths beneath the
24-in. diameter riser. Vertical scan #1 was 15-in. wide on Plate #1, #2, #3, #4, and #5 near the centerline
of the 24-in. riser. Vertical scan #2 was adjacent to vertical scan #1 and was also 15-in. wide on Plate #1,
#2, #3, #4, and #5. Vertical scans on Plate #1 were done in the upward direction due to modifications
made to the crawler cable attachment. All other plates were done in the downward direction. The HAZs
of vertical welds in Plates #2, #3, #4, and #5 were examined and the HAZ in the horizontal weld between
Plate #5 and the knuckle section was also examined. Weld area exams include approximately 5-in. on
each side of the weld. Two 17-in. wide horizontal scan paths on Plate #1 were performed in the liquid/air
interface region. Areas in the figures that show two measurements in the same box are the result of the
vertical scan paths overlapping the horizontal scan paths. Figures 5.1 and 5.2 display the minimum
readings taken in each 15-in. (17-in. for the liquid/air interface horizontal scans) wide by 12-in. long area
of the scan. In the overlapping areas, both minimum readings from each vertical and horizontal scan
paths are given. One area on the horizontal weld examination had a weld attachment that limited data
acquisition. This area is designated with a NR for "no reading".
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6.0 Conclusions

The results of the examination of Tank 241-AN-103 have been evaluated by PNNL personnel. The
examination consisted of two 15-in. wide scans over the entire height of the tank and the HAZs of 4
vertical welds and 1 horizontal weld. The examination also included two 17-in. wide scans in the
liquid/air interface region on Plate #1. The examination was performed to detect any wall thinning,
pitting, or cracking in the primary tank wall.

6.1 Primary Tank Wall Vertical Scan Paths

Two 15-in.-wide scan paths were performed on Plates #1, #2, #3, #4, and #5. The plates were
examined for wall thinning, pitting, and cracks oriented vertically on the primary tank wall. The results
indicated that the minimum thicknesses in the areas scanned with nominal thickness of 0.500-in. were as
follows; Plate #1 was 0.486-in., Plate #2 was 0.496-in., and Plate #3 was 0.470-in. The nominal thickness
in Plate #4 is 0.750-in. and the minimum thickness in this area was 0.721-in. The nominal thickness in
Plate #5 is 0.875-in. and the minimum thickness in this area was 0.846-in. There were no areas of wall
thinning that exceeded the reportable level of 10% of the nominal thickness. No pitting or vertical crack-
like indications were detected in Plates #1, #2, #3, #4, or #5.

6.2 Primary Tank Wall Weld Scan Paths

The HAZ of vertical welds in Plates #2, #3, #4, and #5 were examined for wall thinning, pitting and
cracks oriented either perpendicular or parallel to the weld. The results indicated that the minimum
thicknesses in the weld areas scanned were as follows: The nominal thickness of Plate #2 is 0.500-in. and
the minimum thickness in this weld area was 0.464-in. The nominal thickness in Plate #3 is 0.500-in.
and the minimum thickness in this weld area was 0.455-in. The nominal thickness in Plate #4 is 0.750-in.
and the minimum thickness in this weld area was 0.708-in. The nominal thickness in Plate #5 is 0.875-in.
and the minimum thickness in this weld area was 0.848-in. There were no areas of wall thinning that
exceeded the reportable level of 10% of the nominal thickness. No pitting or crack-like indications were
detected in the weld areas in Plates #2, #3, #4, and #5.

The HAZ of the horizontal weld between Plate #5 and the tank knuckle was examined for wall
thinning, pitting and cracks oriented either perpendicular or parallel to the weld. The results indicated
that the minimum thickness in the weld area with nominal thickness of 0.875-in. on Plate #5 was 0.829-
in. The minimum thickness in the weld area with nominal thickness of 0.875-in. on the knuckle was
0.886-in. There were no areas of wall thinning that exceeded the reportable level of 10% of the nominal
thickness. No pitting or crack-like indications were detected in the weld areas on Plate #5 side or on the
knuckle side of the horizontal weld.
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6.3 Primary Tank Wall Liquid/Air Interface Horizontal Scan Paths

Two 17-in.-wide scan paths were performed on Plate #1. The plate was examined for wall thinning

on the primary tank wall. The results indicated that the minimum thickness in the areas scanned on Plate

#1 with nominal thickness of 0.500-in. was 0.470-in. There were no areas of wall thinning that exceeded

the reportable level of 10% of the nominal thickness.
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